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ABSTRACT

SENSITIVITY ANALYSIS OF LAYERED WALL SYSTEMS UTILIZING
SUSTAINABLE COMPOSITES INCORPORATING
MICRO-ENCAPSULATED PCMS

OZDEMIR, HATICE DENIZ
M.S., Department of Mechanical Engineering

Supervisor: Prof. Dr. Derek K. Baker
Co-Supervisor: Assoc. Prof. Dr. Cagla Meral Akgiil

November 2023, [125| pages

It is crucial to reduce the energy demand in buildings in order to slow down the rate
of global warming and become more resilient against energy crises. In order to ac-
complish this, both the composite development studies that lower energy demand by
using phase change material (PCM) incorporated waste materials and the parameter
research that have the biggest impact on energy demand in buildings are speeding up.
In light of these demands, this research is intended to identify the most critical param-
eters for a wall with PCM with different orientations in Ankara, Tiirkiye, and develop
microencapsulated phase change material (MPCM) incorporated fuel gas desulfuri-
sation gypsum (FGDG) and commercial plaster composites for building applications.
After the development of physical samples of the composites, the mechanical, ther-
mal and microstructural properties are characterised. The sensitivity analysis results
show that regardless of the orientation of the wall, the melting temperature of PCM
is the most important parameter for both summer and winter seasons. In this context,
adding PCM with a suitable melting temperature to mortar and/or plaster materials

that can be applied to the interior of the wall might be an appropriate solution for



increasing wall performance. Considering the mechanical and thermal characteristics
of the developed composites, it is concluded that they are technically suitable for use

in wall applications.

Keywords: Microencapsulated phase change material (MPCM), Fuel gas desulfuriza-
tion gypsum (FGDG), Gypsum, Finite difference method (FDM), Global sensitivity
analysis (GSA)

vi



0z

MIKRO KAPSULLU PCMS ICEREN SURDURULEBILIR
KOMPOZITLERIN KULLANILDIGI KATMANLI DUVAR
SISTEMLERININ DUYARLILIK ANALIZI

OZDEMIR, HATICE DENIZ
Yiiksek Lisans, Makina Miihendisligi Boliimii
Tez Yoneticisi: Prof. Dr. Derek K. Baker
Ortak Tez Yoneticisi: Dog. Dr. Cagla Meral Akgiil

Kasim 2023 , [125]sayfa

Kiiresel 1sinmanin hizin1 yavaslatmak ve enerji krizlerine kars1 daha direncli olabil-
mek ic¢in binalarda enerji talebinin azaltilmasi biiyiik 6nem tasiyor. Bunu basarmak
icin hem faz degistiren malzeme (PCM) iceren atik malzemeleri kullanarak enerji ta-
lebini azaltan kompozit gelistirme calismalart hem de binalarda enerji talebini en fazla
etkileyen parametre arastirmalar hizlaniyor. Bu talepler 1s181nda, bu arastirmanin An-
kara, Tiirkiye’de farkli yonelimlere sahip PCM’1i bir duvar icin en kritik parametreleri
belirlemesi ve mikrokapsiillenmis faz degisim malzemesi (MPCM), yakit gazi kiikiirt
giderme al¢is1 (FGDG) ve ticari al¢1 kompozitleri gelistirmesi amaglanmaktadir. Bina
uygulamalari icin. Kompozitlerin fiziksel numunelerinin gelistirilmesinden sonra me-
kanik, termal ve mikroyapisal 6zellikleri karakterize edilir. Duyarlilik analizi sonuc-
lar1, duvarin yonelimi ne olursa olsun, PCM erime sicakliinin hem yaz hem de kig
mevsimleri icin en 6nemli parametreler oldugunu gostermektedir. Bu baglamda duvar
i¢ kismina uygulanabilecek har¢ ve/veya siva malzemelerine uygun erime sicakligina

sahip PCM’nin eklenmesi duvar performansinin arttirtlmast icin uygun bir ¢oziim
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olabilir. Gelistirilen kompozitlerin mekanik ve termal 6zellikleri dikkate alindiginda

teknik olarak duvar yapilarinda kullanima uygun oldugu sonucuna varilmigtir.

Anahtar Kelimeler: Mikroenkapsiile faz degistiren malzeme (MPCM), Baca gazi kii-

kiirt giderme Algisi, Alci, Sonlu farklar yontemi, Kiiresel duyarlilik analizi
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CHAPTER 1

INTRODUCTION

1.1 Motivation and Problem De nition

Global warming is now an imminent danger to the world, with several adverse ecolog-
ical implications [11]. The primary source of this worldwide warming is greenhouse
gas (GHG) emissions, primarily G@missions. According to the International En-
ergy Agency (IEA), the building sector consumes 40% of produced energy globally
[12]. According to the United Nations Environment Programme (UNEP), the build-
ing sector contributes up to 30% of the yearly emissions of greenhouse gases. [13].
For the past several years, the energy demand for the building sector has been rising at
1.8 % annually [14]. If not controlled, it will exceed 180 exajoules around 2050 [15].
The building sector in the EU is responsible for over 40% of alLb@®issions and
around 40% of total nal energy consumption. [16][17]. Also, note that only around
17.5% of residual building energy consumption is provided by renewable sources in
EU-28. However, it is one of the regions that attaches the most importance to renew-
able energy in the world [15]. Consequentially, one of the main objectives of energy
policy at the regional, national, and international levels is to increase the energy ef -
ciency of buildings. [18].

Decreasing energy consumption and improving energy conservation in buildings sig-
ni cantly promotes energy ef ciency and building sustainability [1]. By using Ther-
mal Energy Storage (TES) technologies, buildings' dependency on fossil fuels can
be reduced. Additionally, TES technologies can support the usage of ecologically
friendly energy that is more ef cient. Among other bene ts, TES makes load shifting

and uninterrupted thermal energy delivery possible, which can increase the potential

1



to integrate variable renewable energies. Renewable energy and TES system coupling
will accelerate the scaling-up of renewable energy technologies to reduce greenhouse

gas emissions.

The three main categories of TES technologies are latent heat storage, which stores
thermal energy through a phase change; sensible heat storage, which stores energy
proportionally to a medium'’s change in temperature; and thermochemical heat stor-
age, which keeps heat through exothermic/endothermic chemical reactions, adsorption-
desorption, and absorption-desorption. Latent heat storage alters the phase of the
storage medium, enabling more energy to be stored with less material than latent
heat storage. Hence, a building's energy usage for heating and cooling can be sig-
ni cantly decreased by adding. Phase Change Materials (PCM) into its Latent Heat
Thermal Energy Storage (LHTES) systems. In the limited temperature range of O-
120°C [19] for low-temperature latent heat storage, PCMs maintain a large heat ca-
pacity, and PCMs can behave similarly to a nearly isothermal heat reservoir. PCMs
change phase from solid to liquid with increasing temperature. PCMs absorb heat
because the phase change is endothermic. Liquid-to-solid phase transitions occur in
PCMs with decreasing temperature. The heat is released this time because the phase
change is exothermic. Even though the principles of use of PCMs are relatively sim-
ple, it is dif cult to assess how effectively latent heat loads contribute to improving

the energy ef ciency of the entire structure [1].

Research about PCMs has increased momentum in recent years due to their promising
features [20]. Many studies focused on building implementation methods based on
simulation and experimentation. Also, increasing the thermal conductivity of PCMs

is a signi cant topic since low thermal conductivity is the most prominent drawback

of PCMs. Also, many incorporation studies were performed to increase PCMs fea-
tures such as thermal conductivity and prevent leakage. Much research demonstrates
the usefulness of PCMs to reduce energy consumption in building applications. Marin
et al. indicate PCMs signi cantly reduce energy consumption for heating and cooling

in several weather conditions [21]. According to James et al., PCMs could reduce
heating, ventilation, and air conditioning (HVAC) system energy usage by 10-30% in
various weather conditions in the United States [22].



Different incorporation techniques for PCM are explained in detail in Chapter 2. One
of the most promising and widely used methods for incorporation is microencapsu-
lation. Microencapsulated PCMs (MPCMs) are much easier and more economical to

incorporate into construction materials [3].

Plasters and mortars play a vital role in building applications, signi cantly in uencing
the thermal and acoustic performance of structures and, consequently, the comfort of
occupants in terms of both thermal and acoustic aspects. Also, plasters and mortars
are easy to apply to building structures and can be used after construction<. Due to
its ease of application, incorporating PCM, especially in MPCM form, into gypsum

mortars and plasters is a promising area.

There is growing interest in the integration of PCM with waste materials. This is an
up-and-coming eld of study since not only is LHTES achieved, but also reusage of
waste material is performed. In this way, carbon emission can be reduced in two ways:
by reducing energy consumption and peak load shifting of buildings and reusing al-
ready produced material, thereby preventing procurement of new material, which has

positive environmental effects.

This thesis investigates whether using MPCMs and plaster will provide signi cant
thermal performance gains and whether this material is suitable for building use. It
was investigated whether FGDG mortar containing MPCM could be used instead of
gypsum mortar with MPCM.

1.2 Research Questions and Approach

The literature review shows that the integration of FGDG and PCM was not previ-

ously studied.

This thesis focuses on developing a building material with lower environmental im-
pacts. To achieve this goal, composites are developed with MPCM to decrease, peak
shave, and/or peak shift thermal energy demand of a wall system by passively har-
vesting thermal energy. MPCMs are integrated with FGDG and commercial plaster,

and their thermal, mechanical, and acoustic properties are investigated and compared.
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This study is a step to Il the gap of studies of byproduct gypsum (FGDG) and MPCM
composites in the literature. In addition, different performance comparisons of waste
gypsum containing PCM and any commercial plaster containing PCM bring innova-

tion to the eld.

1.3 Structure of the Thesis

The content of this thesis is separated into two parts: 1) numerical investigation of
annual heating and cooling loads using a wall model that includes researching the
most in uential parameters by a performing Global Sensitivity Analysis; 2) preparing
and the experimental investigation of MPCM-FGDG and MPCM-Commercial Plaster
samples.

Chapter 2 presents a comprehensive literature review on PCMs, thermal characteri-
sation methods of PCM-added composites, waste material-added PCM composites,
and gypsum-added PCM composites. Also, the type and importance of byproduct

gypsum is explained.

Fundamentals of Finite Difference Method (FDM) and wall modelling are explained

comprehensively in Chapter 3.

The aim and usage areas and methods for Sensitivity Analysis (SA) are presented in
Chapter 4. Also, how the wall model was modi ed for SA and the parameters used

are explained.

Raw materials, composite development methodology and the methods used to char-

acterise these composites are explained in Chapter 5.

In Chapter 6, results obtained from FDM for the wall model, SA for the wall model

and characterisation methods are presented and discussed.

In Chapter 7, composites and model results developed with a holistic perspective are

explained. In addition, possible future works are de ned.



CHAPTER 2

LITERATURE REVIEW

2.1 Introduction

This section provides a comprehensive overview of various aspects related to Phase
Change Materials (PCMs). The content includes classi cations of PCMs, an analy-
sis of different thermal measurement techniques employed for characterising PCM-
containing composites, the rationale behind integrating PCMs in building structures
and the crucial criteria involved in PCM selection. Furthermore, the section sum-
marises numerous studies investigating the integration of PCMs with waste materials.
A detailed explanation of waste plaster types and their usage areas is also provided.
Additionally, the section reviews relevant research on integrating plaster and PCMs
in a separate subsection.

2.2 Overview of Phase Change Materials

There are different PCM classi cations according to their chemical properties (or-
ganic PCMs, inorganic PCMs and Eutectic PCMs), their incorporation into construc-
tion materials and elements (direct, encapsulation, etc.), and their implementation to

the building ( passive, active).

2.2.1 Chemical Classi cation of PCMs

The four states of material phase change are gas-liquid (condensation/vaporisation),

gas-solid (sublimation/deposition), solid-liquid melting/solidi cation and solid-solid.
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Due to technical constraints in other types, the solid-liquid type is the only feasible
option for heating or cooling buildings. [23] [24] .

Abhat [19] de ned a useful PCMs classi cation for thermal energy storage appli-
cations. Based on the chemical composition, PCM can be inorganic, organic, and
eutectic, as represented in Figure 2.1. Organic PCMs can be classi ed as either paraf-
ns or non-paraf ns. Alcohols, fatty acids, esters, and glycols, organic materials are
among the non-paraf ns [25]. Hydrated salts and metallics are two types of inor-
ganic PCMs. Metal melting temperatures are too high for building applications [1].
A minimum-melting combination of two or more components is known as eutectic.
During crystallisation, each of these components melts and freezes concurrently to
produce a variety of component crystals. [26]. Organic-organic, organic-inorganic,
and inorganic-inorganic PCMs are different eutectics PCMs. A comparison of the
bene ts and drawbacks of different types of PCMs [1] [27] [2] [28]. Table 2.1 com-
pares and summarises each type's advantages and disadvantages. Figure 2.1 presents

the classi cation of different PCM types.

Table 2.1: Comparison of organic, non-organic and eutectic PCMs.

Classi cation Advantages Disadvantages

Organic: Parafn Availability throughout a Low thermal conductivity (
and non-paraf ns wide temperature rangeusually less than 0.2 W m-1
(roughly ranging from 20 1C K-1)
to 70 1C)
Reasonable latent heat of fuModerately ammable
sion (120 J/g up to 210 J/g)
Freeze with little or no super-Non-compatibility with plas-
cooling tic containers
Slight volume change during
phase transition (around rel-
atively low temperature, i.e.
room temperature) [28]

Recyclable



Table 2.1 Continued:

Non-toxic (except some non-

paraf ns which show some

toxicity)

Non-corrosive, (except fatty

acids)
Inorganic: . . .

Greater capability for latent Freeze with supercooling
Hydrated salt .

heat storage in volume

Higher latent heat of fusion Segregation during phase

change

High thermal conductivity Corrosive to the majority of

(0.5 W/m.K) metals and slightly poisonous
More affordable and accessiHigh volume change

ble

Non- ammable High vapor pressure

Appropriate for plastic con- Decomposition and phase
tainers separation
Sharper phase-change
Low environmental effect (it
is preferable to employ salt
hydrates rather than paraf ns
to minimize the environmen-
tal impact during production
and disposal).
Having recycling potential
Eutectic Generally sharp melting temNo test data on their thermo-
perature physical properties.
Density of thermal storageCertain fatty eutectics have a
per volume slightly above or- strong odour and should not

ganic compounds be used as PCM wallboard.



Table 2.1 Continued:

No segregation and congruent

phase-change

Figure 2.1: Classi cation Different types of PCMs|[2]

2.2.2 Incorporation of PCM into construction materials and elements

There are several approaches to integrating PCMs into building materials and struc-
tures [29]. Note that although direct incorporation and immersion are represented
and explained in this paper, these methods have a high risk of leaking while the PCM
phase changes in liquid. Consequently, the direct incorporation and immersion of

PCM in other building materials is not generally considered feasible [27].

2.2.2.1 Direct Incorporation

The direct incorporation approach is the most basic and cost-effective. During pro-
duction, powdered or liquid PCM is combined directly with building materials such
as cement paste, gypsum, concrete, or plaster [30], and no additional apparatus is
needed. However, leakage and potential compatibility issues with some construction
materials can occur. Consequently, the system's mechanical and durability attributes

may be altered [1].



2.2.2.2 Immersion

The immersion method includes immersing the porous construction material (brick,
gypsum board, wallboard, or concrete block ) into the liquid PCM, absorbing the
PCM by capillary action. A leakage problem might be problematic for long-term

usage [3]. Additionally, the mechanical and durability characteristics of the building

materials may be impacted[2].

2.2.2.3 Encapsulation

Before being incorporated into building elements, PCMs can be encapsulated. Ac-
cording to Regin et al., [31], the PCM containment should (i) ensure the requirements
for exibility, durability, thermal stability, and strength; (ii) serve as a barrier to pro-
tect the PCM from destructive interactions with the surrounding environment; (iii)
provide an adequate heat transfer's surface; and (iv) be structurally stable and provide
ease in handling. In general, there are two PCM encapsulation methods: microencap-

sulation and macroencapsulation.

Microencapsulation In microencapsulation technology, PCM patrticles are covered

in a thin, sealed polymeric Im with a high molecular weight, usually made from
natural. Synthetic polymers preserve the form during the phase transition process and
stop PCM from leaking [3]. PCM particles have sphere shapes ranging from 1 um to
1000 pum (around 1 pm to 300 um according to Hawlader et al. [32]). Polymers, both
natural and synthetic, are typically used to make polymetric Im [27]. This technique
may produce phase change materials with temperatures between 10 and 80 °C [33].
The microencapsulated PCM (MPCM) model is presented in Figure 2.2. Also, SEM
images of MPCM at different thermal cycles are given in Figure 2.3.

Macroencapsulation PCMs encapsulated in any container, like spheres, tubes, or
panels, that can be used as heat exchangers or integrated into building materials are
known as macroencapsulation. According to Cabeza et al., these containers' sizes are

usually greater than 10 mm [34] and can go up to several litres [35]. A drawback of
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Figure 2.2: A wax core and polymeric shell microencapsulated PCM model [6]

Figure 2.3: SEM evaluation of the microencapsulated paraf n pro le at various ther-

mal cycles.[7]

macroencapsulation is its propensity to solidify or melt at the edges, which causes
a slower energy intake and release and may prevent the system from discharging
completely overnight because the majority of PCMs have low thermal conductivity.
The macrocapsules' size implies that they must be protected against destruction or
perforation, which may make them more challenging to integrate into the building

structure, potentially increasing the cost of these systems [36].
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2.2.2.4 Shape-stabilized PCM

Shape-stabilized PCM is made using supports for shape stabilisation, such as high-
density polyethylene (HDPE). An example of some shape stabilised PCM (SSPCM)
is given in Figure 2.4, which is taken from [1]. When both the supporting material
(or supporting materials) and the PCM are liquid, they are combined at a high tem-
perature, and the supporting material is then cooled to a temperature below the glass
transition temperature until it solidi es. They are gaining popularity due to their high
apparent speci ¢ heat, good thermal conductivity, ability to keep the shape of PCM
stable during the phase change process, and long-term performance and durability
after multiple thermal cycles [37] [38]. On the other hand, according to Zhang et al.
[39], products with low rigidity or shape-stabilized products with large-volume PCM

will deform due to the inability to support their weight.

Figure 2.4: An illustration of SSPCMs that resemble a homogeneous material [1]

2.2.3 PCM Implementation & Methods

There are many different implementations of PCMs, such as Solar Water Heating,
Waste Heat Recovery and Space Heating. There is much detailed research about all
different PCM implementations. Since the scope of this literature survey focuses on

space heating and cooling, this topic is explained in detalil.
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2.2.3.1 Space Heating and Cooling

The concept of thermal mass focuses on using PCM to regulate the temperature con-
ditions within a structure. Thermal mass refers to a building construction approach
that introduces resistance to uctuations in temperature by incorporating inertia. The
building's structure functions as a thermal energy storage source and is crucial for
heat buffering to reduce indoor temperature swings and mitigate external heat ows.
As a result, during hot weather, the structure acts as a heat sink [40]. By incorporating
PCM into the building structure, the thermal mass is enhanced, effectively obstruct-
ing heat transfer into the occupied space [41]. For heating and cooling purposes in
buildings, it is suggested to utilise PCMs that have a melting point ranging from 20
°C to 32 °C. These PCMs are recommended for thermal storage, whether combined

with passive or active solar storage methods[26].

Passive Systems Passive building systems used for thermal energy management
consider the thermal mass that may help reduce the need for cooling and/or heating
equipment. [42]. A form of thermal energy storage known as LHTES can be en-
cased in building materials or structures. Since no conventional energy is required,
the system is described as passive. Integrating PCMs into building materials during
free cooling enables the PCM to absorb cold temperatures overnight, triggering the
solidi cation process. During the daytime, the PCM releases the stored cold through
the melting process, reducing heat transfer from the outdoor environment to the in-
doors. [43]. The system can heat the building during the winter by capturing solar
energy during the day. Passive methods instantly release any heat or cold held when
interior or outdoor temperatures rise or fall over PCM's melting point. The bene t

of using PCM in building constructions is that it eliminates the need for a separate
plant and space. Consequently, several investigations on PCMs included in building
materials (such as glass, brick, or concrete) or components like wallboards, oors,

ceilings, under oors, shutters, and roofs have been carried out [43].

Active Systems Forced convection is the primary mechanism for heat transfer be-

tween storage and indoor air in active applications where speci ¢ auxiliary electrical
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or mechanical equipment is required [44]. Active systems are divided into two sub-
classes: free active cooling and space heating active method. The reason for this
classi cation is that heating systems generally require an auxiliary heating source,
whereas active cooling systems are more likely to be used without an auxiliary heat-
ing source. It should be noted that this classi cation is an initiative generalisation and

that contrary cases are possible [43].

Free Active Cooling The coolness of a source for cooling buildings, such as out-
side air, is referred to as free refreshment. For example, suppose night-time coldness
is kept and used during the day to reach comfortable temperatures indoors. In that
case, mechanical ventilation may either be eliminated entirely or limited throughout
the day to speci c times. This process is called free cooling because the cold source
does not require energy. LHTES systems are also able to deliver free cooling by
improving mechanical ventilation systems' cooling potential or even contributing to
mechanical ventilation system size reduction. This leads to higher temperatures and,
as a result, better thermal comfort conditions. Free cooling has some main advan-
tages: cooling while reducing emissions of greenhouse gases and maintaining good
indoor air quality within the facility. The PCMs used in free cooling systems must be
selected such that the cooled air temperature falls within an acceptable range that is
comfortable for people. In the summer, for example, the human comfort zone ranges
from 23 to 27 ° C [43]. The temperature differential between the air temperature and
the PCM's melting point should be between 3-5 °C to accomplish effective heat trans-
fer. An active free cooling system is de ned as such because it uses electric devices
[43]. An active system ensures the storage of this coolness by using a free source of
cooling (such as night coolness). Active storage involves actively moving heat trans-
fer uid, known as forced convection, and lowering the internal temperature. It has
the potential to not only signi cantly reduce energy consumption but also reduce it
to a fraction of what it is now. Only a fan's energy consumption remains. This type
of system also allows for complete control of the process during PCM charging and

discharging, which improves overall system performance.
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Active methods for space heating (using an auxiliary source) For space heating,

a comparable approach of active free cooling was developed. Yet, the PCM-TES is
typically connected to auxiliary heat sources like heat pumps or solar thermal collec-
tors during the winter since the desired warm air temperature is not always available
at that time of year. This will once again allow for a reduction in heating system
capacity and annual operating costs. Building many PCM layers with various phase
change temperatures to accommodate various auxiliary heat sources allows for space
heating. Air conditioning systems, solar thermal collector panels, and heat pumps are
the primary sources. Free heating sources ( such as solar radiation) are stored by an
active system. Space heating is bene cial for reducing thermal heating demand by

increasing space temperature [43].

2.2.4 PCM Selection Criteria

Choosing the appropriate PCM for a particular thermal energy storage application in

buildings necessitates a meticulous evaluation of the thermal, kinetic, physical, chem-
ical, environmental, and economic characteristics of the different available options;

this involves comparing their strengths and weaknesses and, in certain instances, nd-
ing a suitable compromise. [2]. An assessment of the bene ts and drawbacks of vari-

ous types of PCMs has been presented by several authors [1] [2] [3] [4]. In Table 2.2,

each type's primary bene ts and drawbacks are contrasted and outlined.

Table 2.2: Main criteria that govern the selection of PCMs [1] [2] [3] [4].

Thermal properties Proper phase-transition temperature for
building applications.
High latent heat of fusion per unit volume
High speci ¢ heat
High thermal conductivity
Thermal reliability (i.e. cycling stability)
Physical properties Small volume change during phase change
High density

Small vapour pressure
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Table 2.2 Continued:

Complete melting process (i.e. congruent
melting)

Kinetic properties High rate of nucleation to avoid supercooling
High rate of crystal growth

Chemical properties Chemical stability
Compatibility with materials of construction
Non-toxic, non-ammable and non-
explosive
Non-corrosiveness

Economic properties Effective cost
Commercially available

Environmental properties Low impact on the environment and non-
polluting throughout the service life

Having potential for recycling

2.3 Thermal Property Measurement Methods

2.3.1 Thermal Conductivity

Thermal conductivity is a transport property and a characteristic of the material. The
heat transfer rate through a material's unit cross-sectional area under conditions of a
temperature gradient is referred to as its thermal conductivity, resulting in heat trans-

fer by conduction. [5].

Temperature, chemical structure, particle size, porosity, and the direction of heat ow
are only a few examples of the factors that affect a material's thermal conductivity.
Temperature and density are the most critical factors in thermal conductivity. The

following are some of the in uencing factors [20] [45]:

1. Temperature: Thermal conductivity increases with increasing temperature until
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it reaches a maximum value, which remains constant over a small temperature
range. After that, as the temperature rises, it drops rapidly until it approaches

its lowest value, near the material's melting point.

Thermal conductivity increases with increasing temperature: At lower tempera-
tures, the thermal conductivity of a material generally increases as the tempera-
ture rises. This is because the thermal energy excites more phonons, increasing
the number of heat carriers available for heat transfer. As a result, the thermal

conductivity tends to rise.

Maximum value and plateau: As the temperature continues to increase, there is
a point where the thermal conductivity reaches a maximum value. This max-
imum can occur due to the interplay between different mechanisms affecting
thermal conductivity, such as changes in phonon-phonon interactions, phonon
scattering, and lattice vibrations. Once the maximum value is reached, the ther-
mal conductivity remains relatively constant over a small temperature range.
This plateau occurs because the increase in phonon population is offset by the

increased scattering events, resulting in a steady state thermal conductivity.

Sharp decrease towards the melting point: As the temperature continues to rise
beyond the plateau, the material's thermal conductivity often decreases sharply
as it approaches the melting point. This decrease occurs because the material
undergoes a phase transition, such as melting or a structural transformation.
During these transitions, the crystal structure becomes less ordered, and the
phonon-phonon interactions and phonon mean free paths are disrupted, reduc-

ing thermal conductivity.

Minimum near the melting point: The thermal conductivity reaches a minimum
value near the material's melting point. The minimum occurs when the material
is in its liquid state, which typically has a lower thermal conductivity than the
solid state. The lack of long-range order and increased molecular vibrations in
the liquid phase contribute to reduced thermal conductivity.

. Density: The density of a material, or changes in density, has a signi cant
impact on thermal conductivity, particularly when phase change and reactions

OocCcur.
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3. Grain size: As the grain size increases, the thermal conductivity also increases.
This is because grain boundaries serve as obstacles to heat conduction. There-
fore, materials with larger grain sizes consistently exhibit higher thermal con-
ductivity, while materials with smaller grain sizes demonstrate lower thermal

conductivity.

4. Porosity: Compared to solid materials, greater porosity corresponds to lower
thermal conductivity. The thermal conductivity is in uenced by porosity and
factors such as pore size, distribution, shape, and connectivity.

5. Crystal structure: The crystal orientation does not impact the heat conductivity
of cubic-system materials, whereas the thermal conductivity of other crystal

systems is affected by anisotropy.

6. Chemical composition: Impurities signi cantly impact thermal conductivity.
Materials having a simple chemical and molecular structure have higher ther-

mal conductivity than materials with more complex structure

7. Direction of Heat Current: The measurement direction is vital for heat conduc-

tion in anisotropic materials.

2.3.1.1 Thermal Conductivity Measurement Methods

There are many different thermal property measurement methods based on different
principles, which can be divided into two: steady state methods and Transient Meth-

ods. Classi cation of these methods is given in Figure 2.5.

steady state Measurement Methods steady state methods rely on applying a con-
stant heat ux from one side of the sample and measuring temperatures along the
sample length when the temperature distribution in the sample reaches a steady state.
Thermal properties are calculated using the steady state temperature difference in the
sample [20]. There are two steady state techniques that work well with low-thermal
conductivity materials: Guarded hot plate, which is an absolute technique, and Heat

ow meter, which is a comparative technique [46].
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Figure 2.5: Thermal conductivity methods classi cation.

Guarded Hot Plate The most widely utilised and dependable method for measur-
ing the thermal conductivity of insulating materials is the Guarded Hot Plate (GHP)
method [47]. Among the methods employed under steady state conditions, the GHP
technique stands out as the most precise and accurate[48] and is traditionally ac-
knowledged as the sole, absolute method for measuring thermal conductivity in steady
state conditions for homogeneous materials; it is possible to obtain a global measure-
ment uncertainty of less than 2% using the GHP technique [49]. For the measure-
ment, a solid sample is positioned between two temperature-controlled plates that are
parallel to each other. An inner heater heats the hot plate, ensuring a targeted tem-
perature gradient; the sample acts as a channel for the energy, which then heats the
cold plate. Heat losses should be prevented, and backward heat ows should be elimi-
nated to achieve uniaxial heat transfer. This is provided by using a guarded heater and
thermal insulation and lateral and backward heat ow eliminated [50]. The surface-
to-thickness ratio should be suf cient to reduce heat losses during the process. Once
the system reaches a state of equilibrium, the thermal conductivity can be determined

by applying Fourier's conduction equation, which involves analysing the heat ow,
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temperature gradient, and thickness of the sample. The main disadvantages of that

method are the required specimen thickness and time-consuming [51].

Heat Flow Meter The Heat Flow Meter is a commonly employed and precise
method used to assess the thermal conductivity of low-conductivity materials. [51].
Firstly, calibration of the heat ux transducer is performed by a specimen with known
thermal conductivity. Then, by using Fourier's law of heat conduction and the mea-
sured heat ux, it is straightforward to determine the sample's thermal conductivity.
This method is commonly employed to evaluate materials with low thermal conduc-
tivity, including building insulation materials. Itis important to note that the heat- ow
meter method typically has a maximum temperature limit of around 200°C [52] and in
practical application, limit is about 100°C [20]. Like the guarded hot plate technique,
this method applies solely to solid samples and is effective for measuring thermal
conductivity values up to 2 W thK [20].

Transient Measurement Methods In transient methods, a heat source generates a
transient heatwave. This heatwave causes a transient change in the temperature of the
sample, and thermal properties are calculated using the time-dependent temperature
increase. Transient methods are advantageous because they do not necessitate waiting
for a steady state; measurements can be completed in a short period of time [46].
This section discusses four frequently used transient techniques: the pulsed power

technique, Transient Hot Wire, Transient Plane Source, Laser Flash! avétBod.

Transient Hot Wire  The transient hot wire method is an invasive technique that
measures the temperature increase at a predetermined distance from a linear heat
source, typically a hot wire, embedded within the test sample [51]. Using this method,
the thermal conductivity of non-conductive materials may be determined [20]. Unlike
steady state measurements, this technique is considerably faster and applicable over
a broader temperature range [20]. It can be used to measure the thermal conductivity
of liquids, solids, gases, and powders [20]. The transient hot wire method has found
wide application in measuring the thermal conductivity of liquids. In this method,

the heated wire is viewed as the ideal linear heat source, producing heat uniformly
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throughout the length of the sample. The technique builds its assumptions on an
idealised "one-dimensional radial heat ow" model within the isotropic and homoge-
neous test sample[51]. This assumption relies on the idea that the linear heat source
has an in nite diameter and in nite length [51]. By monitoring the temperature vari-
ation that takes place at a predetermined distance from the hot wire over a predeter-
mined amount of time while a constant electric current ows through it, it is possible

to calculate the test sample's thermal conductivity under these conditions[51].

Transient Plane Source (TPS) The transient plane source technique (also known
as the hot disk method) is a recent improvement of the hot-strip method [20]. The
method was designed to measure thermal diffusivity as well as conductivity. Sen-
sor probes of the TPS contain long wires in the shape of a thin spiral disk. Thus, it
can be obtained reasonably high resistance of the wire in a compact form is conve-
nient to work with smaller samples [46]. The experimental setup involves enclosing
a metal disk with electrical insulation and enclosing it between two identical, thin
testing samples in the form of slabs. Thermal insulation is used on the remaining sur-
faces of the testing samples. In the experiment, only a small electrical current is used
to heat the metal disk. The two attached testing samples signi cantly in uence the
temperature increase of the metal disk, allowing for the determination of their ther-
mal properties by monitoring the temperature rise over a short duration. This usually
only takes a few seconds, but it makes sure that the metal disk stays in touch with
in nitely large samples all the way through the transient signal recording process. It
is possible to measure the temperature rise at the sensor surfag@g a function

of time. Generally, the measurement's 2-5 K total temperature increase is suitable
for accurate results. A temperature increase of less than 2 K is insuf cient for accu-
rate results. On the other hand, a high-temperature increase can damage the sensor
[46]. Temperature sensor (temperature resistance thermometer) measurement accu-
racy is typically -+0.01 [53]. The equipment suggested in the literature provides for
a temperature range of 30 to 1200 K[20], thermal conductivities from 0.001 to 1800
W/m K and thermal diffusivity from 0.1 to 1200 nfits [46]. The main advantages

of the transient plane source measurement are that it is able to provide quick results

(typically in less than 10 minutes), and various sensor sizes can be employed to ac-
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commodate different types of specimens. TPS can measure the thermal properties
of various materials, including bulk solids, sheet metals, slabs, anisotropic materials,
porous structures, one-dimensional materials, liquids, pastes and powders at a wide
temperature range [46]. Also, this technique is widely used for measuring the ther-
mal conductivity of PCM composites, pure PCMs and encapsulated PCMs. PCM
leakage above the melting point can cause sensor damage due to chemical incom-
patibility. Furthermore, the composite's mechanical stability at temperatures over the
phase change pointin the case of PCM or the reaction temperature in the case of PCM

can in uence the measurement conditions and, as a result, the results obtained [20].

Laser Flash Laser ash analysis (LFA) is regarded as one of the most versatile and
successful methods for determining thermal characteristics [20]. Thermal diffusivity
is measured, ideally for solid materials such as glasses, metals and ceramics; how-
ever, by employing suitable sample holders and adjusting measurement conditions
accordingly, liquids and composites can be measured at a variety of temperatures
[52]. The temperature is sensed non-destructively and in a non-contact way using the
laser ash technique, allowing for high levels of accuracy. It is capable of measuring
temperatures within a range of approximately -125°C [54] to 3000°C [20].

The laser ash method applies a laser pulse from a laser beam source that strikes the
bottom of the sample. An infrared sensor measures the temperature variations occur-
ring on the sample's opposite side. It is possible to measure the thermal diffusivity
along the sample's thickness (usually in disk shape) by analysing the temperature rise
on the sample's surface [20] [55]. Even at elevated temperatures, it is possible to
achieve relative measurement uncertainties in the range of 3-5% [55]. In this method,

one-dimensional heat conduction is assumed[51].

3! Method The 3 method, introduced by Cahill et al. in 1990, is a widely em-
ployed technique for determining a material's bulk and thin- Im thermal conductiv-
ity [56]. Many different values of thermal conductivity are reported in the literature,
ranging from 0.20 to 20 W/m K, with temperature ranges extended up to 77-900 K
[55]. Likewise to the hot wire method, theé 3echnique also involves a radial heat

ow generated by a thin metallic strip that serves as both the heater and temperature
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sensor. However, in the! 3technique, a heat wave with a frequency of 8 pro-

duced when a sinusoidal current with a frequency @ run through the metal wire.

This heat wave can be deduced by analysing the voltage component at the frequency
of 3! . That means instead of a time-domain response, the temperature oscillations
have a frequency dependence [20] [55]. The setup comprises a metal strip positioned
above the thin Im sample, featuring four contact pads for measurement purposes.
The metallic strip (such as gold, platinum, or aluminium) is typically deposited onto
either a substrate or a Im-on-substrate stack. The dimensions of the metallic strip
commonly range from a half-width of 10-50 pum to a length of 1000-10,000 pum [51].
The presence of alternating current in the system causes resistance oscillations along
the metallic strip, occurring at a frequency of 3. In this experimental con guration, it

is assumed that the heater is in direct thermal contact with the sample, disregarding
its heat capacity while assuming its mass to possess in nitely conductive properties
[20].

2.3.2 Phase Change Temperature and Latent Heat of Fusion

2.3.2.1 Differential Scanning Calorimetry (DSC)

DSC is athermodynamic instrument that determines how much heat is needed to keep
a substance at a certain temperature. The tests change the temperature linearly with
time, and the measurement temperature range should be arranged according to cover
melting and freezing temperatures. PCM specimens are compared to a control sample
with known thermal characteristics. DSC test is conducted, which generates a curve
representing heat ow in relation to temperature or time. The resulting DSC curve
provides information on crystallisation and melting temperatures and the magnitude
of latent heat. However, DSC has certain limitations, including reported supercooling
effects caused by small sample sizes and their consequent weak nucleation effects
[57]. This method uses waste-added PCM composite research in order to determine
melting/freezing temperature and latent heat of fusion [57]. In DSC measurements,
the heating rate is an important parameter [1]. To minimise modelling and measuring
errors, Mehling and Cabeza [58] suggests utilising heating rates ranging from 0.5 K

min for small masses to 2 K mihfor larger masses.
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2.3.2.2 Differential Thermal Analysis (DTA)

DTA and DSC differ in that DTA measures temperature variation between the refer-
ence pans and reference pans, whereas DSC measures the differences in energy [59] .
In DTA method, heat ux to the sample and reference is constant, and the temperature
difference is measured. The temperature differences are then used to calculate ther-
mal properties [60]. The heat transfer rate at different temperatures is visually shown
by time versus temperature graphs created by DTA [61]. When operating in bulk
units, testing with tiny sample sizes might distort the thermo-physical performance
evaluation of a given material [60]. Another limitation of DSC and DTA is their high

cost and inability to measure multiple samples at the same time [60].

2.4 PCM and Waste Material Added Composites For Building Applications

Waste material and PCM incorporation from literature are selected, and 21 papers are
presented. This selection is made based on different waste material types in a wide
range from coffee waste to medical waste, also different incorporation techniques are
included, such as MPCM to direct incorporation. All 21 papers are detailed inves-
tigated, and innovative/important aspects of these studies are tabulated in Table 2.3.
Also, essential results from these studies are presented. Different matrix and PCM
combinations are used. Therefore, it is hard to generalise ndings. However, few
generalisations might be made for investigated papers. Compressive strength tends
to reduce with the inclusion of PCMs; however, for different matrices and different
PCM materials, the volumetric fraction of PCM changes correlates with compressive
strength. Latent heat increases with PCM inclusion, as expected. Thermal conductiv-

ity generally decreases with PCM inclusion; however, it is not always the case [62].

Thermal characterisation methods performed in these 21 papers are presented in Fig-

ure 2.6.

Table 2.3: Evaluation of waste-added PCM papers.

Title  Innovative Aspects Important Findings
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Table 2.3 Continued:

[62]

[63]

Innovative waste mate-The thermal conductivity measurements

rial and acoustic evalu- veri ed that an increase in the quantity

ation

Very

material

of MPCM resulted in a corresponding in-
crease in thermal conductivity. The fre-
guency that was discovered was within
the mid-frequency region, and a shift in
the pattern suggested that the coffee waste
was degreased using MPCM (DCWB) at
3, 5, and 10 wt% demonstrating a higher

sound absorption coef cient.

comprehensive The impregnated graphene PCM cement

characterisa-mortar's capacity to absorb heat rose as

tion, thermal behaviour the concentration of SCW and LGW per-

test

centage load increased. At melting of the
PCM, the SCW and LGW exhibited supe-
rior convective heat absorption compared
to pure cement mortar. This improvement
can be attributed to the conductive prop-

erties of the latex waste.
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Table 2.3 Continued:

[64]

[65]

Showing the applica- In terms of the mechanical proper-

bility of non-capsulated ties, including exural and compressive

PCM and cement andstrengths, of the mortars, it can be con-

y ash mortars compos- cluded that the addition of 5% and 10% of

ite

Paraf n wax

PCM did not result in signi cant changes,

4% and 5% strength decrease. Nev-
ertheless, increasing the PCM content
leads to a greater reduction in mechanical
strengths, with a decrease of 19%. Ther-
mal evaluation was performed for a spe-
ci ¢ climate for the summer and spring

seasons. It found that including a higher
PCM content results in improved ther-

mal properties and thermal performance
in terms of decreasing climatisation en-

ergy needs.

im- No leakage was observed due to cal-

pregnated  expandedcium silicate forming a capsule-like wall

graphite used.

Ther-barrier.  Encapsulated PCM expanded

mal and mechanicalgraphite is mechanically and chemi-

properties are

cally stable. The compressive strength
of the geopolymer composite is 10.3

MPa. The expanded graphite encapsu-
lated PCM thermal conductivity value is

0.9425 W/mK, and the inclusion of paraf-

n into expanded graphite demonstrated a
substantial improvement in thermal con-

ductivity, with an increase of 90%.
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Table 2.3 Continued:

[66]

[67]

[68]

Suggesting MPCM's The slump of GPC was lower than PCC
particle size is corre- due to the high viscosity of the alkaline
lated to the workability solution when MPCM was added. Also,
of concrete; Effect of PMC's phase state does not signi cantly
curing temperature andaffect GPC but affects PCC. As a result,
how it changes with for concrete that has MPCM included,
time; GPC is a better choice when these con-
struction materials are subjected to tem-
perature uctuations.
Detailed explanation of The power reduction with the addition of
the numerical method 5.2 wt% MPCM was about 25-27%, and
and numerical analysisthe highest annual power reduction is ob-
based on the orientationtained when the wall is facing the south-
of the wall ern and western walls in both Madrid
and Oslo. In addition, the incorporation
of MPCM resulted in increased concrete
porosity, consequently lowering thermal
conductivities. As aresult, the power con-
sumption was reduced by up to 15%, even
under extreme temperature conditions.
Comparison of MPCM For GPC(2.7 wt.% MPCM and decreased
added PCC and GPCaround 51%), the compressive strength

regarding mechan- decrease is more pronounced than that of
ical  and thermal PCC. (3.2 wt.% MPCM and decreased
performance. It around 42%) due to a higher porosity rate

also suggested thatincrease of GPC compared to PCC. Pos-
MPCM-added building sible energy reduction is calculated to sta-
materials can satisfy bilise indoortemp at 23 C . (11% for PCC

mechanical demands. and 15% for GPC)
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Table 2.3 Continued:

[69]

[70]

[71]

A comprehensive study The inclusion of MPCM led to a reduc-
about the effect of tionin compressive strength and subject-
MPCM on cement, ing the samples to temperatures above
says possible ways tothe melting point of the MPCM core had
increase cement mPCMa more signi cant impact on PCC com-
added composite qual-pared to GPC.
ity
Effect of core/shell The compressive strength at5.2% MPCM
ratio on the interface varies for different shell core composi-
bond and mixture tions. Some MPCMs satisfy the mechan-
uniformity ical European regulation; however, ther-
mally, the most promising one does not
satisfy due to larger air pockets and a
higher core-to-shell ratio.
Comparison of effect of It was observed that those mixtures pro-
different types of bricks duced with High porosity Poroton® red-
on thermal conductiv- clay blocks RBAs had a slightly lower
ity; bending test thermal conductivity compared to the
Standard recycled bricks RBA mixtures
due to a higher air content. Also, an in-
creasing lling degree of PCM leads to
a declining compressive strength for both
the SB and PB PCM-RBA mortars ( 23%
and 27% for SB mixture and between
13% and 19% for PB mixture)
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Table 2.3 Continued:

[72]

[73]

[57]

Annual modelling for

three different cities us-

In warmer regions, the bene t of utilising

wool-PCM-based insulation was spectac-

ing three different spec- ular. Still, it was signi cantly diminished

imens

Novel incorporation

materials

Novel incorporation

in regions with a longer and harsher win-
ter season. Compared to polyurethane
foam insulation, wool-based insulation,
which accounts for 41 per cent of the
weight of PCM, uses 31.6 per cent less
energy annually for cooling and 26 per
cent less annually for air conditioning cli-
mate locations like Palermo.

PEG1000 added to PCM-stone compos-
ite with different mixing times and the
longest time,60 minutes, is most desirable
due to longer impregnation time can en-
sure a deeper penetration of PEG and, in
turn, a further increased stability.

The maximum indoor centre temperature

materials and detaileddiffers by 3 °C between the control and n-

assessment of endoctadecane-GP room models. The com-

product

posite PCM cement paste disk containing
n-octadecane-GP demonstrated a signi -
cant reduction of 31.1% in thermal con-

ductivity value.
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Table 2.3 Continued:

[74]

[75]

[76]

Comprehensive bend-The composite's strength is mostly in-

ing test result of creases with an increase in the mixture's

composite
Novel incorporation
materials
Yearly energy de-

thickness. In contrast, the in uence of
the aerogel mat's thickness in this regard
is relatively less signi cant.t. Depending
on aerogel thickness, thermal resistance
takes values from 0.41 m2 K/W to ap-
prox. 2.44 m2 K/W .

Incorporating expand perlite/paraf n en-
capsulated by calcium silicate and expand
perlite/parafn into clay geopolymer
mortar causes the compressive strength to
rise compared to clay geopolymer mor-
tar with impregnated expand perlite. Us-
ing calcium silicate and glass water as
the capsules, the PCM building materi-
als can effectively avoid parafn leak-
age. Thermal conductivity decreases with
PCM (paraf n) addition. PCM and Cal-
cium silicate addition has increased ther-
mal inertia and maximum temperature
The optimal PCM content in the mor-

mand change based onar was found to be 15%, which allowed

months

for maintaining the compressive strength
above 31 MPa. Thermal storage capac-
ity is 240% more than regular mortar, and
PCM addition caused a 1.2°C tempera-
ture difference of internal space in the

control experiment

29



Table 2.3 Continued:

[77]

[78]

Sustainability assess-Silica fume improves the compressive
ment of the process;strength of concrete containing PCM by
evaluation of silica roughly 20 to 45 per cent while having
fume to improve the no negative effects on the PCM's thermal
mechanical propertiesperformance. As a result, it was discov-
of PCM-incorporated ered that adding silica fume to concrete
concrete two different was a promising way to increase the con-
PCM with different crete's compressive strength.
matrix compositions
Very  comprehensive The addition of PCM at 15% and 30%
material characterisa-into GFC (Geopolymer Foam Concrete)
tion reduced indoor temperature in simulated
test rooms by 1.85 °C and 3.76 °C, re-
spectively. Although geopolymer con-
crete decreased compressive strength, the
GFC has demonstrated increased com-
pressive strength qualities as a conse-
guence of a drop in foam content and a
corresponding increase in the amount of
gel particles (as a consequence of PCM
addition).
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Table 2.3 Continued:

[79]

[80]

[81]

Very  comprehensive The thermal conductivity of the capric-

material characterisa-stearic acid eutectic mixture (CSEM)

tion

Novel incorporation

materials

Development of ce-

ramic tiles with a

increased by 79% after being com-
bined with sugar beet pulp (CSBP). The
phase transition temperatures of Com-
posite with CSEM (70%) and CSBP re-
mained the same, but the latent heat val-
ues decreased by roughly 33% when com-
pared to pure CSEM. Due to the compos-
ite PCM's melting temperature remaining
nearly constant after 1000 thermal cycles,
its latent heat was lowered by less than
3%.

No chemical reaction is observed between
the supporting material of calcium car-
bide furnace dust (CCFD) and paraf n.
The melting and crystallisation temper-
ature of CCFD PCMs was impercepti-
bly changed compared with pure paraf-
n wax, which is 59.1°C and 53.7°C due
to the physical interaction between paraf-
n and CCFD. The Paraf n/ACCFD ex-
hibited outstanding phase change proper-
ties, with high melting/freezing enthalpy
reaching 76% and 73% higher than that
of Paraf n/CCFD.

Decreases temperature uctuations inside

aroom by up to 22% The best content was

PCM that was directly discovered to be 5.4 wt% PCM.

included
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Figure 2.6: Thermal evaluation methods of investigation papers. Note that no mea-
surement=there is no thermal investigation for thermal aspects; only k= only thermal
conductivity is measured; only M = only thermal modelling and experiment is per-
formed; only cp= only speci c heat is measured; k&cp= thermal conductivity and
speci ¢ heat are measured; k&M= thermal conductivity is measured and thermal
experiment/modelling is performed; M&cp= speci c is measured and thermal ex-
periment/modelling is performed; k&cp&M= thermal conductivity, speci ¢ heat is
measured and thermal modelling/experimentation is performed.

2.5 Byproduct Gypsum

Byproduct gypsum is produced as a byproduct during several industrial processes.
This particular variety of gypsum results from unintended manufacturing or indus-
trial processes. Gypsum byproducts can come in various compositions and qualities
depending on the processes from which they are produced. The three main types
of byproduct gypsum are phosphogypsum (PG), ue gas desulfurisation gypsum
(FGDG), and red gypsum (RG). [82]. Phosphogypsum is a byproduct of the phos-
phate fertiliser industry. It is generated during the production of phosphoric acid from
phosphate rock. Phosphogypsum production varies depending on the global demand
for phosphate fertilisers and the scale of phosphate mining and processing. Global PG
production is estimated at around 100-280 Mt per year [83]. FGDG is a byproduct of
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the ue gas scrubbing process used to remove sulfur dioxide (SO2) emissions from
power plant ue gases. Itis a form of synthetic gypsum produced from the reaction
of lime or limestone with the sulfur dioxide in the ue gas [84]. An estimated 255
million tons of FGDG were produced worldwide in 2020, mainly in Asia (55%) and
then in Europe (22%), North America (18%), and the rest of the globe (5%) [85]. RD

is a by-product of titanium(1V) oxide extraction from the ilmenite ores.

2.5.1 Flue Gas Desulfurization Gypsum (FGDG)

FGDG has gained signi cant attention as a sustainable and environmentally friendly
building material. It offers several advantages, including re resistance, sound insu-
lation, and excellent thermal properties [86]. FGDG is commonly used in the con-
struction industry for applications such as gypsum boards, plaster, and cementitious
materials. Its use helps reduce the demand for natural gypsum and mitigates the en-
vironmental impact of mining and extraction. Additionally, incorporating FGDG in
construction materials provides an opportunity for recycling and reusing industrial

byproducts, promoting a circular economy approach in the building sector [87].

More research is needed about developing composites containing both FGDG and
PCM. During this literature review, no study was found in which a composite was de-
veloped with MPCM and FGDG, where FGDG is the primary matrix, not an addition

to cement, etc.

2.6 Gypsum and PCM Compositions

Given the widespread usage of gypsum, plasterboards, and wallboards in construct-
ing interior walls and ceilings, enhancing the thermal performance of these materials,
MPCM-review is necessary. There are several studies about composite development
with gypsum and PCM. As represented by Table 2.4, direct and microencapsulated
PCM incorporation is used. PCM percentage varies a lot depending on the impreg-
nation method and additives to mixtures. For example, one study used PCM weight
more than plaster weight because bre was added to the mix [88]. In some stud-

ies, commercial PCM was used, especially in MPCM incantations. In these studies,

33



generally, organic PCMs were used. In Table 2.5, which characterisation methods
were used in the same studies in Table 2.4 and whether experiments and modelling
were carried out are presented. While all studies performed different levels/types of
thermal characterisation, less than half performed mechanical characterisation. SEM
is widely used for micro-structural investigations in these studies, and the density of
produced specimens is measured widely. Hot Box was The most common experiment
setup; in only two studies, some modelling was presented. Generally, with the addi-
tion of PCM, mechanical strength decreased at some level, and the heat capacity of

specimens was increased.

Table 2.4: PCM types, PCM incorporation methods, and PCM ratios of gypsum-
containing PCM studies.

Paper PCM material Incorporation PCM percentage

method

[89] commercial grade  butyldirect incorpora- 21-22% (weight to

stearate tion dry product)
[88] n-octadecane as core mateViPCM micro-
rial; melamine—formaldehyde PCMs/gypsum
copolymers as shell material weight ratios: 30/70,
50/49
[90] eutectic mixture (63% capricMPCM 5% and 10%

acid +37% palmitic acid)as
core material; melamine
formaldehyde (MF) as shell
material
[91] n-octadecane direct impregnal8, 22, 21, and
tion (under vac- 36)% (weight ratio
uum) to specimen before

impregnation)
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Table 2.4 Continued:

[92] heptadecane, octadecane andPCM 5.7%-26.3% (nal
nonadecane as core material; wt)

poly-methil-metacrilate as

shell material

[93] paraf n as core material; poly- MPCM 23%, 30% and 40%
mer as shell material (wt)

[94] Four different kinds of MPCM, MPCM 7.5%-15% (wt)

namely mSP-(PSt-RT27),
mSD-(LDPE-EVA-RT27)

with and without CNFs, and
Micronal®DS 5001X

[95] capric acid—palmitic acid direct impregna0%-10%-20%-
tion (under vac- 30%-40% (Volume
uum) fraction)

[96] parafn direct impregna- 0%-10%-20% (wt)

tion (under vac-

uum)

Table 2.5: Characterisation methods of specimens and experimental setup and mod-
elling methods used in studies

Paper Measured Measured Other  Char- ExperimentModel

Mechanical Thermal Char- acterization

Character- acteristics Methods
istics
[89] N/A latent heat Water ab- N/A N/A

(DSC) and sorption; re
thermal conduc- resistance;

tivity (TPS) thermal ageing
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Table 2.5 Continued:

[88]

[90]

[91]

N/A latent heat thermal ageing; N/A
(DSC) and SEM

thermal conduc-

tivity (TPS)
Compressive latent heat FESEM,; Hot Box
and exural (DSC) FTIR;Thermogravimetric
strength analysis ;appar-
ent density
N/A thermal conduc- CUP test (wa- N\A
tivity (TPS) ter vapour resis-

tance); density

36
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Table 2.5 Continued:

[92]

[93]

[94]

[95]

N/A

N/A

Compression

test

Compressive
and exural

strength

thermal con- density slab test thermal
ductivity (TPS) using con-
and latent heat thermo-  duc-
(TPS) couples tivity,
latent
heat
and
density
model
using
exp
data
speci ¢ heat density test cell N\A
(DSC) experi-
ment (one
side hot
and one
side cold)

thermal conduc- SEM; density; N\A N\A
tivity and latent Thermo gravi-

heat (measuredmetric analysis

by homemade (TGA)

equipment)

latent heat SEM; FTIR HotBox  N\A
(DSC) and

thermal conduc-

tivity (TPS)
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[96] Compressive thermal conduc- thermal ageing Hot Box
and exural tivity (hot wire test; XRD; SEM
strength method) and la-

tent heat (DSC)

N\A
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CHAPTER 3

FUNDAMENTAL OF FINITE DIFFERENCE METHOD

The nite difference method is a method with high accuracy and quick comput-
ing. The explicit scheme, the fully implicit scheme, and the Crank-Nicolson scheme
(semi-implicit scheme) are the three different nite difference schemes [97]. The
fully implicit scheme which is rst order in time and Crank-Nicolson scheme which

is second order in time function well and provide high accuracy for big-time steps,
whereas the explicit scheme requires tiny time steps to produce stable data [97]. This
study uses the explicit method due to its various advantages, such as ease of imple-
mentation and computational ef ciency. The explicit solution method evaluates these
temperatures at the previous time [98]. Reducing values for space sigm(d

time step ( t) can increase the accuracy of the nite-difference solution. Ade-
creases, more internal nodal points must be taken into account, anddesreases,
more time intervals are needed to carry the solution to a speci ed nal time [98].
Thus, as xand tdecrease, computing time also increases. A trade-off between ac-
curacy and computing needs typically determines the choicexd®8]. In order to
choose proper x dependence from node number and time step, it should be obtained.
Note that the value of t cannot be selected independently after this decision. Stability
needs are what control it instead [98]. Since the stability of the explicit method is not

unconditional, there is a stability check criterion. The stability criterion is:

Fo = (3.1)

Where Fourier numbe0) is:

Fo= (3.2)



Thermal diffusivity ( ) is de ned as:

Kk
o (3.3)

Wherek is thermal conductivity, is density, and, is speci ¢ heat capacity.

3.1 MPCM Integrated Wall Model

The focus of the model is obtaining both heating and cooling needs. Computational
properties and multilayering are explained in the following pages. Also, details of
outside boundary and inside boundary conditions are presented in this section. Wall
orientation is also considered by modelling sun-earth geometries are modelled as de-

ned later in this section. Several assumptions are made for the wall model:
Heat transfer occurs in only one dimension since the thickness is signi cantly
smaller than the other two dimensions.
The MPCM-added layers are homogeneous and isotropic.
The convection effect in the melted MPCM is neglected.
Density change between liquid and solid phases is neglected.

The speci ¢ heat changes linearly during the phase change. i.e., speci c heat is
the function of liquid-solid ratio ():

Latent heat is the constant in the melting/freezing range.

Constant convection coef cients are assumed for both the indoor and outdoor
environments.

The heat generation from people and devices is omitted.
Inside room temperature is assumed constant.

Re ection of solar radiation from the Earth's surface is neglected.
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3.2 Fundamental Equations of One-Dimensional Transient Heat Transfer

In this part, the one-dimensional heat transfer equation is discussed. Since one wall
dimension is smaller than the other two dimensions, it is customary to assume one
dimension (1D) heat transfer throughout the border. No heat is generated within the

wall. Therefore, the overall heat transfer equation throughout the wall becomes:

@T _ ¢, @T

@3- k @t (3.4)

Since PCM's thermal and mechanical properties change with phase transition, it is
practical to de ne aliquid fraction. The fraction of liquid during the phase change can
change from 0 (solid) to 1 (liquid), and this fractidi(T)) is temperature-dependent.
This function is de ned a$(T) [99]:

8
§ 0 T < Ts (solid)

f(T)= 3 1= To<T <T, (mushy) (3.5)
-1 T T (liquid)

Graph for temperature WT) is shown in Figure 3.1. Since most PCM, especially
paraf n, lacks an easily determined phase change temperature and the transition be-
tween the liquid and solid phases occurs over an extensive temperature range, itis nec-
essary to de ne a nominal melting temperatufg, ). Transition temperature range

( T) can be characterised as the variance in temperature between which PCM is
perfectly solid Ts), i.e. f(T)=0, and the temperature at PCM is fully liquid); i.e.

f(T)=1.

Latent heatl(H ) is the enthalpy difference between solid and liquid states of matter

H and can be de ned as:

4H =LH (3.6)

LH is implemented into speci c heat(T) equation:
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Figure 3.1:T vsf (T) graph.

() =

Cp;s + Cpil
2

8
% Cois T < T, ,solid state (sensible region)
: + L; T,<T <T,phasechangerange  (3.7)

" Cols T T, liquid state (sensible region)

Wherec, is the speci ¢ heat at the solid state and assumed constant at the whole
solid state and, is the speci ¢ heat at the liquid state and assumed constant at the
entire liquid state.

3.3 Con gurations

As presented in Figure 3.2, four different wall con gurations are analysed during this

study.

Con g. 1. Only concrete
Con g. 2: Outermost layer insulation + concrete

Con g. 3: 5 cminsulation (outermost layer) + concrete + 80 vol% PCM incor-

porated concrete (innermost layer)
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Con g. 4: concrete + 80 vol% PCMI(,,= 24°C ) incorporated concrete (inner-

most layer)

Thermophysical properties of concrete, insulation materials and PCM are presented
in Table 3.1. Properties of concrete and insulation material are taken from literature
[98]; properties of PCM are founded from both literature and experimental methods

used in this thesis, explained in Section 6.4.

Table 3.1: Thermophysical Properties of Concrete, Insulat on Material and PCM used
in Con guration. Sources: * = Incropera [5]; ** = data sheet; *** = Empirical data

obtained from DSC measurement (Section 6.8)

Thermophysical

Material
Properties
Concrete Insulat on Material PCM
(kg/m®) 2300 (*) 145 (®) 900(**)
k (W/mK) 1.4 (% 0.058 (*) 0.08 [10]
Cp(J=0) 880 m(*) 1000 (*) DSC Curve (***)
Tm(degC) - - 24 (**)
Latent Heat (J/g) - - 73.5 (***)
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(a) Representation of Con g. 1.

(b) Representation of Con g. 2.

(c) Representation of Con g 3.

(d) Representation of Con g 4.

Figure 3.2: Four different combinations of three building materials. Note that grey
colour=concretg pink colour= ; blue colour=PCM included

concrete matrix
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3.4 Computational Properties

Various combinations of tand xwere tested to examined values for the simulation
where the simulated data is stable, and there is no difference when the values of
t and x are changed to accomplish stability and accuracy. The accuracy of the
model is investigated for four different con gurations explained in Section 3.3 by
changing tand xfor both summer and winter seasons. Temperature distributions

of various times are compared for different. After selecting the appropriatex, t
is determined by checking the stability criterion. Note that if the model does not have
suf cient time and spatial steps, results can be misleadingand x for different

con gurations are presented in Table 3.2.

Table 3.2: Values of time (t) and spatial ( x) step for different con gurations.

Wall Model Description X [m] t[s]

Cong. 1 0.0125 20
Cong. 2 0.0025 1
Cong. 3 0.0025
Cong. 4 0.0031 5
Generic Wall 0.0025 1

3.5 Multilayer PCM integration

There are some studies that investigated the effect of PCM location on walls [100]
[101] [102] [103] [104]. However, in all scanned articles, it was observed that PCMs
were approached as a separate layer; in other words, they were modelled as macro-
encapsulated PCM layers.

To investigate the effect of the location of the PCM integrated layer, the wall is divided
into ve layers. There are some reasons behind the wall layer number chosen. Firstly,
this study aims to understand the position effect of PCM in the wall. To have a clear
understanding, at least three layers should be integrated (left-side, middle, and right-

side). On the other end, the more layering we have, the more computational effort
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is needed, so it is not meaningful to choose a large number of layers, e.g. 20 layers.
Also, integrating too many layers might not be practical in terms of some possible
future work that will mimic this system. Due to these reasons, ve is considered a
meaningful and practical number for layering. The multilayer wall schematic can be

seen in Figure 3.3.

3.6 Initial and Boundary Conditions

Initial conditions and inner and outer boundary conditions are explained for the FDM

wall model.

3.6.1 Initial Condition

The initial condition is assumed as 15 °C for the temperature pro le presented in
Section 6.2. The initial condition of the model used at Section 4 is also set as 15 °C;
however, the initial condition is updated until reaching the highest wall temperature
change ratio of 1 %, determining nal values as explained in Section 6.2. The initial
condition of the model used at Section 4 is also set as 15 °C; however, the initial
condition is updated two times by taking a run for the same day to minimise the
effect of the initial condition for determining the nal values as explained in Section
4.4.1.

3.6.2 Boundary conditions

The following sub-sections explain the outside and inside boundary conditions in

detalil.

3.6.2.1 Outside Boundary Condition

Both radiation and convection heat transfer modes are considered outside the wall,
i.e. the outermost node. Outside temperature data are taken from TYM3 data, and

dry bulb temperature is used. Hourly irradiation is calculated by using Direct normal
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Figure 3.3: The energy balance approach and boundary conditions are employed
in the nite differences method, illustrated schematically for the entire multilayered
PCM wall.

irradiance (DNI), and Diffuse horizontal irradiance (DHI) was combined using stan-
dard sun-earth geometry relations to estimate the total irradiation (direct + diffuse)
on each surface at all points in time. Figure 3.4 shows outer boundary conditions and

heat transfer schematic of the outermost node.

Figure 3.4: The energy balance approach and outer boundary conditions are employed
in the nite differences method, illustrated schematically for the entire multilayered
MPCM wall.

The difference between inlet enerdy;{) and outlet energyH,,;) on control volume

a7



gives stored energyEgiorage) With the assumption of no heat generation inside the

volume. Therefore, the energy equation becomes:

Estorage = En Eou (3.8)
Estorage = En Eou (3.9)
T T "

Cp(T)( XA)%t: k(T)A%X+ houtA(Tour  T)+ A (3.10)

If all expressions are divided into are®)(

T T "
KD+ hou(Tow T+ 311)

cp(T)( Xx)
If the explicit nite difference method is introduced to the energy balance equation,

the equation becomes:

ki(T{ )+ ko(T3 1)

K(Tiz = )

(3.12)

xTi Tt

LA P
2 t

cp(T1 1) = k(Ti2")

+ hout(Téutl Tt l)+ Oé(t g (3-13)

By arranging both sides:

2k(TL Y t
ot Xe) U gy,
cp(Ty ) x)?
2hoy t t 1 t 1 2t "
(T T+ —————q* Y (3.14

By introducing numerical Fourier numbéf ¢um ):

48



_ k(Y ot
Fonum;out - Cp(T]t_ l)( X)2 (315)

And Biot Number:

_ howe X

Binum;out - k(T]t_;Zl (316)

If FOnum:out @NdBipum:out @re implemented to 3.14:

Ti=T{ '+ 2F onumout (Ts Ti 1)+ 2F 0numout Binumout (Tow T 1)

k(T{ 21) ——t 17 F Onum;out Us(t Y (3.17)

If terms which are containing; * are collected on the same side:

T]‘i = (1 2F Onum;out 2F Onum;out BI num;out )T]'i ! + 2 Fonum;out Té !

(3.18)

(b1
+2 F Onum:out Bl num:out T, F Onum:out Os( )

X
ot 2T

Wall Orientation DNI data are used to calculate direct solar irradiance on four ori-
entations. To calculate direct solar irradiance on four orientations DNI data are used
using the method in Duf e & Beckman [105], where the equation numbers refer to
those in Duf e & Beckman. Firstly, declination is calculated using equation 1.6.1a,
and solar time is estimated using equations 1.5.2 and 1.5.3. Following the calculation
of the hour angle, the solar azimuth angle and zenith angle of the sun, which are the
exact locations of the sun at a given time for speci c latitudes and longitudes, are
calculated using equation 1.6.6 and equation 1.6.5. The angle of incidence, de ned
as the angle between the radiation beam on a surface and the normal to that surface,
is computed for four orientations using equation 1.6.3. As a result of all these calcu-
lations, direct irradiation on the walls in the north, south, east, and west directions at
Ankara location was obtained. DNI values for every hour of the year are presented

in Figure 3.5, and direct irradiance on north, south, east, and west surfaces are given
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Figure 3.5: DNI data for Ankara, Turkiye.

in Figure 3.6. Diffuse radiation is modelled as an isotropic diffuse model and is re-

calculated in Equation 3.19.

1+ cos

> (3.19)

Fwal =

Where is the slope of the surface, which is 90 °for vertical surfaces.

The results presented in Figure 3.6 are consistent with expectations for seasonal vari-
ations in direct radiation for a building at 40°N as follows: The direct radiation on
the South and North walls are complementary with direct radiation on the south wall
peaking in the winter when the sun is relatively low in the southern sky at noon and
peaking on the north wall in the summer when the sun rises/sets north of due east-
Iwest. Also, the east and west walls demonstrate similar trends with differences due

to differences in cloud cover in the mornings and evenings.

Total irradiance is obtained by summing the direct and diffuse irradiation (DHI data).

In Figure 3.7 total irradiance for four orientations is shown.

3.6.2.2 Innermost Boundary Condition

The inside of the wall (room side) is xed to 23 °C for the whole year. The reason

for this selection is according to ASHRAE Standard 55, the human comfort zone for
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Figure 3.6: Direct Solar Radiation for North, South, East, and West oriented walls.

Figure 3.7: Total Solar Radiation (Direct+Diffuse) for North, South, East, and West

oriented walls.
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indoor temperatures is between 68.5 °F (20 °C) to 80.5 °F (27 °C) [106]. The average
of these values is selected. Also, the same value was chosen in a similar study [107].
Note that indoor temperature comfort zones may vary depending on the season of
the year, hour of the day, location, age, sex, and body mass of humans. A widely
accepted temperature, 23 °C, is selected for simplicity. The only heat transfer mode
from the inside surface of the wall to the inside room air is convection; i.e., radiation

is neglected due to the relatively low temperatures and temperature difference. Figure
3.8 shows innermost boundary conditions and heat transfer schematic of innermost

node.

Figure 3.8: The nite differences method using the energy balance approach and inner

boundary condition, represented schematically for the multilayered MPCM wall.

Estorage = En Eou (3.20)
Estorage = Ein Eout (3.21)
Cp(TX XA)%-[: k(T)A%I+ hinA(Tn, T) (3.22)

If all expressions are divided into A:

coN 0= KNS+ ha(Ty T) (329)
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If the explicit nite difference method is introduced to the energy balance equation,

the equation becomes:

_ ko a(Ty )+ ke (Ty 9

k(TN i 5 (3.24)
Tt Tt 1 Tt 1 TI 1
Cp(Th B M = k(T )

+ hou(TH Y TH Y (3.25)

By arranging both sides:

2K(Ty ") t
cp(Ty N %)?

T Tyt Ty T

2 t

- (T T Y (3.26
CP(T[EJ 1) X in N ) ( )

By introducing numerical Fourier numbéf ¢,um ):

— k(TlEl 11;N) t

F = 3.27
Onum;in Cp(th 1) ( X)2 ( )

and Biot Number:
Birmin = ————— 3.28
num;in k(T[E] 11;N ( )

If FOnumin @andBiymin are implemented to 3.39:

TN = Ty '+ 2F Opumgin (Ty 11 LN 1)+ 2 F onumin Bi numin (Tiy * Ty ) (3.29)

If terms which are containingy, ! are collected on the same side:
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TN = 2Fomwmin  2F Onumsin Binumin )Tnt 1+ 2F Onumin T|£1 11 (3.30)
+2Fonum;in Bi num;in Titn !

3.6.3 Middle Nodes

In Figure 3.9, heat transfer schematic for middle nodes is presented.

Figure 3.9: The nite differences method using the energy balance approach for mid-

dle nodes, represented schematically for the multilayered MPCM wall.

Heat transfer equation for all middle nodes is:

Ti= Fown (TP 1 Ti &)+ Fomgm (ThY THH+ THE (3.31)
Estorage = Ei Eout (332)
Estorage = En Eou (3.33)

@T

T
Co(TX( xA)%t: k(T)A@X (3.34)
If all expressions are divided into A:
@T_ @T
cp(T) X)@t_ k(T)@x (3.35)
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If the explicit nite difference method is introduced to the energy balance equation,
the thermal conductivity equations for the right and left sides become:

Kn 1(Th 1)+ kn (TS 2
ere = 2 2n 1)2 v (Tn ) (3.36)

Kn+1 (That) + kn (TS 2
kgt = 1(Th 1)2 N (T ) (3.37)

Tt t 1 TI 1 Tt 1 T'[+1 Tt 1
Cp(Trt\ 1) X% = kleft nl 'n + kright nl—xn (338)

By arranging both sides:

Tt 1 Tt l+
oty O xpnt n

kright t t 1 t 1
T T, 3.39
Cp(TrE 1)( X)z( n+1 n ) ( )

By introducing numerical Fourier number for lef @num:ieft ):

kleft t
F Onum: = 3.40
num;left c p(Té 1) ( X)2 ( )

and numerical Fourier number for righ @num:rignt ):

krig ht t

FOnum;right = Cp(Té 1)( X)2 (3.41)

If FOnumiert andF onumyrighe are implemented to 3.42:

Trt\ = Trg ! + I:Onum;left (Trg Ji Trg 1) + Izonum;right (TrgﬁiL Trg l) (3-42)

If terms which are containing * are collected on the same side:
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Trﬁ = (1 I:C)num;left I:Onum;right )Tnt 1+ I:C)num;left Trt, i"‘ I:c’num;right Tr§+1:L
(3.43)
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CHAPTER 4

SENSITIVITY ANALYSIS

Sensitivity Analysis (SA) methods are crucial in developing and utilising numeri-
cal simulation models. They offer insightful information about how various sources
of uncertainty in the model's input parameters might be linked to uncertainty in the
model's output [108]. SA can help identify the most in uential input variables, distin-
guish non-in uential inputs, and reveal interactions inside the model. The objectives
of SA encompass model veri cation and understanding, model simpli cation, and
factor prioritisation. Furthermore, SA directs research, supports computer code vali-
dation, and provides justi cation for system design safety. There are many application

areas of SA, from economy [109] to biology [110].

The sensitivity analysis methods can be categorised into global and local approaches.
Local sensitivity analysis concentrates on how modest input perturbations affect model
output. These minor alterations occur close to nominal values, like the mean of a
random variable. This deterministic approach entails computing or estimating the
model's partial derivatives at a speci ed location. Models having a lot of input vari-
ables can be processed using adjoint-based methods. Also, local methods have lim-
itations, such as linearity and normality assumptions [111]. Therefore, local sensi-
tivity analysis is unsuitable for non-additive, non-linear, and non-monotonic models.
Contrary to local sensitivity analysis, global sensitivity analysis (GSA), a statistical
method, considers the whole variation range of the inputs [108]. Global sensitivity
analysis requires much more computational power than local sensitivity analysis, but
this method can be used for more complex models such as non-linear ones. It consid-

ers multiple input variables' interactions and combined effects on the model output.

Sensitivity analysis can also be categorised according to its purpose. They are clas-
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si ed as (1) Ranking, (2) Screening, or (3) Mapping [8]. The objective of ranking

or factor prioritisation is to establish the relative contribution of input factorsxgs

..., Xu) to the variability of the output, and it involves generating a ranked list that
indicates the importance or in uence of each input factor on the overall variability

of the output [8]. The purpose of screening or factor xing is to identify the input
factors that have minimal impact on output variability. The goal is to determine if
input factors can be considered insigni cant or negligible in their in uence on the
output variability [8]. Mapping identi es the speci ¢ region within the input vari-
ability space that results in signi cant or extreme output values. The objective is to
determine the range or area of the input variables that lead to notable outcomes, such

as severe or critical values in the output.

Another way to categorise SA is the sampling approach. The sampling approach can
be divided into One At a Time (OAT) and All At a Time (AAT)[112]. One at a time

is a method where each input is varied while xing the others [111]. Local sensitivity
analysis and Morris methods (aka Elementary Effect Test (EET)) are examples of the
OAT method. Regression models and variance-based models are examples of AAT
methods. This thesis uses Sobol's sensitivity analysis and an AAT model, and the

AAT method is explained in detail.

4.1 Classi cation According to Type of SA

4.1.1 Global Sensitivity Analysis (GSA)

GSA can be divided into four main groups: Multiple starts perturbation, Regional
Sensitivity Analysis, Correlation & Regression Analysis, and Variance-based and
density-based methods. Since the variance-based Method is used in this thesis, it is

explained in detalil.

4.1.1.1 Variance-based GSA Methods

The variance-based method produces a distribution in the output space using stochas-

tic variables as input elements. The sampling approach for these input elements is
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discussed in Section 4.2. Variance-based SA quanti es how each input individually
affects output and how the interaction of these inputs affects output. In variance-based
SA, itis possible to de ne several variance-based indices, such as rst-order indices,

which refer to the direct contribution of individual input factors to output variance.

Figure 4.1: Categorization framework for SA method utilising computational intri-
cacy (represented on the vertical axis, where M signi es the count of input factors

under SA) and the intended objectives of the analysis. This Figure is adopted from

[8].

4.2 Sampling Approach

4.2.1 All-At-a-Time (AAT)

In principle, any random or quasi-random sampling technique can be used for AAT
methods like Correlation and Regression Analysis, Regional Sensitivity Analysis, and

density-based methods. Among these, Latin-Hypercube and Sobol' quasi-random
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sampling are most commonly used in the GSA literature. The reason for the pop-
ularity of these methods is the accuracy obtained in the sensitivity analysis results
[113].

4.2.1.1 Random Sampling

The random method generates all samples independently. Therefore, it is more likely
to have cluster regions, which leads to overemphasised calculations in random method,
especially for small sample sizes [108]. Samples for the sampling of the quasi-random
number generator are given in Figure 4.2, which is adopted from [9]. Figure 4.2:
sampling shows some gaps and clusters are in line a. However, distribution is more

balanced in line b. Monte Carlo sampling is a well-known random sampling method.

Figure 4.2: Sampling methods for 1D sampling. Note that lines a and b represent

results of the same pseudo-random number generator [9].

4.2.1.2 Quasi-Random Sampling

Quasi-random sequences are created to achieve a nearly uniform distribution of sam-
ples for multiple parameters across the multi-dimensional parameter space. In quasi-
random sequences, the sample values are chosen while considering the previously
sampled locations, successfully preventing the creation of clusters and gaps. This is
the signi cant difference between quasi-random sequences and pseudo-random num-

bers. Sobol' sequence is an example of the quasi-random sampling.
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4.2.1.3 Strati ed Sampling

In a strati ed sampling scheme, the domain ¢fix partitioned into subintervals of
equal size. An equal number of sample points are present inside each subinterval.
Using a pseudo-random number generator, these spots are chosen at random. Latin

hypercube sampling is a well-known strati ed sampling method.

4.3 Sobol' Sensitivity Analysis

Sobol' sensitivity analysis is named after famous Russian mathematician Ilya M.
Sobol, and it is a GSA method. Sobol' sensitivity analysis (Sobol' SA) is a variance-
based method, and the sampling method is quasi-random sampling which is an AAT
approach. As shown in Figure 4.1, Sobol' SA has a high number of model evolu-
tions, and it is a computationally expensive model, which is the main drawback of
this method.

In this thesis, Sobol' SA is used due to its ability to work with non-linear and non-
monotonic models and with higher-order interactions of parameters [114]. Sobol’
SA offers valuable insights into the in uence of individual input parameters and their

interactions on the variability of the model's output.

4.3.1 Sobol' Decomposition

Sobol' decomposition, also called Sobol sensitivity indices or Sobol indices, is used
in sensitivity analysis to decompose the total variance of a model's output into con-

tributions from individual input parameters and their interactions.

Letf (x) be a square-integrable and deterministic function de ned on the unit hyper-
cube [0,1§.

Consider a random model withinput parameters, represented as:

X = (X1; X2; 15 Xq) (4.1)
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The model output, which is denoted ¥s is a function of these input parameters,

which are independent of one another:

Y = f(X) (4.2)

This function can be represented as the Hoeffding-Sobol decomposition [111]:

xd xd
Y=Ff(X)="fo+ fi(x)+  fi(xi;x)+ i+ f124(X) (4.3)

i=1 i<j

Where:

fo= E[YLfi(xi) = E[Yjxi] fo;fi(xi;x;) = E[Yjxi;x;] fo fi fj;:0 (4.4)

fo is the mean value. Higher order terms are recursively created conditional expec-
tations that de ne a distinct orthogonal decomposition of the model response [115].
Consequently, a functional decomposition of the variance—often referred to as func-
tional ANOVA—is provided:

xd xd
Var(Y)=  Di(Y)+ Dy (Y)+ i+ Diza(Y)+ (4.5)

i=1 i<j

Where:

Di(Y) = VarlE[Yjx ]I ws)
Dy (Y) = VarE[Yjxix ] Di(Y) Dj(Y) |

According to Sobol [116], the so-called "Sobol' indices” or "Sobol' sensitivity in-
dices" are calculated as follows :

Di(Y) .. _ Di(Y) .

T Va™) Y T var(y) (4.7)
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These indices express the proportionYd$ variance caused by a speci ¢ input or
input combination. The amount of indices increases exponentially with the dimension
d: there are %-1 indices. Therefore, one should not estimate indices of order more

than two for computational and interpretive concerns.

4.4 Speci c Features of the Method and Parameters

In this thesis, a code developed by Flavio Cannavo is used [117]. This tool allows
users to implement up to 50 parameters. Using this code, the rst/ total Sobol' indices
are calculated. The objective of GSA is to determine the most critical parameters of
the generic wall model described in Chapter 3 for variation in heating and cooling at

summer and winter seasons separately, for Ankara, Turkiye.

4.4.1 FDM Implementation and Modi cations for SA

Several modi cations were implemented on the FDM to enhance its suitability for
sensitivity analysis. Firstly, the speci c heat and thermal conductivity of PCM for

the solid and liquid phases assumed the same since their range overlaps, and reduc-
ing these parameters reduces computational efforts. Secondly, the outside boundary
condition is updated. Instead of running the simulation for a whole year, the hourly
average for both dry bulb temperature and solar irradiance for the summer and win-
ter seasons was calculated. The simulation was run separately over these days. The
reason for performing the season is to reduce computational effort. Thanks to the
seasonal average of summer and winter, the required computational power and time
are reduced to 1 in 180. The last modi cation is updating the initial condition. Since
the prominence of the initial condition increases with the decrease in the time period
covered by the simulation (e.g. instead of 365 days, one day for summer and one day
for winter), it is essential to adjust the initial condition. A wall with parameters set to
average values was modelled to accomplish this. A uniform temperature distribution
(15 °C) was assigned as the initial condition in the initial step. Following the execu-
tion of the code, an updated temperature distribution was calculated that would act as

the starting point for the following iteration. The number of iterations was increased
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until the highest ratio of temperature change through the wall, compared to the prior
iteration, was 1%. Temperature values along the wall were established from the nal

loop ndings.

As mentioned in Chapter 3, the FDM model's stability and accuracy are vital to have
meaningful results. If stability reaches a critical value of 0.5, the simulation is ter-
minated, and stability is assured. Sensitivity analysis on generic wall models. The
accuracy of the FDM model is controlled for the generic wall sensitivity analysis
model by checking extreme values. To achieve accuracy, the independence of FDM
models from the time step and spatial step are checked for extreme values, such as
very low/high thermal diffusivity and extreme PCM inclusion, such as 0% to 80%,
which are the lowest and highest possible volumetric PCM rate in the models. Time

step and spatial steps for the generic wall model are presented in Chapter 3 Table 3.2.

4.4.2 Sample Size Selection and Parameters

The selection of sample size for GSA is a widely investigated area. Studies are show-
ing that different sample sizes are suf cient for different models, and the results con-
verge. For instance, for a complex environmental model with 13 parameters, a 1050
sample size was needed for accurate results for rst and total Sobol indices [118].
On the other han&(k + 1) N model evaluations with a sample sizeMf= 500 are
suggested for a building energy model whkiie the number of parameters [119]. As

can be seen from this situation, different sample sizes can be indicated for different
models. In this thesis, a relatively large sample size was chosen for a more conserva-
tive approach. Since Sobol' decomposition was used for 21 parameters, as shown in
Table 4.1, the sample size for convergence is selected as 5,000 for rst-order indices.
Note that this sample size was selected based on the analysis of different sample sizes.

There was no meaningful improvement when the sample size was 10,000 and 20,000.

It is essential that the density of the binder was taken as a function of conductivity
and implemented into the model. There are two main reasons for this implementa-
tion. Firstly, there is a strong relation between density and thermal conductivity of

building materials, in general, [120] and de ning these two parameters separately can

lead to unrealistic binder compositions such as extremely high thermal conductivity
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with very low density. Therefore, these unrealistic cases during Sobol' simulation can
affect the sensitivity of indices. Secondly, reducing parameter numbers can be bene-
cial to lower computational expenses, especially computationally heavy models like

Sobol'. Density as a function of thermal conductivity is de ned as [120] :

Koo
binder;layer ; — 625 |09(%) (4.8)

Table 4.1: SA Parameters used in Wall Model

cov
Input parameters Unit Min  Max Distri- Ref
bution
Volumetric ratio of
PCM to other build- _
ing materials at layer ) 0 08  Uniform -
1
Volumetric ratio of
PCM to other build-
ing materials at layer )
2
Volumetric ratio of
PCM to other build-
ing materials at layer )
3
Volumetric ratio of
PCM to other build-
ing materials at layer )
4
Volumetric ratio of
PCM to other build-

0 0.8 Uniform -

0 0.8 Uniform -

0 0.8 Uniform -

) . - 0 0.8 Uniform -
ing materials at layer

5
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Table 4.1 Continued

Melting Tempera-

ture of PCM
Melting  Temper-
ature Range of °C
PCM
Specic heat of
J/kg K

PCM
Latent heat of PCM  kJ/K
Thermal conductiv-
) W/m K
ity of PCM (s)
Density of PCM J/kg K
Speci ¢ heat of mar-

_ J/kg K
tix at layer 1
Speci ¢ heat of ma-

. J/kg K
trix at layer 2
Speci ¢ heat of ma-

_ J/kg K
trix at layer 3
Specic heat of
building material at J/kg K
layer 4
Specic heat of

building material at
layer 5

Thermal Conductiv-

ity of building mate- W /m K

rial at layer 1
Thermal Conductiv-
ity of matrix at layer
2

J/kg K

W/m K

15 30 Sobol

4 7 Sobol

1800 2200 Sobol
1,300 2,600 Sobol

0.15 0.34 Sobol
760 1200 Sobol

800 2100 Sobol

800 2100 Sobol

800 2100 Sobol

800 2100 Sobol

800 2100 Sobol

0.07 2.30 Sobol

0.07 2.30 Sobol
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Table 4.1 Continued

Thermal Conductiv-

ity of matrix at layer W/m K
3

Thermal Conductiv-

ity of matrix at layer W/m K
4

Thermal Conductiv-

ity of matrix at layer W/m K
5

0.07

0.07

0.07

2.30

2.30

2.30

Sobol

Sobol

Sobol

[120]

[120]

[120]
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CHAPTER 5

EXPERIMENTAL METHODS

5.1 Raw Materials

This section discusses the characteristics of the materials used to prepare composites

and their properties.

5.1.1 FGDG

FGDG is a byproduct of the ue gas scrubbing process used to remove sulfur diox-
ide (SQ) emissions from power plant ue gases. It is a form of synthetic gypsum
produced from the reaction of lime or limestone with the sulfur dioxide in the ue
gas [84]. FGDG has gained signi cant attention as a sustainable and environmen-
tally friendly building material. It offers several advantages, including re resistance,
sound insulation, and excellent thermal properties [86]. FGDG is commonly used
in the construction industry for applications such as gypsum boards, plaster, and ce-
mentitious materials. Its use helps reduce the demand for natural gypsum and miti-
gates the environmental impact of mining and extraction. Additionally, incorporating
FGDG in construction materials provides an opportunity for recycling and reusing
industrial byproducts, promoting a circular economy approach in the building sector
[87].

The material used in half of the mixes is the hemihydrate from the calcination of
FGDG. The hemihydrate is produced by heating FGDG to about 175 °C:
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1 3
CaSQO, 2H,0! CaSO §H20+ EHZO (5.1)

The conversion of gypsum dihydrate to hemihydrate is monitored by three different
methods: physical property examination, weight loss, and X-ray diffraction (XRD).
Changing physical properties during the conversion of FGDG to hemihydrate are
colour and texture. As shown in Figure 5.1, the colour becomes lighter and texture
smoother; i.e., a chunk of FGDG becomes much softer and easier to break up. Weight
change is also observed, and the weight loss increases with the time the component
is in the oven. The expected weight loss for pure gypsum is 15.67% [123]. However,
since FGDG contains not only gypsum but also other compounds, the actual weight
loss is less. XRD is the third and the most accurate method among all these three
methods. XRD measurements are taken at different times, i.e., t=0, t=6 hours, and
t=8.5 hours and XRD results for these times can be seen in Table 5.1. Figure 5.2
shows dihydrate peaks vanish over time. SEM image of raw FGDG, which is in

hemihydrate form, can be seen in Figure 5.3.

FGDG was obtained from the Afsin Elbistan Thermal Power Plant located in Kahra-

manmaras, Turkiye.

Table 5.1: Mineral ratio of FGDG during calcination process at different hours.

Mineral  t=0 (%) t=6 (%) t=8.5 (%)
Gypsum 68.1 26.9 1.6

Bassanite 0 32.7 47.4
Anhydrate 0 0 0
Calcite 31.4 39.8 49.8
Quartz 0.6 0.6 1.2

5.1.2 Commercial Plaster

Commercial plaster was obtained from ABS Alg Corporation in Turkiye. According
to the corporate catalogue, its physical properties include a minimum compressive

strength of 1.96 MPa and minimum exural strength of 0.8 MPa for plaster form, i.e.
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