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ABSTRACT

SYNTHESIS AND CHARACTERIZATON OF CONDUCTING
COPOLYMERS OF THIOPHENE ENDED POLY(ETHYLENE OXIDE):
THEIR ELECTROCHROMIC PROPERTIES AND USE IN ENZYME

IMMOBILIZATION

Y Id z, Hiseyin Bekir
Ph.D., Department of Chemistry

Supervisor: Prof. Dr. Levent Toppare

January 2007, 132 pages

Thiophene ended poly(ethylene oxide) (ThPEO) and random copolymer
(RPEO) of 3-methylthienyl methacrylate ang-vinylbenzyloxy poly
(ethyleneoxide) units were synthesized chemically. Further t graf
copolymerization of RPEO and ThPEO with pyrrole (Py) and thiophehg (T
were achieved in ¥ - sodium dodecylsulfate (SDS).® - p-toluenesulphonic
acid (PTSA) and acetonitrile (AN) - tetrabutylammonium afitioroborate
(TBAFB) solvent electrolyte couples via constant potentiacteblyses.
Characterizations were performed by cyclic voltammetry (C¥uclear
magnetic resonance spectroscopy (NMR), and fourier transfofmared

spectroscopy (FTIR). The morphologies of the films were exaalty scanning



electron microscopy (SEM). Conductivities of the samples wezasured by
using four-probe technique. Moreover, spectroelectrochemical and
electrochromic properties of the copolymers obtained from thiopheme we

investigated by UV-Vis spectrometry and colorimetry.

Immobilizations of alcohol oxidase and polyphenol oxidase enzymes
were performed in the matrices obtained via copolymerizationh®ED and
RPEO with pyrrole. Immobilization was carried out via entraptrof enzyme
in matrices during the polymerization of pyrrole. Temperaturéemigdtion,
operational stability and shelf-life of the enzyme electraglese investigated.
Maximum reaction rate (Vmax) and Michaelis-Menten constant (Mmje

determined.

It is known that wine includes phenolic groups that give astringeancy
high concentrations. Polyphenol oxidase (PPO) converts mono and diphenols to
quinone. By analyzing the product, one can find out the amount of phenolic
groups. By using the enzyme electrodes via immobilization of, RR@unt of

phenolics in different wines were analyzed.

Keywords: Electrochemical polymerization, immobilization, ollol oxidase,

polyphenol oxidase, wine.



oz

T YOFEN SONLU POL(ET LEN OKST) LETKEN KOPOLMERLER N N
SENTEZ VE KARAKTERZASYONU: ELEKTROKROMK OZELL KLER
VE ENZ M TUTUKLAMASINDA KULLANIMI

Y Id z, Hiseyin Bekir
Doktora, Kimya Boélum

Tez Yoneticisi: Levent Toppare

Ocak 2007, 132 sayfa

ThPEO olarak kodlanan tiyofen sonlu poli(etilen oksit) ve 3-megittily
metakrilat ve p-vinilbenziloksi poli(etilen oksit) birimleri ign ve RPEO olarak
kodlanan kopolimer kimyasal olarak sentezlendi Sabit potensiyel ajtaplian
elektroliz yard m yla su-sodyum dodesil silfat (SDS), su-paratolsulfonik
asit (PTSA) ve asetonitril (AN)-tetrabitilamonyum tetradloorat (TBAFB)
solvent-elektrolit ciftleri kullan larak ThPEO ve RPEO’nin pirgPy) ve
tiyofenle (Th) kopolimerleri sentezlendi. Elde edilen kopolimerlerin
karakterizasyonu, niikleer manyetik rezonans spektrokopisi (NMR), @i
voltametre, FTIR spektroskopisi, taramal elektron mikroskobu kigieak

yapld. Ayrca tiyofen kullanlarak elde edilen kopolimerlerin

Vi



spektroelektrokimyasal ve elektrokromik 6zellikleri UV-Vis spektetresi ve

kolorimetre teknikleri kullan larak arar Id .

RPEO ve ThPEO'nun pirol kullan larak elde edilen kopolimerleri alkol
oksidaz ve polifenol oksidaz tutuklamalar igin kullan Id . Enzimkélotlar n n
optimum s cakl klar, kararllklar ve raf omdirleri tayiedildi. Kinetik

parametreleri de ayr ca incelendi.

Polifenol oksidaz enzimi kullan larak elde edilen enzim elektrotlar
araplarda bulunan ve fazla miktaarab n ac lamas na sebep olan fenolik
yap lar n miktar tayininde kullanId. Turkiye'de duretilen iki farkk rm z

arab n fenolik miktar analizleri yap Id .

Anahtar Kelimeler: Elektrokimyasal polimertee, enzim tutuklamas, alkol

oksidaz, polifenol oksidazarap.
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CHAPTER 1

INTRODUCTION

1.1. Conducting Polymers

Polymers are normally thought of as insulators. Examples inatatke
insulation, valve bases, capacitor dielectrics and housing equipmehe last
decade however, a rapidly advancing field has been develope@ tadis of
the ability of certain polymers to conduct charge. The prihegeson of wide
application of polymers in electronics is due to being good diatettaterials
with readily controllable properties. More recently, polymershvédditional
intrinsic properties have been developed such as intrinsically camgluct
polymers exhibiting not only conductivities similar to metals bwo alhe

processability of traditional polymers [1].

1.1.1. Brief History of Conducting Polymers

The field of conducting polymers has expanded exponentially Sieda st
discovery of high conductivity in a plastic, doped polyacetylene, ¥ 12
This notorious work has spawned an entire arena of sciem#Bearch.
Fortunately, this massive area has been extensivelgwed [3-7]. In the year
2000, twenty-three years after the first experiment demoimgtrétiat certain
plastics conduct electricity, the Nobel Prize was awardedlan J. Heeger,
Alan G. MacDiarmid, and Hideki Shirakawa for “the discoveand

development of conducting polymers” [8, 9]. In his Nobel LectAtan Heeger



offers two brief explanations for the importance of the discovegoaotiucting
polymers: 1. “they didn’t exist before,” and 2. “they offer aquei combination
of properties not available from any other known materials.” reedimplistic
statement embodies the academic curiosity that has attractednany
researchers in a list of varying disciplines, including clsésniphysicists, and
materials scientists, to study these fascinating polyriiées second explanation
encompasses the potential use of conducting polymers in anwadier of
applications by replacing old materials and by developing new techeslog
based on their unique and unprecedented abilities. The comizatma of
conducting polymer technologies has now arrived. Today, they ctoube as
electrode materials for solid-state electrolyte capaxifp@] and antistatic
coatings in photographic film. A plethora of industrial companresracing to
develop a number of new products that take advantage of the uniqueipsope
of conducting polymers. The last three decades have been ang¥Xaite of
discovery. Within the next three decades, conducting polymerdikélly be
ubiquitous in our daily lives.

Polyacetylene is one of the most studied conducting polymers of. today
It can be viewed as the simplest conjugated polymer and feas diadied
extensively since the initial reports of high conductivity dopedplexes in
1977 [11, 12]. Polyacetylene serves as a model for developing heth t
electronic and physical properties of electronically conducting pergrwith
unique properties in both its reduced semi-conducting and highly doped
conducting forms. Polyacteylene is highly crystalline, whiak hllowed direct
analysis of both the doped and undoped forms [13-18].

Polythiophenes (PThs) have received a great deal of attentido thesr
electrical properties, environmental stability in doped and unddpgéess non-
linear optical properties, and highly reversible redox switching [IBjophene
possesses a rich synthetic flexibility, allowing for the use seferal
polymerization methods and the incorporation of various side chain
functionalities. Thus, it is of no great surprise that polythiophbags become
the most widely studied of all conjugated polyheterocycles [Z}e

polymerization of thiophene, to yield interactable polythiophenes st
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carried out in a controlled manner in the early 1980s [21-24]. Evench an
unyielding form, this polymer displayed many promising optical andrelgc
properties.

Comparable to thiophene, pyrrole is a five-membered heterogyete,
the ring nitrogen results in a molecule with distinctly differleghavior and a far
greater tendency to polymerize oxidatively. The first repbithe synthesis of
polypyrrole (PPy) that alluled to its electrically conductiaure was published
in 1968 [25]. This early material was obtained via electrocb@mi
polymerization and carried out in 0.1 N sulfuric acid to produce & bib.
Since this date, a number of improvements, which have reduttedin-depth
solvent and electrolyte studies, have made the electrochlesyathesis of
polypyrrole the most widely employed method [26-28]. The propertfes o
electrosynthesized polypyrrole are quite sensitive to eldwdroical
environment in which it is obtained. The use of various elet¢&slyields
materials with pronounced differences in conductivity, film morpholand
overall performance [29-32]. Furthermore, the water solubilityyofole allows
aqueous electrochemistry [33], which is prime importance for bicdbgi
applications [34].

Polyaniline (PANI) is perhaps the oldest of the conducting palyme
Reference dating back to 1862 can be found describing a material known as
aniline black [35]. A few reports surfaced on polyaniline in 18é0s [36-38],
most notably a study investigating the effects of acids on camitiyicof
polyaniline [39], but it was not until the 1980s that it is eleatly conducting
properties became fully appreciated [40]. Polyaniline hasrbe@n extremely
well-studied conducting polymer, due to its low cost and remarkadielitt
under variety of conditions [41, 42]. This has result in polyanilinedéhe
conjugated polymer choice for many technological applications antbléd
development as a commercial product.

In the late 1970s Heeger and MacDiarmid found that polyacetylene
[(CH)N] produced by Shirikawa’'s method exhibited a 12 order of magnitude
increase in electrical conductivity when exposed to oxidizing ag8iese that

discovery, a vast array of other conducting polymers has beehesiz#d.
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Structures of repeating units of several conjugatelymers; polyacetylene
(PA), polyaniline (PANI), polypyrrole (Ppy), polytyophene (PTh),
poly(3,4-ethylenedioxythiophene) (PEDOT) are shawirigure 1.1.

H
H WL N S .. PN
g ) O s S
Q o0
N
(PA) (PANI) (Ppy) (PTh) (PEDOT

Figure 1.1. Common conducting polymers.

1.1.2. Applications of Conducting Polymers

The applications of conducting polymers can be divided into three main
classes. The first use is in their neutral form, which previtie advantage of
their semi-conducting and luminescent properties. Examples of gppiEare
semiconducting materials for field effect transistors [43] artiv& material in
an electroluminescent device [44, 45]. The second categogppiications
involves using the polymer in its doped or conducting form, and some
representative applications in this category are electiostarge dissipation
and EMI shielding [46, 47], electrode materials for capacifé8 49] and
enzyme immobilization [48-50]. The third category uses the alofifyolymer
to reversibly switch between its conducting and reduced forms. Uptchsw
between two states, the polymer undergoes color, conductivity, @othe
changes. Applications that use these properties include balietyodes [51],
actuators [52], sensors [53], drug delivery [54], electrochreni®-58]. Of
these applications, the use conducting polymers as enzyme imratiniiz

matrices are the most pertinent to the work in this thesis.



1.1.3. Conductivity Mechanism in Conducting Polymers
1.1.3.1 Conductivity and Band Theory
Conducting polymers offer a unique property in that their conductivity

can be turned over eight or more orders of magnitude in the sategiah

Figure 1.2 shows the typical conductivity ranges. The threet cmsmon

conducting polymers (polyacetylene, polypyrrole and polythiophene) shown

span the range of conductivities from metal to insulator deperdusj for

materials commonly considered metals, semiconductors and insudétttough

the factor that determines this classification is re&léytemperature dependence

of conductivity rather that the conductivity magnitude.
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1.1.3.2. Band Theory

Apart from polyaniline, all of these systems shame common
structural feature, namely a rigid nature broughowt by the spcarbon-
based backbone. The utilization of the conjugatedstruction affords
polymer chains possessing extendedystems, and it is this feature alone
that separates conducting polymers from their ogmdymeric counterparts.
Using this generic, lowest energy (fully bondingplecular orbital (MO)
representation as shown bysystem model, the picture of primary concern
that is generated by these networks consistsmfraber of and * levels
(Figure 1.3). However, unlike the discreet orbitHiat are associated with
conjugated organic molecules, the energies of thignpers’ MOs are so
close so in energy that they are indistinguishabiefact, for long chains
orbital separation is so small that band formatomturs as illustrated by
the MO diagram (Figure 1.4).

Figure 1.3.The -system model
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Figure 1.4. Molecular orbital (MO) diagram.

The electrical properties of any material are alltesf the material’s
electronic structure. The presumption that condwgcpolymers form bands
through extensive molecular orbital overlap leadstlte assumption that
their electronic properties can be explained bydo#reory. With such an
approach, the bands and their electronic populatame the chief
determinants of whether or not a material is cotidac Here, materials are
classified as one of three types shown in FigurB.,1being metals,
semiconductors, or insulators. Metals are materilaig possess partially-
filled bands, and this characteristic is the keytda leading to the
conductive nature of this class of materials. Semductors, on the other
hand, have filled (valence bands) and unfilled ¢haostion bands) bands
that are separated by a range of forbidden enerdgieswn as the “band
gap”). The conduction band can be populated, aekpense of the valence
band, by exciting electrons (thermally and or pleb&mically) across this
band gap. Insulators possess a band structureasirtol semiconductors
except here the band gap is much larger than aadcessible under the

environmental conditions employed.

Conducting polymers in their neutral state are lasars or, at best,

weak semiconductors. Hence, there is enough of rmergy separation



between the conduction band and valence bandsthkatal energy alone
is insufficient to excite electrons across the bayap. To explain the
conductive properties of these polymers, severatepts from band theory
and solid state physics have been adopted. Fotrigl@icconductivity to

occur, an electron must have vacant place (a holenove and occupy.
When bands are completely filled or empty, conduttcan not occur.
Metals are highly conductive because they possesflled bands.

Semiconductors possess an energy gap small enbagkhermal excitation
of electrons from the valence to conduction bands sufficient for

conductivity; however, the band gap in insulatasstao large for thermal

excitation of an electron across the band gap.

Conduction Band
(unfilled)
Band Gap
>
g
g
Valence Band
(filled)

Metal Semiconductor Insulator

Figure 1.5. Energy level diagrams for three types of solids.



1.1.3.3. Doping and Electrical Conductivity

So, we can ask that how this more than 8 order afymtude
increase in electrical conductivity for polyacetyéeoccurs. The diffuse of
the extended -system readily allows electron removal from, ojeation,
into the polymer. The term ‘doping’ has been boredw from
semiconductor physics with ‘p-doping’ and ‘n-dopingeing used to
describe polymer oxidation and reduction, respetyivDoping in regards
to semiconductors is quite different, as it is ayvdistinct process carried
out at low levels 1% as compared to conducting pess doping (usually
20-40%). However, the manner by which doping transts a neutral

conducting polymer into a conductor remained a erystor many years.

Electron Paramagnetic Resonance (EPR) studies Bhwen that
both neutral and heavily doped conducting polymgrsssess no net spin,
interpreted as no unpaired electrons, while mo@éyatioped materials
were discovered to be paramagnetic in nature. Cotivtly experiments
showed that it was the ‘spin-less’ heavily dopednfothat is the most
conductive for a given conducting polymer. Suchdebdr marks an abrupt
departure from simple band theory, which centersuadospin-containing

charge carries.

Polyacetylene turns out to be a special case wlmsidering its
neutral and dopes forms. Comparison of the two na¢dbrms, shown in
Figure 1.6, reveals them to be structurally ideadti@and thus, their ground
states are degenerate in energy. Two successidatioins on one chain
yield radical cations that, upon radical couplirgecome non-associated

charges termed positive ‘solitons’.
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Figure 1.6.Neutral and Doped Forms of Polyacetylene.

In contrast to polyacetylene, the other conducpotymers shown in
Figure 1.2 has no degenerate ground states (igy tlo not have two
equivalent resonance forms), and thus, do not shkeience of soliton
formation. In this example, the oxidation of thendacting polymer is
believed in destabilization (raising of the energy)the orbital from which
the electron is removed. Energy of this orbitalinsreased and can be
found in energy region of the band gap as showRigure 1.7. Initially, if
only one electron level is removed, radical catimformed and is known as
a ‘polaron’ (Figure 1.7b). Further oxidation remewhis unpaired electron
yielding a dicationic species termed a ‘bipolarafigure 1.7c). High
dopant concentrations create a bipolaron-‘rich’ enial and eventually lead
to band formation of bipolaron levels. Such a tle¢ical treatment, thereby,
explains the appearance, and subsequent disappearainthe EPR signal
of a conducting polymer with increased as the reduytpolymer transitions
to the polaronic form and subsequently to the ssslbipolaronic state
[59].
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Contrary to independent charges of polyacetylene, the bipolarbn un
remains intact and entire propagates along the polymer chgimeHR.8 shows
this behavior using polythiophene as the example. In the case of ungabsti
polythiophene, the bipolaronic unit is believed to spread over six to ragjst
This ‘bipolaron length’ is by no means an absolute number as diffpotymer
backbone and substituent types yield various lengths [60]. Figuréndu® she

polaron and bipolaron unit of polypyrrole.

Polaron B)polaron
levels bands

Neutral Lightly Doped Heavily Doped
Polymer Polymer Polymer

Figure 1.7. Band Structures of a) Neutral Polymer b) Lightly
Doped Polymer c) Heavily Doped Polymer.

Figure 1.8.Bipolarons of Polythiophene.
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1.1.3.4 Hopping Process

The conduction process is well described by a variable range hopping
process in which electrons are localized on individual monomer. rifigs
hopping process produces a generous supply of potential carriers. arbere
mainly three types of transport for the carrier mobility; Enghain or
intramolecular transport, interchain transport, interpartielesport. These three
show a resistive network determining the effective mobilitythed carriers.
Thus, the mobility and therefore, conductivity are determined oh kot

macroscopic (interparticle) and microscopic (intra and ihtr level.

1.1.4. Synthesis of Conducting Polymers

Synthesizing new and novel structures, increasing the ordereof th
polymer backbone (and also conductivity), good processability, egsibesis,
more defined three dimensional structure, stability in both conduatidghon-
conducting states, solubility in certain solvents such as watemany other
application unique properties are some of important targets in domgluc
polymer synthesis. The synthesis of conducting polymers is dividewva

categories: chemical polymerization and electrochemical poiyat®n. Many
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conducting polymers can be synthesized by both chemical and elentioghe
methods [61, 62].

1.1.4.1. Chemical Polymerization

In chemical synthesis, monomers are polymerized using appropriate
catalysis or reagents. The morphological, physical and eleetrocal
properties are influenced by reaction conditions such as theespaad
concentrations of catalyst, reagents and solvent, the monoment@tion, the
reaction temperature and so on. Chemical synthesis is considdredsuitable
for producing large amounts of homogeneous polymer [63].

Oxidative chemical polymerization is the least expensive, sirapbk
most widely used chemical synthesis of conducting polymers [64]hign t
method, a stoichiometric amount of oxidizing reagent is used to potgmer

that is in its doped or conducting form.

Heterocyclic monomers are usually polymerized with Fe&d the
chemical oxidant [65, 66] although other oxidants can also be used.tiRaduc
to neutral state is accomplished by addition of strong base swairaenium
hydroxide or hydrazine. Benzene can also undergo oxidative polymenizati
with AICI3/CuCl; to yield poly(p-phenylene).

1.1.4.2. Electrochemical Polymerization

Electrochemical polymerization is an efficient method for syneires
smooth polymer films on conductive substrates, and it allows &y gabing
of electrical and optical properties. It represents one of ithplest and most
straightforward methods for elaboration of modified electrodes inctwhi
inherent electrochemical and optical properties of the conjugateaneol
backbone of polymers are associated with specific propertieddeffoby
covalently bound functional groups. In this procedure, the oxidation pdtantia

which the system polymerizes is well defined and finely rotled and the
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properties of the deposited polymer allows for the preparationvafiaty of
different conducting polymers prepared from the same monomer system
simply varying specific electrochemical parameters swla@plied potential

electrolyte, temperature, electrode [67].

The electrochemical synthesis of polyheterocyclics can be mwtie
anodic oxidation or cathodic coupling. Anodic process provides the oxidation of
monomer to a polymer with proton elimination whereas the cathauici®
based on the reduction of the dihalogen-substituted (usually dibromo
substituted) monomer to a polymer with halogenide release. Anodic ngupli
preferred because it uses the unmodified monomer and the polymerpmueing
easily oxidized (doped), is produced in the conductive state and dieeref
allows the continuous deposition of the material up to considerablendisis.

This method is used for polymers such as polypyrrole and polythiophene. Whe
anodic one is precluded by the non-oxidizability of the monomer, thereoce
of demolitive oxidation in the course of coupling or when the req@ingérof
definite positions of coupling are not guaranteed by highly setecpin
densities in the radical cation, cathodic coupling is used. d&ere this
technique has the advantage of being applicable to electrodeatsagabject to

anodic corrosion such as small band gap semiconductors.

electrochemical Z/ \ _—2e> 1/n /\ +2HY
(anodic coupling) N N
H goon
electrochemical
-2
(cathodic coupling) Br—Q—Br —e> n_/ N + 2Br
S

n

Figure 1.10.Electrochemical Polymerization of Conducting Polymers.
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1.1.4.3. Effects of Electrosynthesis Conditions

Electropolymerization involves many experimental variables swch a
solvent, monomer concentration, electrolyte type, temperatelegtrode

material and applied electrical conditions.

The solvent must be of sufficiently high dielectric constargrtsure the
ionic conductivity of the electrolytic medium, i.e., to disgoand dissociate the
supporting electrolyte, and possess a potential window open at the glotenti
required to oxidize or reduce the monomer. The degree of nucleopdslioiti
solvent and electrolyte is very important because polymeamnizaeaction is
sensitive to the nucleophilicity of the environment in the regiothe electrode

surface due to the presence of radical cation intermediate

The monomer concentration is generally high (0.1 M or more) talavoi
competitive reactions of the radical cations or of the oxidized piyith
nucleophiles in the medium, but this parameter mostly depends oritiztion
potential of the monomer. As the monomer is more easily oxidihed t
competition of parasitic reactions decreases so that evdiimatar

concentration may be used for efficient electropolymerization.

The type of supporting electrolyte, and the particularly theram the
case of anodic coupling, is most important. The anion part oéldwrolyte
must be ‘innocent’ type such as perchlorate, tetrafluoroborate or

hexafluorophosphate.

The working electrode material should be so selected that itradeget
oxidized concurrently with the monomer. To enable this condition, arerges
made from inert conducting materials such as platinum, Indium&iide
(ITO), gold and titanium. The cathode may be any suitable matdl as
copper, stainless steel, aluminum, platinum and gold.

The decrease in conductivity observed in the material with @ise o
potentials or current densities beyond the optimum is related téat¢hehat

poly(heterocycle)s are overoxidized at the potentials usedh&r formation
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[68, 69]. The degradation of the polymer may compete witlétstrodeposition
at highly anodic potentials or when the monomer concentration in the medium
becomes too low to sustain the rate of polymer deposition impogetie

applied electrical conditions [70].

1.1.5. Mechanism of Electrochemical Polymerization

Most of the conjugated polymers are synthesized by electrochkemi
means. Electropolymerization is accomplished by placing the mamama
suitable solvent-electrolyte medium and oxidizing at a mild poteAtipolymer
film grows at the anode in a reaction that is thought to oceullustrated in
Figure 1.11.

The proposed electrochemical polymerization of pyrrole statts the
formation of radical near the electrode resulted from the oxidatfotheo
monomer at the appropriate electrode potential. Monomer has a bigtiation
potential than that of dimers and oligomers. Thus, the genermaitioronomer
radical cation is slow, but the radical-radical coupling, depedton and
subsequent oxidation are fast [71]. The polymerization proceedsadieal-
radical coupling mechanism, chain growth then continues untilieye on the
chain is such that a counterion is incorporated [72]. Eventuhkly solubility
limit is exceeded and the polymer precipitates on the elbetsurface. The
initial layer of polymer deposited on the electrode surface playstacate role
in determining the reminder of the structure. The initialldyecomes a reactant
and determines the course of the reminder of polymerization pradasthe
other hand, electrochemical conditions such as the electroderiahathe
solvent, the counter ion, and the monomer itself also influemcadture of the
process occurring.

Figure 1.11 represents the proposed mechanism of polymerizatisn. |
known that polymerization starts from 2,5 positions of pyrrole monomers
(1.11b). Then the reaction proceeds with the elimination of tetops (1.11c).
This process is followed by the oxidation of one of the pyrroleswfitdimer

(1.11d), which then combines with another radicalic monomer catidri«)

16



and the trimer is formed (1.11f). As mentioned before, the dfiorenation
starts viaa-a coupling, but further polymerization allows alseb and b-b
linkages [73]. As a result, a crosslinked polymer is obtaifegure 1.11g
represents idealized sturucture of polypyrrole. However,sthieen mentioned
that after dimer formation polymerizations through 3 and 4 positions have
comparable formation enthalpies, thus, the polymer grows fromazodindb-
positions. These couplings do not extend conjugation; actually, brarathing

type reduces the conjugation length of the main chain qidtyener [74].

The anion is incorporated into polymer to ensure the electricalatigut
of the film (Figure 1.11g). Generally it originates from thaion of the
supporting electrolyte and act as the dopant. Furthermore, soemtisss
estimate that counter ion also plays an important role duringdlyenerization
process [75]. It not only balances the charge on the polypyrrole e¢hain, but

also stabilizes the cation radicals formed during polymgoizgrocess.

1.1.6. Electrochemical Methods

Electrochemical methods are very useful established forytitbesis of
conducting polymers as well as allowing unique characterizati@nmiation.
Cyclic voltammetry, constant current and constant potentidigdstare utilized

extensively to study monomers and polymers electrochemically.
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Figure 1.11.Electrochemical polymerization mechanism of pyrrole.
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1.1.6.1 Cyclic Voltammetry

Cyclic voltammetry provides information about the properties and
characteristics of electrochemical systems and alsos ginsight into any
complicating side processes, electron transfer reactions, aetickmoperties.
This method has been widely used to examine the redox behavior adesurf
deposited electroactive films qualitatively as a functionpefcfic experimental
conditions (sweep rate, solution composition, pH, temperatiarg, e

In this method, a triangular potential waveform is the input ted

current/potential response to this perturbation is monitoredr@ity12.).

b)

Figure 1.12.Cyclic voltammograms of a) triangular potential waveford a

b) current/potential response.

In a typical experiment, the potential starts at a reducatgey and is
scanned anodically until monomer oxidation and polymerization accurs

Subsequently, the potential is scanned cathodically back to the brigina
value, where the reduction of polymer which has deposited on ¢atrcele

occurs [76].
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A typical voltammogram of a reversible process, standaredene
solution is shown in Figure 1.13. Reversibility involves the oxidized
reduced forms are in equilibrium and their concentrations canedutcfad by
the Nernst equation. A test for reversibility of the redoxctiea is the
difference in potential between the anodig JEand cathodic (k) peaks are

given with the following equation :

Epa. Epc=2.203 RT/nF=0.056/n (1)

Potential / V vs. SCE

T T —I

I T 1 i I T i | L l 1

1
fe 20 mA
. Scan Rate v :

Potential —

Figure 1.13. Cyclic voltammogram of ferrocene (5 mM in LiCJ@0.2
M)/ACN). The inset shows the definition of scan rate.

In ferrocene electrochemistry, a typical example for jrediffusing
species, as the potential is increased, easily oxidizedespeear the electrode
surface react, and a current response is measured. Wheretli®diof the scan

is reversed, the oxidized species near the electrode suwfaceeduced, and
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again a current response is measured. The Randles-Sevcilordid]i states

that the peak current is given by

ip = (2.69 10°) n¥? A D2 C°n*? 2)
where n is the number of electrons in the reaction, A istinace area
of the electrode (cA) D is the diffusion coefficient (cfg®), C°is the bulk
concentration of the electroactive species (moficm is the scan rate (V3.
From this equation it can be concluded that for a diffusion-contrelestem,
the peak current is proportional to the square root of the scain m&teversible
system. For these processes, it was assumed that thenteactd products are
soluble in solution and the surface processes (adsorption of reaataihts
products) can be neglected. However, the rules change in eléoeqaaymer
electrochemistry, because the polymer is adhered to adectsurface.
Therefore, the process is not diffusion- controlled, and cannot dugiloled by
the Randles-Sevcik equation discussed above. Instead, thecpeakt for a

surface bound species is given by the following equation [78]
ip= rf FGn /4RT (3)

where F is the Faradays constant a@ds the concentration of surface bound
electroactive centers (mol c’n) Therefore, if a species is surface bound, both
the anodic and cathodic peak current will scale linearlly sean rate.

The redox processes for films of conducting polymers in solution or on
electrodes are rarely reversible because the extensivegeshan polymer
structure that occur on oxidative or reductive doping preclude camapl with
the kinetic limitations of the Nernst equation.

CV method can also be used to electrochemically grow conducting
polymer films. Typically the voltammograms obtained during fgnowth are
irreversible but the CVs can possess the reversible redox respoinpolymer
upon subsequent scans. The deposition of electroactive polymer upon @nonom

oxidation increases the conductive surface area of the electtwdee
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increasing the current response. One of the disadvantages gfathit method
is that overoxidation of the monomer or polymer can easily o€@san limits

are not set properly.

1.1.6.2. Constant Current (Galvanostatic) Methods

Constant-current, or controlled-current, electrolysis (CCE) s
experimentally extremely simple. One simply passes a dowcent of fixed
magnitude between the anode and cathode for the necessary timenayhbe
done by using current sources either with a variable voltage ies seith the
cell (as resistor) or a fixed voltage source and a variasistor. The major
disadvantage of constant-current electrolysis is the lack letctadty. All
possible redox processes may take place since the electrodegbatantinually
changes. Another disadvantage is that the involvement of spaeisent in the
system in addition to the monomer is inevitable. For that reasonplications

may arise in initiation and propagation steps.

1.1.6.3. Constant-Potential Methods

Constant potential electrolysis is achieved with a thregtrelde system.
The potential of the working electrode (WE) with respect to fareace
electrode (RE) is adjusted to a desired value and kept cobgtanpotentiostat
while current is allowed to vary. The voltage between the wgrkind the
reference electrodes may be called the polymerization palteByi keeping the
potential constant, creation of undesired species is preventedfotieethe

initiation becomes selective, that is, through the monoméi: itse

1.1.7. Copolymers, Composites and Blends

Conducting polymers are promising for commercial applications becaus
of their facile synthesis, good environmental stability, and leng stability of
electrical conductivity. However, several drawbacks igdtneir processing and
applications for practical uses. These films are insoluble, déaddbrittle and

have a variety of conductivity values depending on the electsotysiditions.
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In order to obtain a material suitable for applications in variealrological
fields certain limitations need to be overcome [79].

The formation of copolymers and composites is one of the moail usef
tools in polymer science in that the physical and mechanical piegpef a
polymer can be controlled and enhanced. To improve the mechanical and
physical properties of conducting polymers is to synthesize block agudfir
copolymers involving convential and conducting sequences [80-85]. Intrece
years, this tool has been employed for the study of conducting eysuch as
polyacetylene [86], polypyrrole [87] and polythiophene [88]. These polymer
and composites are important due to their resultant mechanical t@sper
[89,90]. Electropolymerization of the conducting component on thdredkec
previously coated with the insulating polymer is common approach for the
preparation of conducting composites and copolymers. Several groues ha
reported that the electrochemical polymerization of pyrrolethimgpphene may
occur on an ordinary insulating polymer film [91, 92]. In thesesasonomer
and solvent molecules and electrolyte anions swell the polyineraé they
diffuse into the polymer coating and polymerization starts in therface
between the electrode surface and the insulating polymmardiid finally a
conducting polymer film is obtained.

Polycarbonate and polystyrene [93], poly(methylmethacrylate) [94],
polyimide [95], polyamide [96], polysiloxanes [97], polytetrahydrofuran [98,

99] were previously used as the host matrices.

1.1.8. Electrochromism and Electrochromic Materials

Electrochromism is the property whereby a reversible changden t
electronic state of a material induces color changes. MA®lectrochromic
material undergoes electron transfer, new optical bands appéahe material
exhibits coloration. Electron transfer in the opposite directievenses the
electrochemical process and the materials revert to thdessdatate. The color
change is commonly between a transparent (bleached) stadecaluted state.

Electrochromic materials can be useful in various applicationk ss

optical displays, automotive applications (e.g. dimming reaw vierrors) and
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smart windows for buildings. Self dimming rear-view mirrore designed to
avoid dazzle from the headlights of a following car. This teadgywlses and
electrochromic film to produce a mirror with variable spacuéflectance. Most
new luxury cars have adapted self dimming mirrors. Smart windoes a
designed to automatically control the amount of visible or iaettdight entering

a room when they are used in conjunction with thermal and optioainge
devices [100]. When electrochromic materials can control edra&mmisivity,
these also can be used for the thermal emittance contral i(@rgred

camouflage and aerospace) and optoelectronic devices [101].

1.1.8.1 Transition Metal Oxides (TMOs)

Oxide thin films of many transition metals such as iridium [10Q3],
rhodium [104], ruthenium [105], tungsten [106, 107], manganese [108jaetc
been reported to have electrochromic properties. These typestefials are
classified as inorganic electrochromic materials.

Tungsten trioxide (Wg) has been the most commonly used
electrochromic material. It changes its color from yellowgteen in bulk from
and has been studied since 1815 [109]. Tungsten oxide has a neady cubi
structure by W@ octahedral that share corners. The empty space in the cube
enables the insertion of guest ions interstitial sites. WHduarajsten sites are in
the oxidation state W, the thin film is transparent. By electrochemical
reduction, W sites are generated and induce blue coloration. The generally
accepted mechanism for this process is the intercalatiortafl cations such as
Li*, H', etc. The electrochemical reaction with a Li+ catiomxpressed by the
following generalized equation.

WOs + x(Li" +€)  LixW(1-x)"'W, /O3

(transparent) (blue)

WO; + xM" + xe MyWO;

(transparent) (blue)
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Even though tungsten oxide has been utilized for smart windows, these
windows have had little success because of the lifetimereggent (> 10 years)
and their high price. The sputtering process on the glass sulstdaievacuum
is mainly responsible for the high cost of manufacturing [11QfthEérmore,

TMOs show slow response times for obtaining full contrast.

1.1.8.2 Conducting Polymers as Electrochromic Materials
In recent years, conducting polymers have emerged as promising
ligyittve

mechanically flexible, exhibit dynamic color change at a lovepixdl and offer

candidates for electrochromics.

Conducting polymers are
low fabrication costs [111]. They also offer a high degree of daitmrability
by modification of various polymer systems. This can be achieveddmpmer
functionalization or copolymerization as well as with the use ands,
laminates and composites. Table 1.1. gives a comparisondreta@ganic and

polymeric electrochromic materials.

Table 1.1. Comparison between inorganic materials and conducting

polymers

Property Inorganic materials Conducting polymers

Method of Needs sophisticated Easily prepared by simple chemical,

preparation techniques such as electrochemical polymerization and the
vacuum evaporation, films can be obtained by simple
spray pyrolysis, techniques such as dip-coating, spin
sputtering, etc. coating, etc.

Processibility Poor Can be processed easily

(et L High Low compared to inorganic materials

device
Colors obtainable

Contrast

Life time

Limited number of
colors

moderate
107 ~ 10° cycles

Depends on the doping percentage,
choice of the monomer, operating
potential, ete. Hence, large number of
colors are available with the polymeric
materials

WVery high
10* ~ 10° cycles
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The color changes elicited by doping are due to the modificatidimeof
polymer's band electronic structure. The undimensional charaaftethe
polymer system energetically favors the localization onctian of the charge
created by doping and the relaxation of the lattice around thigeh@his
confinement of the charge then creates the defects that privdtiee gap new
electronic states which cause the color changes. In polymetts avi
nondegenerate ground state and an aromatic-like structure tbe tataxation
is towards the quinoid structure and defects, polarons (singlgechaf spin %)
and bipolarons (double charges, spinless), are related to the ashctatge in
the polymer, usually indicated as the doping level. As the dopiegjilecreases
the bipolaron states overlap in bipolaron bands, and the bipolaron bands may
merge with valence and conduction bands leading to metakicstike.

Polyanilines, polypyrroles, and polythiophenes have been the most
actively investigated systems for electrochromic propert[@42-117].
Spectroelectrochemical techniques provide a practical methodeversibly
doping and undoping conjugated polymers while simultaneously observing
optical responses. In particular, small band-gap conjugated eyhmave
attractive intrinsic properties such as transparency in tpedistate, stability
for electrochemical doping process and significant absorption changie
infrared/visible range by doping. Additionally, by modification abstituents
of low band gap conducting polymers, the band gap can be changed fodher a
provide a wide range of color changes within the visible spectuntike low
band-gap conducting polymers, high band-gap polymers show the transparent
state in the neutral state and color in the doped stateddhting both polymers
in the device, electrchromic devices with a dual polymetesy have been

fabricated for improved contrast.

1.2. Enzymes

Life depends on a well-orchestrated series of chemicalioeactMany
of these reactions, however, proceed too slowly on their ownidiais life.
Hence nature has designed catalysts, which we now refer émzymes, to

greatly accelerate the rates of these chemical reacfitvescatalytic power of
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enzymes facilitates life processes in essentiallyif@fbrms from viruses to
man. Many enzymes retain their catalytic potential afteraction from the
living organism, and it did not take long for mankind to recogniz exploit
the catalytic power of enzyme for commercial purposes. In fhet earliest
known references to enzymes are from ancient texts dealitly the
manufacture of cheeses, breads, and alcoholic beveragesy dinel tenderizing
of meats. Today enzymes continue to play key roles in many foodeardalge
manufacturing processes and are ingredients in numerous consumer products
such as laundry detergents (which dissolve protein-based stainthevitielp of
proteolytic enzymes). Enzymes are also of fundamental interabe health
sciences, since many disease processes can be linkecatietrent activities of
one or a few enzymes. Hence, much of modern pharmaceesearch is based
on the search for potent and specific inhibitors of these enzyrhesstlidy of
enzymes and the action of enzymes has thus fascinated ssisimigt the dawn
of history, not only to satisfy erudite interest but also bexadighe utility of
such knowledge for many practical needs of society [118].

The macromolecular components of almost all enzymes are cethpbs
protein, except for a class of RNA modifying catalysts knowmilaszymes.
Ribozymes are molecules of ribonucleic acid that catalyaetioms on the
phosphodiester bond of other RNAs. Enzymes are found in all tissuelsiiasd f
of the body. Intracellular enzymes catalyze the reactionsetébolic pathways.
Plasma membrane enzymes regulate catalysis within aellseegponse to
extracellular signals, and enzymes of the circulatory syste responsible for
regulating the clotting of blood. Almost every significant lipgocess is

dependent on enzyme activity.

1.2.1. Enzyme Classification
Presently more than 2000 different enzymes have been isolated and
characterized. The sequence information of a growing number ahismys
opens the possibility to characterise all the enzymes of ganem on a
genomic level. The smallest known organism, Mycoplasma gemtatontains

470 genes of which 145 are related to gene replication andrifgitst Baker’'s
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yeast has 7000 genes coding for about 3000 enzymes. Thousands of different
variants of the natural enzymes are known. The number of reported 3-
dimensional enzyme structures is rapidly increasing. In the 2660 the
structure of about 1300 different proteins were known. A systensttibdsed

on a numerical notation, the EC number, has been laid down I@othenission

on Enzymes of the International Union of Biochemisthe systematic name of

the enzyme consists of two parts: The first part desctitgesubstrates and the
second part defines the type of reaction catalyzed. Accorditigst@pproach,

all enzymes catalyze one of six types of reactions The esmyare classified

into six major categories based on the nature of the chengaation they

catalyze [119]:

Oxidoreductases catalyze oxidation or reduction of their stibstra
Transferases catalyze group transfer

Hydrolases catalyze bond breakage with the addition of water
Lyases remove groups from their substrates

Isomerases catalyze intramolecular rearrangements

© g M w NP

Ligases catalyze the joining of two molecules at the expefise o

chemical energy

1.2.2. Enzyme Activity

It is usually best to determine the activity of an enzyahés optimum
with respect to pH, concentration of substrate, presence ohtrty etc. The
method employed should vyield results which are independent of the
concentration of the enzyme solutions. With most enzymes theirsanud
change produced by the enzyme is only proportional to the enzyme
concentration in the early part of the reaction [120].

The potency of an enzyme is expressed in units. The unit acgvibei

amount of change or destruction of a given quantity of a substrate aertiEn
definite conditions. Quite often the number of sng defined asimoles of

substrate transformed to product/min per mg of total enzyme-polyme
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conjugate. Another way of expressing the activity of an enzynhy ispecific
activity, the number ofrmoles of substrate transformed to product/min/mg of

protein, under certain specified conditions of temperatureefaH,

1.2.3. Kinetics of Enzyme Reactions

Enzymes possess unique catalytic function, so their eféigign usually
determined by measuring their effect on the rate of cheneeation. The rates
of enzyme catalyzed reactions were first studied in therlptrt of nineteenth
century, when no enzyme was available in pure form and the maihadsay
were primitive. Furthermore, instead of measuring initiakgadf reaction at
various initial substrate concentrations, the commonly used methedtova
follow the course of reaction over a period of time [121]. In 184i8haelis and
Menten [122]measured initial rates of the breakdown of sucrose into glucose
and fructose catalyzed by invertase at different substrateenwations and
controlled pH by allowing the mutorotation of the product. It was pdsulitat
the enzyme and its substrate form an enzyme-substrate commerdunt for
rectangular hyperbolic relationship between the substrate comgemtand the
reaction velocity. They proposed a mechanistic scheme foretiEyme-
catalyzed reaction involving single substrate and single neeiate and
equilibrium between the free enzyme and the enzyme-substdtereyme-
product complexes, where E is the free enzyme, S is the sab$i is the

enzyme-substrate complex and P is the reaction product.

k +1 k
ES 2
K.

Michaelis and Menten derived the rate equation based on then@ssu that

E+S E+P

the rate of breakdown of the ES to product was much slower tman t

dissociation of ES into enzyme and substrate therefore,

Kio << kg
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However, the formulation of Michaelis and Mentesjch treats the first
step of enzyme catalysis as on equilibrium, make®oessary and unwarranted
assumptions about the rate constants. Thus, a walié derivation was
proposed by Briggs and Haldane [123] based onrittialirate of reaction. It
was assumed that almost immediately after the ipzastarts a steady state is
achieved in which the concentration of the interiaed (enzyme-substrate

complex) is constant.

d[ESI/dt = K .y [E][S] - K [ES] - K2 [ES] = 0 (1)

Since the total enzyme concentration,.[gn be written as the sum of [E] and
[ES],

A[ESI/dt=k ,1[E1[S] - (K +4[S] - k 1 +k 1) [ES] =0 @

dividing (2) by k; and solving fof[ES]

[El [S]

[ES] =
(k.1 +Kip) [Kyg +[S]

the rate equation is

v KL ES] - K +alElo 9]
(k.1 +ku9)/ Koy + [S]
Vinax ]
V=——
K [S]

Km is known asMichaelis constantis the equilibrium constant for
dissociation of enzyme-substrate complex and inversely relatad &dftnity of
the enzyme for its substrate. Thgwis themaximum velocity of reactiomhich

is attained when the entire enzyme is in the form of enzymératdsomplex.
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It was shown that this theory and equation could account accurateliefir
results with invertase, and because of the definitive nafutieeir experiments,
which have served as a standard for almost all subsequent erkiyetie
measurements. Today, Michaelis and Menten are regarded asutiderfs of
modern enzymology and equation 1 is generally known adlitteaelis-Menten
equation The initial rate of reaction obeying Michaelis-Menten eigmaas a
function of the substrate concentration at constant enzyme catoantrs

given in Figure 1.14.

[S]

Figure 1.14. Plot of initial velocity against substrate concentration

enzyme catalyzed reaction.

At very low substrate concentrations, velocity is directlypprtional to
[S] so that reaction is apparently first order in S. Atyvligh substrate
concentrations, velocity will approach tguyand the reaction is apparently zero
order in S. Under these conditions, the enzyme is said to betsatwith
substrate. Graphical representation of Michaelis and Menten ewquéi

desirable if a series of initial velocities at differentbstrate concentrations is
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measured, so that the kinetic parameterg, akd \nhax can be determined.
However, the plot of v against S, generating a rectandmaerbola which is
unsatisfactory in practice due to difficulty in drawing hyperbalesurately and
then estimating asymptotes. Therefore, in order to deterthi@se kinetic
parameters, for an enzyme catalyzed reaction, a linkdiorewould be more
useful. Lineweaver and Burk [12#iave preferred to rewrite the Michaelis and

Menten equation in a form that permits the resultsetplbtted as a straight line,

The plot of 1/v versus 1/[S] will give a straighihd of slope K/vmaxand y
intercept of 1/yax (Figure 1.15)

[S]

Figure 1.15.Lineweaver- Burk plot
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1.2.4. Enzyme Immobilization

Immobilization can be defined as the physical awerient or
localization of enzyme molecules within or on a pup material, while
retaining their biochemical activity. In this pr@se enzyme molecules are in
distinct phase which allows exchange with, bueisasated from, the bulk phase
in which substrate molecules are dispersed andtoreni

The technology for immobilization of cells and gmes evolved steadily
for the first 25years of its existence [129)ut in recent years it has reached a
plateau, if not a slight decline. However, the exgyan of biotechnology, and
the expected developments that will accrue from aadegs in genetic
technology, has revitalized enthusiasm for immahtion of enzymes and cells
[126]. Research and development work has providdmbwildering array of
support materials and methods for immobilizatioruckl of the expansion may
be attributed to developments to provide specifiprovements for a given
application [127]Surprisingly, there have been few detailed and ecehmgnsive
comparative studies on immobilization methods angperts. Therefore, no
ideal support material or method of immobilizatibas emerged to provide a
standard for each type of immobilization. Selectmfnsupport material and
method of immobilization is made by weighing theieas characteristics and
required features of the enzyme/cell applicatiorais} the properties,
limitations, characteristics of the combined imntiabtion/support.

In solution, soluble enzyme molecules behave go#rer solute in that
they are readily dispersed in the solution and hesmplete freedom of
movement. Enzyme immobilization is a technique Spafly designed to
greatly restrict the freedom of movement of an emzyMost cells are naturally
immobilized one way or another, so immobilizatiaopdes a physical support
for cells. There are five principal methods for iofnlization of enzymes/cells:
adsorption, covalent binding, entrapment, micropeakation, and crosslinking

(Figure 1.16). The relative merits of each arewlised briefly below.
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Figure 1.16.Principal methods of immobilization.

1.2.4.1. Adsorption

The adsorption of an enzyme onto an insoluble sapgothe oldest

method of enzyme immobilization. It is exceedinglgsy to perform. In this
method, enzyme and support material are mixed uadpropriate conditions

and following a period of incubation, finally thesbluble material is separated

from the soluble material by centrifugation orréition [128].

Numerous surface-active materials including aniatien exchange

resins, activated charcoal, silica gel, aluminantedled-porosity glasses,
ceramics, etc, have been used in the preparatiorenaiyme-adsorption
complexes. Depending on the nature of the surtheeenzyme binding may be

the result of ionic interactions, physical adsampti hydrophobic bonding, or

Van der Waals interactions [128].
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Adsorption methods offer advantages of simplicaywide variety of
adsorbents (a large number of adsorbents a vasfephysical shapes (sheets,
fibers, etc) can be used. However, yields (enzymet per unit absorbent) are
low, and the enzyme is partially or totally inaetied.

The major disadvantage of this method is thateteyme is not firmly
bound to the support. Changes in experimental tiondi such as pH, ionic
strength, temperature and type of solvent can cdaserption of the enzyme
from the support as they affect such linkagessdme cases the substrate itself

can also cause leakage of its enzyme from the sufd&8].

1.2.4.2. Covalent Binding

Covalent attachment of enzyme molecules to funatined support,
based on the formation of a covalent bond betwherehzyme molecules and
support material, is the most prevalent and expantally easy to conduct. This
method involves adding the enzyme to a suspendidgheopolymer, allowing
the coupling to proceed, and removing any noncoxigiebound enzyme by
subsequent washings [129].

Since the immobilization is dependent on the fdromaof covalent
bonds between the enzyme and the support and\atieed enzyme produced,
consequently, the derivatized enzyme may exhibpesar chemical and
physical properties relative to its soluble coupdet. Another advantage of the
method is its high degree of development. [129]

However, the successful attachment of an enzyneaesopport requires
elaborate preparations of both the enzyme and uppaost, which can exhibit
low efficiency in coupling procedure, can give datives of low catalytic
efficiency. It is important that the amino acidsestial to the catalytic activity
of the enzyme are not involved in the covalentdigd to the support. This may
be difficult to achieve, and enzymes immobilizedhrs fashion generally lose
activity upon immobilization. This problem may beepented if the enzyme is
immobilized in the presence of its substrate- @ steprocedure which would
tend to have a protective effect on the catalytie sf the enzyme during
immobilization [129].
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1.2.4.3. Entrapment

The entrapment method is based on the localizafi@n enzyme within
the lattice of a polymer. Unlike other methods wimobilization, entrapment
does not result in a direct link between the maanixl the active component.
Entrapment methods are performed by dissolving éheyme solution of
chemicals required for synthesis of the enzyme @laasl treating this solution
so that a distinct phase is formed [128].

Entrapment is an attractive method of immobilizatwhere the size
differential between substrate and catalysis igelamwhere the biocatalyst is
susceptible to chemicals or deactivation and wiséneng interaction with the
surfaces of a support matrix is undesirable orragrbe achieved directly.

Method offers the advantages of the overall expenital simplicity. The
need for only small amounts of enzyme to produseater-insoluble enzyme
conjugate, no alteration in the enzyme’s intringioperties (no chemical
modification of enzyme).

The main problems with entrapped enzymes usualgm sfrom
diffusional restrictions. To be an effective barria matrix must have pores
within a limited size range, being sufficiently dhta retain the catalyst while
not impeding the free diffusion of substrate anodpict. Enzyme molecules are
physically entrapped within the polymer lattice grefmeate out of the matrix;
however, appropriately sized substrate and prodoctecules can transfer
across and within network of polymer to insure attwous transformation
[128].

1.2.4.4. Microencapsulation

Microencapsulation differs from other immobilizationethods in that it
is mainly based on maintaining the solution envinent around the enzyme
rather than involving physical or chemical forces.this process, the original
solution containing the enzyme is wholly immobitizenstead of selectively
immobilizing enzyme molecule.

In this method, enzyme molecules being larger ttian mean pore

diameter of the sphere retained within the encapsdl sphere and cannot
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diffuse out while small substrate and product malles can be readily diffuse
into the capsule [128].

Procedure involves the following steps: An aquesaohkition of the
enzyme is first added to organic phase containingllsamount of water or
emulsifying agent, and two phase mixture is obt@inext a second organic
phase containing the polymer and the organic solfen polymer, small
colloids are formed, and by evaporation out theapig solvent further
precipitation will result in a thicker membranené&lly, by sedimentation or
centrifugation small microcapsules are separatad fsrganic phase.

Compared to classical entrapment method, the maijdvantage
including the possibility of formation of high sade area per unit enzyme
immobilized (high concentrations of enzymes in trgginal solution) that
provides an extremely large surface area for comtasubstrate and enzyme. In
this method, no changes in the inherent propecfidhe enzyme are expected,
since no chemical modification is required, and eneyme molecules are free
in solution. However, a great deal of technologynéeded to make uniform

spheres and provide high activity retention [129].

1.2.4.5. Crosslinking

This type of immobilization (Figure 1.17) is suppfree and involves
joining the cells (or the enzymes) to each otherfdom a large, three-
dimensional complex structure, and can be achidyedhemical or physical
methods [130]. Chemical methods of crosslinkingnmadty involve covalent
bond formation between the cells by means of abmultifunctional reagent,
such as glutaraldehyde and toluene diisocyanateieMer, the toxicity of such
reagents is a limiting factor in applying this madhto living cells and many
enzymes. Both albumin and gelatin have been usptbtade additional protein
molecules as spacers to minimize the close proximibblems that can be
caused by crosslinking a single enzyme. Physicakstinking of cells by
flocculation is well known in the biotechnology imgtry and does lead to high
cell densities. Flocculating agents, such as poiyas) polyethyleneimine,

polystyrene sulfonates, and various phosphateg hagn used extensively and
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are well characterized. Crosslinking is rarely usesl the only means of
immobilization because the absence of mechanicglgsties and poor stability
are severe limitations. Crosslinking is most ofteed to enhance other methods

of immobilization, normally by reducing cell leal@am other systems.

1.2.5. Enzyme Immobilization by Electropolymerization

Electropolymerization is an efficient enzyme immniidaition method used
in biosensor development. Conducting polymers sash polythiophene,
polyaniline, polyindole polypyrrole [131] can beogm electrochemically on an
electrode surface, and it could be demonstrated #lactrochemical
polymerization is an easy and attractive approawhtlie immobilization of
enzymes at electrode surface. However, conductigners have additionally
been used in amperometric enzyme electrodes watintention of coupling the
electron-transfer reaction between enzyme and retetvia the ramified
conducting network of the polymer. Some of thessctebpolymers can also
serve as mediator, decreasing the work potential #rereby avoiding
interference from other species.

In recent years, there has been a growing intenestiectrochemical
microdevices owing to their potential applicationmonitoring and diagnostic
tests in clinical laboratories. In particular, ttlevelopment of microfabricated
biosensors constitutes an attractive avenue for gkevivo and in vivo
measurements of metabolites, for example glucoseprmdnes,
neurotransmitters, antibodies and antigens. Howekierstable immobilization
of macromolecular enzymes on conductive microsedaavith complete
retention of their biological recognition propestis a crucial problem for the
commercial development of miniaturized biosensé&fectively, most of the
conventional procedures of enzyme immobilizatiorchsuas cross-linking,
covalent binding and entrapment in gels or memlwasdfer from a low
reproducibility and a poor spatially controlled dspion. Apart from these
conventional methods, the immobilization of enzynmeselectropolymerized
films is gaining importance [131-133]. Effectivelythe electrochemical

formation of polymer layers of controlled thicknessnstitutes a reproducible
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and nonmanual procedure of biosensor fabricatitis @pproach has received
considerable attention due to increase demand ifoatarized biosensors [134].
The electrochemical method involves the entrapmanenzymes in
organic polymers during their electrogenerationamnelectrode surface. The
polymer formation is carried out by controlled putal electrolysis of an
aqueous solution containing monomers and enzymexerily, a more
sophisticated approach involving the adsorptiommiphiphilic monomers and
enzymes before the electropolymerization step hesnbdescribed [133].
Another electrochemical method involves, initiallye electropolymerization of
functionalized conducting polymers. Then the attaeht of enzymes to the
polymer surfaces can be obtained by chemical gaftir by affinity of the
enzyme at the functional group [135, 136]. In corigmn to the physical
entrapment of enzymes within polymer films such aslypyrrole,
polythiophene, polyacetylene or polyaniline, thjzpeach preserves a better
access of substrate to the immobilized enzymesfailitates macromolecular
interactions. However, the amount of immobilizedyanes is restricted to a
monolayer at the interface polymer-solution. Teargeago, an elegant strategy
of biosensor construction based on the entrapnfestizymes in polymer films
during their electrogeneration on electrode surfappeared [137, 138]. This
method involves the application of an appropriatdéeptial to the working
electrode soaked in aqueous solution containingy leoizyme and monomer
molecules. Enzymes present in the immediate vicioitthe electrode surface
are thus incorporated in the growing polymer. Idliadn, the entrapment of
enzymes occurs without chemical reaction that cadlect their activity. The
advantage of electrochemical polymerization is thias can be prepared easily
in a rapid one-step procedure. Furthermore, thitvoteenables exact control of
the thickness of the polymer layer based on thesorement of the electrical
charge passed during the electrochemical polym@izaOne major advantage
of electrochemical deposition procedures over ncoreventional methods is the
possibility to precisely electrogenerate a polyroeating over small electrode
surfaces of complex geometry. Moreover, the redesign of electrochemical

micro cell allows the electrogeneration of polyrfiens from small volumes of
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electrolyte. The amount of enzyme required for etgrapment within the
polymeric film is thus markedly reduced. Most ofe ttelectrochemically
deposited polymer films used for the enzyme imnipdtion are conducting
polymers for example, polyacetylene, polythiophepelyaniline, polyindole

and polypyrrole.

Figure 1.17.Enzyme immobilization by electropolymerization

Often, the thickness of the growing polymer film controlled by
measuring the charge transferred during the elgoérical polymerization
process. However, most authors have their indiviekesy of electrode surface
pretreatment, choose specific concentrations ferethzyme and the monomer,
and use different electrolyte salts and hence eowrtions incorporated in the

growing polymer film.

1.2.6. Applications of Immobilized Enzymes

Immobilized enzymes have been widely used for thecgssing of a
variety of products spanning industries from foodehvironmental control. In
addition to their use in processing, they have aksen found useful in many
bioanalytical and biomedical applications. Presernthmobilized enzymes are

routinely in the medical field, such as in the diagis and treatment of various
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diseases. For example, immobilized antibodies ptecs or enzymes are used in

biosensors and ELISA for the detection of varioimbtive substances in the

diagnosis of disease states; encapsulated enzymesdsa used in bioreactors

for the removal of waste metabolites and correctaininborn metabolic

deficiency [139].

Table 1.2.Applications of immobilized enzymes.

Pharmaceuticals

Selective hydrolysis of penicillin
Production of monoclonal antibodies
Steroid conversions

Antibiotic modification

Food industry

Isomerization of glucose to fructose
Hydrolysis of starch oligomers to glucose
Inversion of sucrose

Treatment of milk

Amino acid synthesis

Ethanol production

Enzyme electrodes based on changes in pH, r

edox

Analytical potential, current response, etc.
In vivo devices for treatment of failure of kidne
) pancreas
Medical

Detoxification following drug overdose
Treatment of certain leukaemias by asparaginase

Y,
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1.2.7. Polyphenol Oxidase Immobilization

Polyphenol oxidases (PPO; oxygen oxido-reductasdymmsinase; EC
1.14.18.1) are copper containing enzymes, whiclwaédely distributed in micro
organisms, animals and plants [140, 141]. Enzymiataawwning of fruits and
vegetables resulted mainly due to PPO’s oxidatidn natural phenolic
compounds inta-quinones, which are polymerized into brown, redblack
pigments [142, 143]. The most important factorsedwuining the rate of
enzymatic browning are the concentration of enzyand phenolic substrate,
pH, temperature and oxygen availability [144].

In general, the observed coloration on bruised,ocwsliced fruits and
vegetables is related to enzymatic browning [1#sjwever, browning can also
originate from non-enzymatic reactions such as Nfallard reaction [146],
which occurs mainly in heat-processed food prodyt#s/]. PPO has an
enormous impact on the quality of fruits and vebleta due to the loss of
texture, color and nutritional value of productgl4l As a result, PPO has
received attention from researchers in the arefood processing and food
technology. Commercially important plant productstigularly susceptible to
adverse browning reactions include fruits such pples, bananas, grapes,
pineapples, peaches and apricots as well as végetanch as potatoes,
cabbages and lettuces [148]. In certain instargted) as the manufacture of tea
[149], coffee and cocoa [150], enzymatic brownisgconsidered actually a

desirable reaction [151].

The names of tyrosinase, -catecholase, catecholdasai and
polyphenolase are used interchangeably with polypheoxidase [145].
Polyphenol oxidases catalyze the hydroxylation ohophenols t@-diphenols
and subsequent oxidation ofdiphenols to corresponding o-quinones (Figure
1.18) [142, 152]. Unstable and highly reactixguinones can react with one
another as well as witl-diphenols in the presence of,.An addition, o-
quinones are strongly electrophilic in nature mgkithem susceptible to
nucleophilic attack [152]; as a result, o-quinowes react with amino acids,
peptides and proteins [153, 154].
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Figure 1.18. Schematic representation of polyphenol oxidase

activity.

Tyrosinase catalyzes two distinct oxidation reaxtias shown in Figure
1.19. In cycle I, tyrosinase completes the oxidatad monophenols in the
presence of oxygen as it proceed through four eafigniorms (Beoxy Eoxy
EoxyM, and EerD); in cycle I, o-diphenols are oxidized as thezyme goes
through five enzymatic rearrangementsells; Eoxy, Eoxy"D, Emet and EnerD).
The two cycles lead to the formation of o-quinonelich spontaneously react
with each other to form oligomers [155]. A typidafy period observed during
tyrosinase-catalytic reaction is related to its ppirenolase activity. The

hydroxylation of monohydroxyphenols by tyrosinas@s follows:

2 monohydroxyphenols + O+ AH; 2 o-dihydroxyphenols + FD + A
(Where AH is a reductant)
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Figure 1.19. Catalytic cycle for the hydroxylation of monopléto o-

diphenol (I) and dehydrogenation of o-diphenol tguinones (II) by
tyrosinase [156].

Tyrosinase has two separate binding sites in tiseacenter, one for the
substrate  (monohydroxyphenol) and another for theductant (o-
dihydroxyphenol or exogenously added AKL57, 158). When exogenous AH
is not added, the hydroxylation reaction is chamantd by a lag period, which
is a dynamic equilibrium between the enzymatic ahdmical steps to obtain
the steady state with respect to the diphenol curatton [141]; to reach such a
concentration, a small amount of enzyme must bseptein the oxy form [159].
The lag period is an autocatalytic mechanism, whiadpends on the
concentrations of DOPA (dihydroxy phenylalanine)manophenol substrate
[160]. Exogenous addition of the reductants (asaterbhydroxylamine and

hdroquinone) can also shorten the lag period. Euribre, the lag is dependent
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on various factors, including substrate and enzyuoacentration, pH and
transition metal ion concentration. The absenca ag period for diphenolase
activity can be explained by the binding and transfation of o-diphenols into
0-quinones by the Emet and Eoxy forms [158].

The catecholase or diphenolase activity of tyrasnalso has important
applications, since this activity can be used i &émalysis of phenols and its
derivatives. Phenolic pollutants are frequentlynidin surface waters and in the
effluent of industrial discharge sources. Somehefihdustrial sources of phenol
discharge include oil rafineries, coke and coalveosion plants, plastics and
petrochemical companies, dyes, textiles, timbenimgi, and the pulp and paper
industries. Virtually all phenols are toxic. Morewy they have a high oxygen
demand and can deplete the oxygen in the body derwd6l]. As a
consequence, this may affect the ecosystem of sateces where phenols are
discharged.

A successful application of soluble tyrosinasethe “cleansing” of
polluted waters have reported by Atlow et al. [16Byrosinase causes the
precipitation of phenols, which can then be filtemut from surface waters and
industrial discharge sources. The enzyme has asm lised as a sensor to
detect the concentration of phenols in waste wWa&3, 164]. The detection of
phenols is of importance also in the medical fidlgcosinase has been used as
part of an enzyme-electrode system to detect cal®ctand assess
catecholamines in the urine of patients with negrakt tumors [165]. Since
tyrosinase is responsible for the browning of &uind vegetables it has also
applications in the food industry. Interest in #reyme has been demonstrated
by tannin oil companies due to the role that ityplan melanogenesis. Also, it
has been considered for use in melanin-relatedrabss, such as albinism,
vitiligo, and melanoma [166].

Although tyrosinase has widespread applicatides)se is limited by its
inherent instability and rapid inactivation. By mgi enzyme immobilization
technology, good operational stability and long¥testability can be achieved

for tyrosinase.
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Red and white wine contain many phenolic substnekich have a
number of important functions in wine. They afftue taste like bitterness and
astringency, especially in red wines, the colorrefl wine is caused by
phenolics, they are also bactericidal agents arghitnantioxidant properties,
being especially found in the skin and seeds ofjthees.

There are two types of phenols in wines. “flavaisdi and “non-
flavonoids”. The flavonoids are composed of thremzgsne rings and react
readily, binding to other molecules and there agéwben 6,000 and 8,000
species of flavonoids. A group of flavonoids, cdltee flavon-3-ols, have been
well characterized in wine. Flavon-3-ols are usuedincentrated in grape seeds,
stems and skin. When these parts of the grapeetirm Ifor as long as possible
during the wine-making process, more flavon-3-a@ld ap in the resulting wine
than if the seeds, stems and skin are removeeeHt7].

The non-flavonoids in wine comprise many classésclemicals
including hydroxyl cinnamates, benzoates, andestiéis. The health benefits of
a particular kind of stilbene, called "resveratr@re known widely since it is
unique to grapes and is not found in other fruitsegetables [168].

Amount of phenolics vary from one brand and typewife to another
since the chemical composition of a wine is inflcesh by the climatic and
atmospheric conditions, soil type, vine cultivatemd the treatment to which it
is subjected. Process difference cause the redswineontain almost ten times
higher amount of phenolics than the white wine.

The typical methods for the determination of pHenoompounds are
gas and liquid chromatography [169, 170]. Thesehods involve complex
sample pre-treatment procedures and are unsuitablen site or field based
analyses. A biosensing approach with advantagegigif specificity, high
sensitivity and rapid detection mechanism may glewa solution [171-175]. In
this study immobilization of polyphenol oxidase ymz in a conducting
polymer electrode was studied as an alternativéaadefor the determination of

phenolic compounds [176, 177].

46



1.2.8. Alcohol Oxidase Immobilization

The detection and quantification of alcohols witlighh sensitivity,
selectivity and accuracy is required in many ddfdrareas. Accurate and rapid
measurement of ethanol is very important in clihead forensic analysis in
order to analyse human body fluids, e.g. bloodjreersaliva, urine, breath and
sweat, among others. The food, beverage (wine, aedr spirits) and pulp
industries require simple, fast and economic amalytmethods in order to
control fermentation processes and the quality rofipcts thereof [178, 179].
Moreover, the determination of ethanol is also ingoat in agricultural and
environmental analysis, e.g. for the assessmesetlanol at a spill site or in
groundwaters.

Many analytical methods have been developed duhagyears for the
determination of ethanol and other aliphatic aléd®hsuch as methanol. These
include the use of chemical methods, such as reii@tions, colorimetric
methods, specific gravity and refractive index noeasents, chromatographic
and spectroscopic methods. Although some of thesthads are precise and
reliable, they are complex, time consuming and iregprevious separations
processes (distillation, pervaporation), expensha&rumentation and trained
operators. Such disadvantages can be overcome éyugh of enzymatic
methods. Enzymes are one of the essential comporantiving systems,
catalysing almost all chemical transformations thad¢cur during cell
metabolism. The nature and specificity of theirafgic activity makes them
excellent tools for chemical analysis. The abitifya single enzyme molecule to
catalyse the reaction of numerous substrate m@salso provides an amplifi-
cation effect, which enhances the sensitivity efdnalysis. A further advantage
is that most enzyme-catalysed reactions can bewell by simple, widely
available spectroscopic or electrochemical methédisohol oxidase has been
extensively used in the determination of alcohols.

Alcohol oxidase (AOX; Alcohol:@ oxidoreductase, EC 1.1.3.13) is an
oligomeric enzyme consisting of eight identical sudits arranged in a quasi-
cubic arrangement, each containing a strongly barofector, flavin adenine
dinucleotide (FAD) molecule [180]. It is produceg methylotrophic yeasts
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(e.g. Hansenula Pichia, Candidg in subcellular microbodies known as
peroxisomes, during growth on methanol. AOX is fine enzyme involved in
the methanol oxidation pathway of methylotrophicasts and although its
physiological role is the oxidation of methanoljstalso able to oxidise other
short-chain alcohols, such as ethanol, propanol lam@nol. AOX is thus
responsible for the oxidation of low molecular wsigalcohols to the
corresponding aldehyde, using molecular oxyges) &3 the electron acceptor,
according to equation below. Due to the strong iaiid character of @the

oxidation of alcohols by AOX is irreversible.
AOX
RCH,OH + (O, RCHO + HO;

The classical ways to follow an oxidase-catalyssttion have been by
measuring either the decrease in @nsion or the increase in G
concentration.

Colorimetric, chemiluminescent and fluorescent radthcan be used to
detect the production of J@, by AOX during the oxidation of ethanol.
Colorimetric methods are based on the conversi@abiromogen substrate into
a coloured product, which absorbs in the visiblecsfal region. Fluorescent
methods are based on the formation of a fluorophwoeluct, which emits
visible light after being stimulated with a shorteavelength radiation. Finally,
chemiluminescence consists in the emission of Misllght upon chemical
reaction.

Most of the spectrometric methods described in liteeature for the
determination of ethanol are based on a bienzynsgstem, comprising AOX
and a peroxidase enzyme, which further reduc€3 kb H,O at the expense of
hydrogen donor molecules. A wide range of subgtrhss been used, including
chromogenic, fluorigenic and luminogenic substra@se of the most popular
substrate used is 2,2_-azino-di(3-ethylbenzthiagefi-sulfonate), ABTS [181-
184]. The oxidized form of ABTS has a bluish gremoiour and is usually
detected around 415 nm. Another currently used robgen is 4-

aminoantipyrine (4-AAP), which is used in combioatiwith another reducing
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substrate such as phenol [185], 4-hydroxybenzosatéo [186,187],
chromotropic acid (1,8-dihydroxy-3,6-naphthalensutfonic acid) [188], 8-
hydroxyquinoline  [189]. Others chromogens used udel 2,6-
dichloroindophenol [190]p-dianisidine [191], 3,3 ,5,5 -tetramethylbenzidine
(TMB) [192],etc. A well-known example is the estitia of ethanol with a
combination of AOX, peroxidase (POD) andasdianisidine dye. The method

involves two enzymatic reactions.
AOX

Substrate O, RCHO H,0,

and,

POD

H,O, o-dianisidine (reduced) H,O o-dianisidine (oxidized)

Although, most of the spectrophotometric method=dusr the detection
of ethanol are based on a bienzymatic system, dsimgmHRP and AOX, some
methods have been proposed without the use of HR®.group of Guilbault
proposed a fibre-optic chemiluminescence methodtiier determination of
ethanol in beverages [193]. In this method, th®4produced enzymatically by
an AOX immobilised bioreactor was determined by sueiag the luminescence
of the oxidation of luminol, by D,, using KFelll (CN)s as catalyst.

Other methods have also been reported to follow dkielation of
alcohols by AOX. Rank and co-workers have descréoéigermal biosensor for
monitoring ethanol and other metabolites duringustdal fermentations [194,
195]. This biosensor is based on the enthalpy ehalging the conversion of
ethanol by an AOX immobilized column. A referenaduenn, containing only
BSA, was used in order to eliminate non-specifiathaising from mixing and
salvation effects caused by high salt and metabalidncentrations in the

fermentation broth.
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1.3 Aim of the Study

(@) To achieve the syntheses of thiophene capped playy¢ee oxide)
coded as ThPEO and random copolymer containingetBrytthienyl
methacrylate and p-vinylbenzyloxy poly(ethylene d®i coded as
RPEO.

(b) To synthesize the conducting copolymers of ThPE@ RREO with
thiophene or pyrrole and to investigate the eletteoical,
morphological and electrochromic properties of l@su copolymers.

(c) To check the possibility of enzyme immobilizatigrolyphenol oxidase
and alcohol oxidase, in copolymers obtained viactedehemical
polymerization and to characterize the enzyme ldes.

(d) To determine the phenolic compound concentratiometh wines by

using the tyrosinase electrodes.
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CHAPTER 2

EXPERIMENTAL

2.1. Chemicals

Pyrrole (Merck) and thiophene (Merck) were distlllbefore use and
stored at 4C. Acetonitrile (AN) (Merck) was used without fuethpurification.
Tetrabutylammonium tetrafluoroborate (TBAFB), bdriftuoride ethyl ether
(BFEE) (Aldrich), p-toluene sulfonic acid (PTSA) (Sigma) and sodiundestyl
sulfate (SDS) (Sigma) were used as received. Tedrafuran (THF) was
purchased from Merck, and 3-thiophene ethanol wasddand distilled over
CahH, under vacuum. Commercial reagents were purifietbraling to usual
procedures. Tetrahydrofuran (THF) was refluxed distllled over sodium wire.
Chloroform was dried over phosphorous pentaoxide distilled over calcium
hydride. , .-Azobisisobutyronitrile (AIBN) was recrystallizédom methanol.
The reagents used for anionic polymerization of/letre oxide (EO) and its
end-capping were purified and dried by the usuat@dure using a vacuum line
(10-5 mmHg), and sealed in ampoules fitted withakable seals. EO was
purified by repeated trap-to-trap distillations pwalcium hydride and finally
distilled over sodium mirror. 2-Methoxyethanol (kéy 99%) was dried and
distilled under vacuump-Vinylbenzyl chloride (VBCI) was distilled over
calcium hydride and stocked as THF solutions fod-espping reaction.
Triethylamine (TEA) (Merck), dichloromethane (DCMMerck), chloroform

(Merck), and methanol (Merck) were used withoutifpzation.
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Tyrosinase (PPO) (E.C. 1.14.18.1), alcohol oxid¢8®©X) (E.C.
1.1.3.13), peroxidase, type Il, (POD) (E.C. 1.12).5ando-dianisidine used in
spectrophotometric activity determination of AOXasvpurchased from Sigma.
3-Methyl-2-benzothiozolinone (MBTH), acetone andlfigic acid used in
spectrophotometric activity determination of PPOrevalso obtained from
Sigma. For the preparation of citrate buffer, citacid and sodium hydroxide
were used as received. Catechol was purchased 8igma. All catechol
solutions were prepared in citrate buffer. Hydrogesroxide (HO,) was
supplied by Merck.

2.2. Electrochmeical Polymerization

Several different methods including cyclic voltaetny, constant current
and constant potential methods can be utilized tarryc out the
electropolymerization of thiophene and pyrrole-lolis®nomers. In each case, a
solution of monomer in a high dielectric constarit/ent (such as acetonitrile or
propylene carbonate) suitable for electrochemistrprepared. It is necessary
that the solvent be electrochemically inert (megrtnat it will not undergo
electrochemical reactions itself within the potehtiange being used for the
experiment) and non-nucleophilic. In addition tolveat, a supporting
electrolyte (e.g. the sodium dodecylsulfate, t&i@bborate, and
hexafluorophosphate) is also required to help oarpgassage through the
solution and to compensate charges that form orpdhemer during oxidation
and reduction.

2.2.1. Cyclic Voltammetry

The most convenient method for initial studies decteochemically
polymerizable compounds is cyclic voltammetry (CVhis method consists of
cycling the potential of an electrode immersed im umstirred solution, and
measuring the resulting current at the working tebele. The background of

cyclic voltammetry was presented in Chapter 1.
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2.2.2. Constant Current (Galvanostatic) Methods

In this technique, the current is controlled byadvgnostat and it remains
constant throughout the experiment while the pdderis monitored as a
function of time (chronopotentiometry). When a coctihg polymer is
deposited on the electrode surface, the potertidldleomonomer oxidation starts
to decrease due to the reduction in monomer oxidatotential on the polymer,
compared to the bare electrode. The thickness mdwtiing polymer films can
be controlled by monitoring the charge which isanted by following the time
of experiment by the constant current. Although pdemin application, this
method has drawback of generation of unknown spesiiece the potential is a

variable parameter.

2.2.3. Constant Potential (Potentiostatic) Methods

Potentiostatic method is also an effective meangobfmer deposition
and is mainly used when a specific amount of changst be passed while the
potential is maintained at a certain value. Witls thpproach the potential is
stepped from a potential where there is no reactma set potential where the
reaction occurs. This is often the onset potent@torded by during
potentiostatic growth and current response is roagit with respect to time
(chronoamperometry). By keeping the potential camist the creation of

undesired species is prevented, hence the redmmmes selective.

2.3. Instrumentation

In this work, synthesis of copolymers and enzymendahilization
processes were performed in a typical H-shapedtrelgsis cell which is
composed of anode and cathode compartments diligesl medium porosity
sintered glass disc of 2.0 cm diameter. A Luggipilaay of reference electrode
was inserted to working electrode compartment efdall (Figure 2.1). Films
were electrochemically polymerized potentiostatietmods by using Wenking
Model POS 73 potentiostat. Platinum (Pt) flag etmits as the working and

counter electrodes and a silver (Ag) wire (psewderence) reference electrodes
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were used during electrolyses, and all potentiaseweported with respect to
the Ag wire.

CE

£ &
T8
=

Figure 2.1.H-shaped electrolysis cell.

Cyclic voltammetry system is a convenient way oftaoting the
oxidation-reduction peak potentials of the subssauch as monomers and to
analyze the electroactivity of polymers. The céligre 2.2) consists of a
platinum bead working electrode of 1 cm wire ingdn a platinum spiral
counter electrode (3 cm), and a Ag/Agference electrode. The volume of the
cell was about 15 mL. CV experiments were carriatilly a Bank Wenking
POS 2 potentiostat/galvanostat. XY recorder wasduse obtain the
voltammograms.
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Figure 2.2.Cyclic voltammetry cell.

2.3.1. Nuclear Magnetic Resonance SpectrometéH:NMR)
NMR spectra of samples were taken by Bruker InstnmNMR
Spectrometer (DPX-400).

2.3.2. Fourier Transform Infrared Spectrophotometry (FTIR)

FTIR is a useful method for the characterizatiomafiducting polymers
since it does not require polymers to be solulilgs Iprimarily used for the
detection of functional groups, but analysis ofctein the lower frequency
finger print region can give evidence of degregalfymerization, the extent of
mislinking within the polymer and the effect of stibuents on the electronic
properties of the polymer backbone. In this worklREspectra of the polymers
were recorded on a Nicolet 510 FT-spectrophotometer
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2.3.3. Gel Permeation Chromatography (GPC)

A separation technique involving the transport digaid mobile phase
through a column containing the separation medianporous material. Gel
permeation chromatography (GPC), also called skotusion chromatography
and gel filtration, affords a rapid method for theparation of oligomeric and
polymeric species. The separation is based onrdift@s in molecular size in
solution. It is of particular importance for resgain biological systems and is
the method of choice for determining molecular weigjstribution of synthetic

polymers.

For determination of Mn and Mw values of insulatimgecursor
polymers (dissolved in tetrahydrofuran), GPC steidigere conducted using

Agilent 1100 RI equipped with three Waters Styrag@iimns HR series.

2.3.4. UV-Vis Spectrophotometry
A Shimadzu UV-1601 model spectrophotometer was eyepl in the
determination of activities of both free and imniiaeid enzymes.

2.3.5. Spectroelectrochemistry Experiments

Spectroelectrochemical and kinetic studies weréopeed on Solatron
1285 potentiostat/galvanostat attenuated with AgiledP8453A UV-Vis
spectrophotometer in a cell furnished with ITO edaglass working, Pt wire

counter electrodes and a Ag/Agference electrode at room temperature.
2.3.6. Colorimetry Measurements

For colorimetry measurements Conica Minolta CS-A06hromameter
was used.
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2.3.7. Scanning Electron Microscopy (SEM)

SEM is a surface analytical technique which is aygll to study the
morphology of conducting polymer film surfaces apdovides valuable
information on the nature of dopant ion and thekhéss of the film. SEM of
both copolymer and enzyme entrapped films was pedd using a JEOL
model JSM-6400 scanning electron microscope at 20KK varying levels of
magnification. Polymer films were peeled back frBmelectrode and glued to
copper holder, and then they were coated by sjnugtevith a thin gold film to

avoid charge build-ups due to their low condudivit

2.3.8. Four Probe Conductivity Measurements

Four probe technique allows a number of condugtimieasurements
over a broad range of applied currents, usuallyingrbetween 1 pA and 1
mA. In this device, four equally spaced points ahine make electrical
contact with a polymer film on an insulating sudgadBetween the outer
pair of these points, a constant current is appheudle the potential
difference arising from this current is measuredhat two inner contacts.
By applying a constant current across the two olgads, the voltage drop
across the two inner leads can be measured allofeinthe calculation of
resistance using Ohm’s law. Figure 2.3 shows tmepkist form of the
device. A known current | is injected at the eled& 1 and collected at the
electrode 4, while the potential difference betwemmtacts 2 and 3 is

measured. Conductivity is calculated from the fallog equation:

=In2 / ( RY)

where R is the resistance of the sample, t ishiekhess.

To measure the conductivities, electrochemicatlpared polymers
films at sufficient thickness were removed from tectrolysis medium,
followed by rinsing, drying and removal of the filby peeling from the
electrode surface. Their conductivities were deteed by four probe

technique.
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Figure 2.3.Four- probe conductivity measurement.

2.4. Experimental Procedures

2.4.1. Synthesis of Conducting Copolymers of Thiogne Ended
Poly (Ethylene Oxide) with Thiophene and Pyrrole

2.4.1.1. Synthesis of Thiophene Ended Poly(Ethyler@xide)

(ThPEO)

Calculated amounts of 3-thiophene ethanol, potassiaphthalene in
tetrahydrofuran (THF), THF and ethylene oxide (E€Jch in an ampoule with
a breakable seal, were fitted into a flask, baketku vacuum and sealed off the
vacuum line. 3-Thiophene ethanol and THF were firsbduced into the dried
flask and then reacted with potassium naphthaledédi-. The dark green color
due to potassium naphthalene almost immediatelgp@isared. Then EO,
chilled by dry ice, isopropanol, was introducedhe flask and polymerized at
40 C for 3 days. An aliquot was taken off to affordth®sphene ended
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polyethylene oxide. The precipitated macromonomas wollected by filtration
and freeze-dried from benzene. 95 % of productieficy was obtained.

2.4.1.2. Cyclic Voltammetry Studies of ThPEO

The oxidation/reduction behavior of the ThPEO ire thresence of
pyrrole and thiophene was investigated by CV. Tlstesn consists of a
potentiostat (HEKA), an X-Y recorder and a CV aalhtaining Pt foil working
and counter electrodes, and a Ag/Agference electrode. Measurements were

carried out under Natmosphere in acetonitrile and water at room teaipee.

2.4.1.3. Synthesis of Copolymers of ThPEO with Pyrrole by

Electrochemical Polymerization

Copolymer fiims of ThPEO with pyrrole were syntiresi
electrochemically under nitrogen atmosphere in eativnal three-electrode
cell by using platinum (Pt) electrodes as the wagkand counter electrodes. A
Ag/Ag” electrode was utilized as the reference electrode.

For the synthesis of conducting copolymer of ThRE@ pyrrole, 20
mg ThPEO were dissolved in 10mL water and 20pyrrole were put into
electrolysis cell. The supporting electrolyte waBSS Constant potential
electrolysis was run at 1.1V for 30 min at room pemature under inert

atmosphere.

2.4.1.4. Synthesis of Copolymers of ThPEO with Thiophene by

Electrochemical Polymerization

Copolymer films of ThPEO were synthesized electeoaitally under
nitrogen atmosphere in a conventional three-eldetreell by using platinum
(Pt) foils as the working and counter electrodesA&/Ag” electrode was
utilized as the reference electrode. For the swmh® conducting copolymer of
ThPEO with thiophene, 20 mg ThPEO were dissolvetiOmL acetonitrile and
20 L thiophene were introduced into three compartnaettrolysis cell. The
supporting electrolyte was TBAFB. Constant potdrelactrolyses were run at

1.9V for 30 min at room temperature under inertcgphere.
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2.4.2. Synthesis of Copolymers of Random Copolymer (RPEO) 3-
Methylthienyl Methacrylate and p-Vinylbenzyloxy Poly(Ethylene
Oxide) with Thiophene and Pyrrole

2.4.2.1. Synthesis of 3-Methylthienyl Methacrylate Monomer

3-Thiophene methanol, 5.7 g (50 mmol), triethylaeii.3 g (71 mmol)
and a small amount of CuCl were dissolved in 35ahtry ethyl ether. Freshly
distilled methacryloyl chloride, 5.35 g (51 mmat),35 mL of dry diethyl ether
were added slowly at 0°C. The mixture was stirreat two hours.
Triethylammonium chloride was filtered off throughsilica gel column. After
solvent evaporation, the residue was stirred ogétnin 1:1 mixture of
methylene chloride and 2 M NaOH. The organic layaes separated, washed
twice with water and dried over CaCFollowing solvent evaporation residue
was distilled in a vacuum over a Vigreux column.0of product efficiency
was obtained.

2.4.2.2. Synthesis of p-Vinylbenzyloxy Poly(Ethylene Oxide)

Monomer (PEO-VB)

PEO macromonomers bearipgyinylbenzyl end-group was prepared by
a conventional high vacuum line technique. 13.5 noi@-methoxyethanol, 6
mmol of potassium naphthalene in THF, 295 mmol Of &d THF, each in an
ampoule with a breakable seal, were fitted inttaskf baked under vacuum and
sealed off from vacuum line. 2-Methoxyethanol amtFTwere introduced into a
dried flask and then reacted with potassium napdrieain THF. The dark green
color due to potassium naphthalene almost immdglidisappeared. Then, EO,
chilled by dry ice/isopropanol, was introduced lie flask and polymerized at
40°C over 3 nights. Then, the flask was fitted imatovacuum line with the
ampoules containing 50 mmol p#vinylbenzyl chloride (VBCI) and 15 mmol
of triethylamine (TEA). After evacuation, the systavas sealed off and the
contents were mixed to terminate the polymerizakiprbreaking the seals. The

reaction took place immediately to a cloudy appeaeendicating formation of
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KCIl and EtNHCI. The mixture was poured into a large amouraagtone (700
mL) to precipitate the salts, which were filteredf. oThe filtrate was

concentrated by a rotary evaporator under a redpoessure to about 70 mL
and poured into a large amount of hexane (700 mh§ macromonomer was
collected by filtration and freeze-dried from hegaThe yield was almost

guantitative.

+
: T —=
NN CHOCHCHOK + N >

CH;OCH,CH,OH g 40°c, 3 days

CHOCHCHOCHCHO CHCHOK % CHgocwchE:wCH@gw—@—CHzcw
n-1 3|

Figure 2.4.Synthesis route gb-vinylbenzyloxy poly(ethylene oxide)
(PEO-VB).

2.4.2.3. Synthesis of Random Copolymer (RPEO) of 3-Methylimnyl

Methacrylate and p-Vinylbenzyloxy Poly(Ethylene Oxide)

p-Vinylbenzyloxy poly(ethylene oxide{0.2 g) was dissolved in 1 mL
dichloromethane. To this solution, 0.10 g (5.5%1®ol) of 3-methylthienyl
methacrylate was added. After adding AIBN, the twaes degassed by three
freeze-pump-thraw cycles and sealed under vacuuofynmrization was
performed at 80°C for 3 hours. After the reactiomet the mixture was poured
into n-hexane. The precipitated polymer was filieodf and dried in a vacuum

oven.
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Figure 2.5. Synthesis route of random copolymer (RPEO) of 3-
methylthienyl methacrylate anEvinylbenzyloxy poly(ethyleneoxide).

2.4.2.4. Cyclic Voltammetry Studies of RPEO

The oxidation / reduction behavior of the randonpalgmer RPEO in
the presence of thiophene and pyrrole was invdstighy cyclic voltammetry
(CV). The system consists of a potentiostat (Wemnk@S 2), and X-Y recorder
and CV cell containing platinum foil working and wtder electrodes and a
Ag/Ag" reference electrode. Measurements were carriedinod&N-TBAFB

solvent electrolyte couple under nitrogen atmosphé room temperature.

2.4.2.5. Synthesis of Copolymers of RPEO with Thiophene by

Electrochemical Polymerization

A Wenking POS 73 potentiostat was used for the Isuppa constant
potential in the electrochemical polymerizationedtolyses were performed
under nitrogen atmosphere in conventional threetwde cell by using
platinum foils as the working and counter electsode Ag/Ag” electrode was
utilized as the reference electrode. For the sywmhef copolymer of RPEO with
thiophene, 15 mg of RPEO was dissolved in 15 mLAbdF and 20 pL of
thiophene were added into 15 mL of AN. The suppgrtelectrolyte was
TBAFB. Constant potential was run at 2.0 V for dm@r at room temperature
under inert atmosphere. Films were washed with Akemove excess TBAFB

after electrolysis.
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2.4.2.6. Synthesis of Copolymers of RPEO with Pyrrole by

Electrochemical Polymerization

Electrolysis was performed in two different medisater-PTSA and
water-SDS solvent-electrolyte couples under nitnoggmosphere. In both
media, RPEO was coated onto the working electradace from its (1 %, w/v)
dichloromethane solution. Electrolyses were donel.dt V versus Ag/AY
reference electrode. After electrolyses, films wesashed several times with

water to remove the supporting electrolyte adsodyethe films.

2.3.7. Spectroelectrochemical Studies of Copolymers

Spectroelectrochemical analyses experiments of dbgolymers of
ThPEO and RPEO with thiophene were done on an Hi3 84ode-array UV-
Vis Spectrophotometer. For spectroelectrochemistuglies, copolymer films
were electrochemically synthesized on indium tindex(ITO) coated glass
slides in a strong Lewis acid, boron fluoride etbjther, BREt,O (BFEE) by
potentiostatic methods. In this case, ITO, Pt amAd" were used as the
working, counter and reference electrodes respaygtiThe anodically coloring
film was switched between the fully oxidized antlyfueduced states. In order
to ensure the access to maximum doping level, U¥sgiectra of the film was
recorded at various potentials in AN/TBAFB (0.1 M).

2.3.8. Switching Properties of Polymers

A remarkable color change and the switching abligtween the two
colored states of the polymer are crucially impartdor electrochromic
applications. A square wave potential step methoaljpled with optical
spectroscopy known as chronoabsorptometry was taspbbe switching time
and contrast. During the experiments, the copolgnaard the homopolymer
(coated onto ITO) glass were switched at the wangheof maximum contrast
between its neutral and doped states for five stxand % transmittance (%T)
was measured. ThPEO-co-PTH and RPEO-co-PTh wetehasli via appliying
potentials between 0.2 V and +1.0 and 0.2 V and Ylrespectively.
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2.4.9. Enzyme Immobilization
2.4.9.1. Immobilization of Alcohol Oxidase

2.4.9.1.1. Preparation of Enzyme Electrodes PPy/AOX and RPEO-
co-PPy/AOX

Immobilization process was achieved by the electyoperization of
pyrrole on bare and RPEO coated platinum electrobles electrolysis solution
contains 5mL AOX (100 units), 0.6 mg/mL SDS as $kporting electrolyte
and 5 mL citrate buffer (pH 7.5). PolymerizatiomeBons were carried out by
applying 1.0 V. After polymerization was completedectrodes were washed
with distilled water and kept in pH 7.5 buffer atCt

2.4.9.1.2. Determination of Alcohol Oxidase Activity

The activity determination was performed by usimgaifiedversion of
Janssen’s study [196]. For fraécohol oxidase activity, alcohol solutiongre
placed in test tubes and incubated at @5 After addition of 0.1mL enzyme
solution to 0.5 mL alcohol, enzymend substrate were allowed to react for
specific times. Then0.1mL peroxidase (POD) (U/mL) (for catalyzing the
reaction between hydrog@eroxide ana-dianisidine (2.4 mL, 0.21 mM)) were
added. The reaction was stopped with the additio.® mL, 2.5M sulfuric
acid. Spectrophotometric measurements weggormed at 530 nm and the
hydrogen peroxide standard calibrationrve was used in order to define
enzyme activity as thexidation of 1 mol of alcohol to corresponding aldehyde
andhydrogen peroxide per minute at pH 7.5 at@5For enzymelectrodes the

same procedure was applied.

2.4.9.1.3. Determination of Kinetic Parameters of Free and
Immobilized AOX

In order to determine maximum velocity of the reaci{Vmax) and the
Michaelis—Menten constant (Km) for each electraugivity assay was applied

for different concentrations of methanol, ethamal a-propanol solutions.
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2.49.1.4. Determination of Optimum pH and Optimum

Temperature of Immobilized AOX

The reaction temperature was changed between 106@n&€ while
alcohol solution concentration was kept at 10 Km éach case. For pH
optimization at 25C, the pH of the reaction was altered between phdt 11
while alcohol concentration was kept at 10 Km. Tést of the procedure was

the same as the determination of AOX activity.
2.4.9.1.5. Operational Stability and Shelf Life of Immobilizd AOX

The stability of electrodes in terms of repetitivees was studied at 25
C. For three different substrates, the responsdmtif enzyme electrodes did
not change significantly within 40 uses. For thelShfe determination of the
enzyme electrodes, the activities were charactbreaeryday for a week and

then once in 5 days throughout 40 days.
2.4.9.2. Immobilization of Polyphenol Oxidase

2.4.9.2.1. Preparation of Enzyme Electrodes (PPy/PPO, RPEO-co
PPy/PPO and ThPEO-co-PPy/PPO)

For the immobilization of PPO in ThPEO/PPy matexsolution of 0.2
mg/mL PPO, 2mg/mL ThPEO, 1.2 mg/mL supporting etdgte (SDS), 0.01 M
pyrrole and 10 mL citrate buffer (pH 6.5) were puta typical three electrode
cell. Immobilization was carried out at a constaatiential of +1.0 V for 20 min

at room temperature.

Immobilization of PPO in PPy and RPEO/PPy matrizas achieved by
electropolymerization of pyrrole on bare and presly RPEO coated platinum
electrode. Enzyme electrode was prepared in 10 irhte buffer (pH 6.5)
containing 1.2 mg/mL SDS supporting electrolyteQ10M pyrrole and 0.2
mg/mL PPO. Immobilization was carried out at a tanmspotential of +1.0 V
for 20min at room temperature. Enzyme electrode® Wept at 4 °C in citrate

buffer solution when not in use.
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2.4.9.2.2. Determination of PPO Activity

The activities of free and immobilized PPO wereed®ined by using
Besthorn Hydrazone method [197]. For the deternanatactivity of
immobilized PPO different concentrations of catdéohere prepared (3.0mL)
and put in water bath at 25 °C. 1 mL of 3-methyerzothiozolinone (MBTH)
solution was added. In this method, MBTH interauith the quinones produced
by the enzyme to yield red products instead of braelor pigments in the
absence of the color reagent [198]. Enzyme eleetnds immersed in the
solution and shaken for 5 min. ImL sulfuric acididmL acetone were added
for a total volume of 6 mL. After mixing, absorbascwvere measured at 495 nm
[199] (Figure 2.6).
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(m)l S c\“jQ
MBTH
CH;

O,
H
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: \SIJ “\\NH — N—C\N:Q
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HO

Figure 2.6. Assay reactions of PPO.
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2.4.9.2.3. Enzyme Activity Measurements for Free and Immolided
PPO

In order to determine maximum velocity of the reaci{Vmax) and the
Michaelis—Menten constant (Km) for each electraaiivity assay was applied

with different concentrations of catechol solutions

2.4.9.2.4. Determination of Optimum pH and Temperature of
Immobilized PPO

Optimum temperature and pH determinations wereiethrout by
changing incubation temperature and pH between A0*8 and 2-11,
respectively while catechol concentration is 10 Krrhe rest of the procedure

was the same as the determination of PPO activity.
2.4.9.2.5. Operational Stability and Shelf Life of Immobilizd PPO

The operational stability of enzyme electrode immi® of repetitive uses

was studied by performing 40 successive measuramaeab °C in one day.

For the shelf life determination of the enzyme t&tmtes, the activities
were checked everyday for a week and then oncevim dlays throughout 40

days.
2.4.9.2.6. Determination of Phenolic Compounds in Red Wise

Immobilized enzyme electrodes were used to deternpmenolic
compounds in two kinds of Turkish red wines, Bratéind Brand D. Total
phenolic compounds in wines produced in Turkey weported as 2000-3000
mg/L [200-202]. Red wines are diluted with citrdteffer of pH 6.5 to a 1:3

volume and activity assay was applied as desciibedction 2.4.9.2.2.
2.4.9.3.Protein Determination for Enzyme Electrodes

Protein determination measurements were performgdBiadford’s
method [200]. Bradford’s reagent was prepared byingi 25mL phosphoric
acid, 12.5 mL ethanol and 25 mg Coomassie BrilliBhie (G-dye). The

mixture was diluted to 50mL with distilled water.ufihng measurements, a
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solution of Bradford’s reagent was prepared by ngxof one volume of stock

solution with four volumes of distilled water.

For the preparation of protein calibration curveyibe serum albumin
(BSA) was used. Different concentrations of BSA avprepared as 1 mL. 2
mL of diluted Bradford’s reagent was added to défé concentrations of

BSA solutions. The absorbance of these solutiorsmeasured at 595 nm.

Since the protein entrapped in enzyme electrodenoabe weighed, we
measured the protein amount in the electrolysisteol before and after the
electrolysis. The difference gives amount of protentrapped in the enzyme
electrode during the electrolysis.
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CHAPTER 3

RESULTS AND DISCUSSION

3.1. Conducting Copolymers

3.1.1. Conducting Copolymers of Thiophene Ended Poly(Ethylene
Oxide) (ThPEO) with Thiophene and Pyrrole

3.1.1.1. Characterization of Thiophene Ended Poly(Ethylene Ode)

(ThPEO)

Thiophene ended Poly(Ethylene Oxide) was synthdsighemically.
Figure 3.1 represents synthesis route of ThPEO.

3.1.1.1.1. NMR Study of ThPEO
In'H NMR spectrum of ThPEO, a signal was seen at it gue to the
—OH group. Methylene protons attached to the theophgive the peaks at 2.8
ppm. Also the other methylene protons attachedheookygene yield the peaks
at 3.65 ppm, and the peaks of repeating unit&HH,—O” were obtained at 3.6
ppm. The protons which belonging to the thiopheree@8, 6.9 and 7.1 ppm
(Figure 3.2) [204].
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Figure 3.1. Chemical synthesis route of thiophene ended petlyy(ene
oxide) (ThPEO).

3.1.1.1.2. FTIR Study of ThPEO

The spectrum of ThPEO showed characteristic peakd06 and 1250
cm™* due to the C—O—C symmetric and asymmetric stregshiAbsorption peak
at 846 crit and at 740 cihare due to the thienylene Griind C-H stretching
modes, respectively. Peaks positioned at 2930 mmeal aromatic C-H and
aliphatic C—H stretchings. The peak observed at9163" is due to C=C
stretchings in the thiophene. Also, O-H stretchingased broad peak at 3414
cm® (Figure 3.3).

3.1.1.1.3. GPC Study of ThPEO

ThPEO also was characterized via GPC techniqueddta of PEO is
given at Table 3.1.

3.1.1.1.4. Cyclic Voltammetry Study of ThPEO

Acetonitrile and water were used as the solventTBWFB was used as
the supporting electrolyte for cyclic voltammetripudies.Measurements were
carried out under Natmosphere in acetonitrile using potentials betw@eand
2.5 volts As seen from Figure 3.4, ThPEO has doxgeak which implies that

ThPEO is not an electroactive material.
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Table 3.1.Synthesis of 3-thiophene-ended polyethyleneoxide

Code Mn(GPC) Mn(NMR) Mn(Kinetic Calculation) DP

ThPEO 1240 1096 1096 23

THF, 120 mL; 3-thiophene ethanol, 13.5%1fol; potassium naphthalene,
6.0x10° mol; ethylene oxide, 295xEmol.

3.1.1.2. Copolymers of PEO with Thiophene (ThPEO-co-PTh)

Electropolymerization of ThPEO was achieved in tm@sence of
thiophene by constant potential electrolysis. Measents were carried out
under N atmosphere in conventional three-electrode cedingfant potential

electrolyses were run at 1.9 volt for 30 minutésgure 3.5).

i

(“-:}l

Figure 3.4.Cyclic voltammogram of ThPEO.
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Figure 3.5. Electrochemical synthesis route for copolymeraatiof
ThPEO-co-PTh.

3.1.1.2.2. FTIR Study of ThPEO-co-PTh

The copolymer spectrum exhibited the characterigaks of pristine
polymer (ThPEO). Disappearance of the thienylerteobplane C—H stretching
and in-plane C—H deformations, evolution of the rawgorption peaks at 858
cm’ (three substituted thiophene), at 1634 cfpolyconjugation) at 1121 ch
(C-O-C symmetric and asymmetric strechings) anchaulsler at 1080 cth
(dopant anion) and at 1402 €n{-OH group) were considered to be due to
polymerization (Figure 3.6). Also because of thieaimolecular hydrogen bond

in the group, sharp peak at 3424 twmas observed.

3.1.1.2.1. Cyclic Voltammetry Study of ThPEO-co-PTh

As given in Figure 3.4, ThPEO is not electroactidewever, with the
addition of thiophene to the solution, in the firsin a peak at 1.8 V was
observed. There was a gradual shift to 1.75 V tjinout 20 runs. After the 20th
run, there was no change in the peak height. Thig be due to the growth of
copolymer chains to a certain extent, where aftEpss implying that
copolymerization yields oligomers of certain siashich then go into the
solution without having a chance for further progigan (Figure 3.7 b)
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Figure 3.6. FTIR spectrum of ThPEO-co-PTh in AN-TBABF medium.

() (b)
Figure 3.7. Cyclic voltammograms of a) PTh, b) ThPEO-co-PTh.

75



3.1.1.2.3. Morphologies of ThPEO-co-PTh Films

The structure of electrode side of ThPEO-co-PThsiisooth. The
morphology of the solution side of ThPEO-co-PTh hamuliflower like
structure. It has more compact globules than thauce PTh. This may reveal
that a copolymer was synthesized different thae ®irh (Figure 3.8).

3.1.1.2.4. Conductivity of ThPEO-co-PTh Film

Electrical conductivity measurements were carriedly using standard
four-probe technique. For BFdoped copolymer film, conductivities of the
solution and electrode sides of the copolymer fimese found to be 0.8 S ém

Figure 3.8. Scanning electron micrographs of a) ThPEO-co-PTh

(electrode side), b) ThPEO-co-PTh (solution side).
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3.1.1.2.5. Electrochromic Studies of ThPEO-co-PTh

Spectroelectrochemical studies were carried out determine
spectroelectrochemical and electrochromic propertie resulting copolymer,
ThPEO-co-PTh polymerized potentiostatically on It@ated glass slides in
BFEE [205]. At voltages between 0.0 and 0.9V, ThRi&aPTh layer has an
absorptive brick red color with the- * transition at 515 nm. The polaron
charge carrier band was detected at 740 nm. Tlo&r@héc band gap defined as
the onset energy for * transition (Figure 3.9) was calculated as 1.95 €Ne
film was switched between neutral state (brick cetbr) and fully oxidized
state (greenish-blue colour). Films are seen tabéxdistinctive color changes
upon doping and dedoping and this fact was confirime the differences in L
(relative luminance) and the a and b values (Cliércgpace) (Figure 3.10 and
3.11) of pure PTh and ThPEO-co-PTh (Table 3.2).

i |

Absorbance (AU)

300 400 500 600 700 800 Wavelength (nm

Figure 3.9. Spectroelectrochemical studies on ThPEO-co-PTh.(aV;
b:0.9V;c:0.8V;d:0.6V;e:0.4V;f0.2V).
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Table 3.2. Electrochemical, electronic and electrochromicperties of
PTh and ThPEO-co-PTh.

/max (nm) L a b Eg(eV)
(ox) 57 (ox) -7 (ox) -2
PTh 495 (red) 51 (red) 52 (red) 46 1.92
(ox) 52 (ox) - 10 (ox) -4
ThPEGco-PTh
515 (red) 60 (red) 61 (red) 27 1.95

Figure 3.10.CIE color space.
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(a) (b)
Figure 3.11.Photographs of a) reduced state of ThPEO-co-PThband
oxidized state of ThPEO-co-PTh.

3.1.1.3. Copolymers of ThPEO with Pyrrole (ThPEO-co-PPy)
Electropolymerization of ThHPEO was achieved inghesence of pyrrole

by constant potential electrolysis (Figure 3.12).

CH,CH—O}-H "“
J Y H

S

Figure 3.12.Electrochemical synthesis route for copolymeraati
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3.1.1.3.1. FTIR Study of ThPEO-co-PPy

The copolymer spectrum exhibited the characterigaks of pristine
polymer (ThPEO). FTIR spectra of SDS doped ThPE®y showed peaks at
1466 cm® due to C-N and C-C stretchings which are charatiefor PPy. The
broad band related to C-O-C stretching is preseabaut 1220 cih The peak
of dopant ion is observed at 1077 tnAlso a shoulder at 3500 ¢his coming
from N-H stretchings and two sharp peaks at 2852 emd 2989 cm are
reason of CHistretchings (Figure 3.13).

%T

%~

2919.80

] . . . ]
2000 1000
Wavenumbers (cm-1)

Figure 3.13. FTIR spectrum of ThPEO-co-PPy in water-SDS medium
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3.1.1.3.2. Cyclic Voltammetry Study of ThPEO-co-PPy

In the presence of pyrrole, at the first run akpatal.1V was observed
(Fig. 3.14 a). With the further runs a redox couptdow 1V was appeared.
These redox peaks for ThPEO-co- PPy were narrolaer that of pure PPy
(Figure 3.14 b). Also the increase in the incremmdrgtween the consecutive
cycles and the oxidation—reduction potentials af thaterial were different.
These events show us that electro-copolymerizabetween ThPEO and

pyrrole occurs and the product does not behaveplike polypyrrole.

(@) (b)
Figure 3.14. Cyclic voltammograms of a) PPy, b) ThPEO-co-PPy.
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3.1.1.3.3. Morphologies of the ThPEO-co-PPy Films

The solution side of ThPEO-co-PPy showed cawliolike structure.
However, the electrode side of the ThPEO-co-PPymsasmooth as is the case
for PPy. This proves that a new copolymer produas wynthesized different
than pure PPy (Fig. 3.15 a and b).

(a) (b)
Figure 3.15. Scanning electron micrographs of a) ThPEO-co-PPy
(electrode side), b) ThPEO-co-PPy (solution side).

3.1.1.3.4. Conductivity Measurements of ThPEO-co-PPy Film
Electrical conductivity measurements were carriedly using standard
four-probe technique. For SDS doped copolymer fibmnductivities of the

solution and electrode sides of the copolymer fimese found to be 0.45 S ém

82



3.1.2. Conducting Copolymers of Random Copolymer (RPEO) of 3-
Methylthienyl Methacrylate and p-Vinylbenzyloxy Poly(Ethylene
Oxide) with Thiophene and Pyrrole

3.1.2.1. Characterization of 3-Methylthienyl Methacrylate
Synthesis of 3-methylthienyl methacrylate was exgld in part 2.4.2.1.
Characterization of this monomer was done usifi§MR. Table 3.3 shows the

characteristic peaks for this monomer.

Table 3.3.The'HNMR spectrum of 3-methylthienyl methacrylate.

d (ppm) Assignment
1.9 s, 3H, CH
51 d, 2H, OCH
55 d, 2H, vinyl H
6.1 d, 2H, vinyl H
7.06 m, 2H, ring H
7.2 m, 1H, ring H

3.1.2.2. Characterization of p-Vinylbenzyloxy Poly(Ethylene Oxide)

(PEO-VB)

PEO macromonomers possessing p-vinylbenzyl endegn@s prepared
by a conventional high vacuum line technique. Sgsith route of PEO-OVB
was shown in Figure 2.4. The characterization oODREVB was done by
HNMR (Table 3.4) (Figure 3.16) [206].
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Table 3.4."HNMR peaks of (PEO-OVB).

d (ppm) Assignment
3.3 s, 3H, OCHl
3.8 m, 80H, OCKCH,
4.5 S, 2H, OCHl
5.4 t, 1H, vinyl H
5.6 t, 1H, vinyl H
6.7 t, 1H, vinyl H
7.2 m, 2H, ring H
7.4 m, 2H, ring H

Figure 3.16.*HNMR spectrum of PEO-OVB.
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3.1.2.3. Characterization of Random Copolymer (RPEO) of 3-
Methylthienyl Methacrylate and p-Vinylbenzyloxy Poly(Ethylene Oxide)

RPEO was synthesized using AIBN. The route of sgithfor RPEO
was shown in Figure 2.5. RPEO was characterizetHhMR, FTIR and GPC

techniques.

3.1.2.3.1. GPC Studies of RPEO
The GPC data of RPEO are showed in Table 3.5.

Table 3.5.Preparation of random copolymer (RPEO) of 3-mekigityl
methacrylate and PEO —VB.

Random Copolymer composition
. RPEO Conversion| Mn
Code| Time Mw/Mn
(Mol %) (%)
(h)
MTM PEO-VB
RPE
o 3 91 9 62 13885 1.14

[AIBN] = 2.8x102 molL?, [MTM] = 5.5x10 molL?, Temp. = 80C.

3.1.2.3.2HNMR Study of RPEO
'HNMR peaks of RPEO are showed in Table 3.6.
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Table 3.6."HNMR peaks of RPEO.

d (ppm) Assignment
0.9 s, 3H, CH
1.2 m, 2H, vinyl H
1.3 m, 2H, vinyl H
2.2 m, 1H, vinyl H
3.3 s, 3H, O-CH
3.6 m, 80H, OCKCH,
45 S, 2H, CH
4.8 m, 2H, benzylic CH
6.8 m, 1H, thienyl ring
6.9 m, 2H, thienyl ring
7.15 m, 2H, benzyl ring
7.2 m, 2H, benzyl ring

Figure 3.17."HNMR spectrum of RPEO.
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3.1.2.3.3. FTIR Study of RPEO

The FTIR spectrum of the precursor copolymerRIPwas recorded on
a Nicolet 510 FTIR spectrometer. Characteristic <C-@symmetric stretching
peaks were detected at 1146¢ri114 cnif, and 1061 cf. The peaks at 1230
cm? and 1241 cm are due to O=C-O-C stretching. The sharp intersk @t
1726 cn can be attributed to the carbonyl stretching vibres. The peaks of
CH stretching and CHstretchings of Th moieties are at 786 cand 842 cri
respectively. Also the peak observed at 2886 @srcoming from C-H bending
of CHs, CH, groups Also the peak at 1467 ¢his due to the aliphatic GH
vibrations (Figure 3.18).

Figure 3.18.FTIR spectrum of RPEO.
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3.1.2.4. Copolymerization of RPEO with Pyrrole (RPEO-co-PPy)

Electrocopolymerization of RPEO was achieved in fitesence of
pyrrole by constant potential electrolysis (undet ¥ constant potential)
(Figure 3.19).

CHg

NN CH,—C——CH,—CH"W

1

CH,

; CH2(OCH2CH2)hOCH2CH>0OCH3

N
H

CHg

VNN CH,—C——CHy, —CHYW
T
T CH3(OCH,CH3),OCH,CH,OCH3
Hy
\ N S N m
H H

Figure 3.19.Electrochemical synthesis route for RPEO-co-PPy.

3.1.2.4.1. FTIR Study of RPEO-co-PPy
FTIR spectra of electrochemically synthesized compelrs of SDS doped
RPEO-co-PPy revealed a peak at 1715 capresenting to the carbonyl group.
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In addition, O=C-O-C and C-O-C stretchings are 266Lcm* and 1084 cm
respectively. The peaks at 1627 trand 3421 cil were due to the pyrrole
chains. These data prove that RPEO-co-PPy copoiyaten occured
successfully (Figure 3.20).

In the FTIR spectrum of PTSA doped RPEO-BPy;Pcarbonyl group at
1736 cm' is present. The peaks at 1646'cemd 3408 cm belong to pyrrole
ring. The peaks at 1237¢hand 1124 cm are arising from O=C-O-C and C-O-
C stretchings respectively. These data supportsyimehesis of RPEO-co-PPy
copolymers (Figure 3.21)

Figure 3.20.FTIR spectrum of RPEO-co-PPy in water-SDS medium.
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Figure 3.21.FTIR spectrum of RPEO-co-PPy in water-PTSA medium.

3.1.2.4.2. Cyclic Voltammetry Study of RPEO-co-PPy

The pristine RPEO polymer is not electroactive. dogr, after
introducing Py into the solution, an increasingmwe@eaks showing the increase
in electroactivity with increasing scan number weobserved. When
voltammogram of RPEO in the presence of Py was aoegp with the
voltammogram of pure PPy, two important differencesre observed. The
redox peaks of RPEO-co-PPy system were narrowarttia of pure PPy. Also
the first few scans did not reveal any electro@ofivT hese events prove us that

electrocopolymerization between RPEO and Py imtakiace and the product
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(graft copolymer of RPEO-co-PPy) naturally does Imethave like the pure PPy

in voltammograms (Figure 3.22).

(@) (b)

Figure 3.22. Cylic voltammograms of a) RPEO-co-PPy and b) PPy.

3.1.2.4.3. Morphologies of RPEO-co-PPy Films

The morphologies of the copolymer films were inigegied by scanning
electron microscopy studies (SEM). JSM 6400 scanmilectron microscope
was used for this purpose.

The morphologies of the solution sides of RPEO/Rpolymer
synthesized in water-SDS and water-PTSA media, heaaliflowerlike
structure.Yet, they have more compact globules thah of pure PPy. Also it
can be said that the electrode side of the RPE®Ryofilms was different from

that of polypyrrole (Figures 3.23 and 3.24).

91



(a) (b)
Figure 3.23. SEM micrographs of (a) electrode side of RPEO-Bg:P
(b)  solution side of RPEO-co-PPy in water-PTi&&dium.

(a) (b)
Figure 3.24. SEM micrographs of (a) electrode side of RPEO-Bg;P
(b) solution side of RPEO-co-PPy in water-SDS mediu
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3.1.2.4.4. Conductivity Measurements of RPEO-co-PPy

Conductivities of the solution and electrode sidethe copolymer films
were found to be the same. The conductivities gfobaners of RPEO/PPy
synthesized in water-SDS and water-PTSA solvesttellyte couples are 0.3
S/cm and 0.7 S/cm respectively.

3.1.2.5. Copolymerization of RPEO with Thiophene
Electropolymerization of RPEO was achieved in thesence of
thiophene by constant potential electrolysis (FegBu25).

; CH3(OCH>CH3),OCH;CH,;OCHg3

Hs
VWCHZ_T_CHZ_ H N
oO——-cC_
o

| CH,(OCH,CH5),OCH,CH,OCHj3
CH2

/N4 N/

S S m

Figure 3.25.Electrochemical synthesis route for RPEO-co-PTh.
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3.1.2.5.1. FTIR Study of RPEO-co-PTh

FTIR spectrum of BF doped RPEO-co-PTh showed a characteristic
peak of C-O-C at 1124 ¢clnO=C-O-C stretching gave a peak at 1397 cihe
peak at 871 cih belongs to thiophene group. Also the peak obseate2B83
cm' is coming from C-H bending of GH CH, groups Moreover, the
characteristic peak of carbonyl group at 1676'amas observed. This spectrum

supports the synthesis of RPEO-co-PTh copolymegui(€ 3.26).

Figure 3.26.FTIR spectrum of RPEO-co-PTh in AN-TBAFB medium.

3.1.2.5.2. Cyclic Voltammetry Study of RPEO-co-PTh
A similar trend like addition of Py into the soloi was seen upon
addition of Th into the solution containing RPEOh&4 the voltammogram of

RPEO/PTh was compared with that of pure Th systeis,seen that the redox
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peaks of RPEO/PTh were narrower than that of ptwrand a tilt was observed
for the redox couple on the voltammogram of RPE®/PThese differences
reveal that a reaction between RPEO and Th ocEigare 3.27).

@) (b)

Figure 3.27.Cyclic voltammograms of a) PTh and b) RPEO-co-PTh.

3.1.2.5.3. Morphologies of the RPEO-co-PTh Films

The morphologies of the copolymer films were inigeged by scanning
electron microscopy studies (SEM). JSM 6400 scanmilectron microscope
was used for this purpose.

As far as the SEM micrographs of RPEO-co-PTh filns concerned,
solution side morphologies of RPEO-co-PTh (Figurg83(b)) species are
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significantly different from standard caulifloweke structure. This provides yet

another evidence that a new copolymer was syntsiz

(a) (b)
Figure 3.28. SEM micrographs of (a) electrode side of RPEO-tb;P
(b) solution side of RPEO-co-PTh in AN-TBAFB medium

3.1.2.5.4. Conductivity Measurements of RPEO-co-PTh
The conductivity of copolymer of RPEO/PPy synthediin AN-TBAFB

solvent-electrolyte couple are 0.4 S/cm.

3.1.2.5.5. Electrochromic Studies of RPEO-co-PTh

In order to obtain information on the spectroeleciiemical and
electrochromic properties of the resulting grafpagmers, films were prepared
by performing the polymerization on ITO-coated glaslides in BFEE
potentiostatically at 1.4 V. At different potensiala series of UV-Vis spectra
were run. The max values for the- * transitions in the neutral state of RPEO-

co-PTh was found to be 510 nm (Table 3.7). For amspn, the values for the
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PTh under the same conditions, 495 nm, is alsongittee Table 1. The
electronic band gaps defined as the onset energthdéo - * transition, are at
1.92 eV for PTh and at 1.97 eV for RPEO-co-PTh l§l&&8.7). This film was
switched between the neutral (red color) and fakydized (blue color) states.
With the applied voltage, the evolution of new apson band ; the polaron
band at 770 nm was observed while the intensith@®f%10 nm band decreases.
As the charge carrier bands at longer wavelendtvge( energy) increase in
intensity with the application of increasing positi potentials with suitable
increments, the - * transitions currently decrease. This strong sbittthe
maximum absorption upon applied voltage is relaiedhe electrochromic
property of the polymer. The spectra for PTh an&@Ro-PTh are similar but
different in the ratio of polaronic states accedssetthe fully oxidized polymers
(Figure 3.29). Colorimetry measurements were peréat on the films in an
electrolyte solution of TBAFB (0.1 M)/ AN/ BFEE arifiims were synthesized
in BFEE. The relative luminescence (L) and the-aydlues (CIE color space)
were measured at the fully oxidized and neutratestaThe color of the
copolymer film switches from transmissive blue e toxidized form to brick

red in the reduced (neutral) form (Figure 3.30).

Table 3.7. Electrochemical, electronic and electrochromigperties of
PTh and RPEO/PTh.

/max (nm) L a b Eg(eV)

(ox) 57 (ox) -7 (ox) -2

PTh 495 1.92

(red) 51 | (red) 52 (red) 46

(ox) 34 (ox)-5 (ox) -7
RPEO/PTh

510 1.97

(red) 44 | (red) 19 (red) 13

97



absorbance

0,5

T T T T T T T 1
900 1000 1100 1200

0,0 T T T T T T T T T T
300 400 500 600 700 800
wavelength

Figure 3.29. Spectroelectrochemical spectrum of RPEO/PTh @:\).

b:04V,c:05V,d:06V,e: 07V, f08V,80V, h:12V,i 14

V).

(a) (b)
Figure 3.30.The photographs of a) reduced state of RPEO-coapth
b) oxidized state of RPEO-co-PTh.
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3.2. Enzyme Immobilization Studies

3.2.1. Immobilization of Alcohol Oxidase

RPEO-co-PPy and PPy were used as the supportingriaig to
immobilize alcohol oxidase. Immobilization was awmred by electrochemical
polymerization. This study describes a spectrophetac method, Jansenn’s
Method, based on a bienzymatic system for the ohtetion of primary
alcohols. This method was described in section92L£. It comprises the
alcohol oxidase (AOX) and peroxidase (POD) enzymesere POD further
reduces KO, produced by AOX during the oxidation of primargatiol to HO
at the expense of hydrogen donor molecules. A cagemic substrate, o-
dianisidine, was used (Figure 3.31 and 3.32). Maihathanol and n-propanol

were used as the substrates for alcohol oxidase.

0]

RCH,OH + 0, Alcohol Oxidase R—C—H + H,0,

NH, NH

l OCH, I OCH;

Peroxidase
_—

H,0, + ‘ + HO
H,CO ‘ H,CO ‘
NH, NH
o-Dianisidine Dianisidine Quinonediimine

Figure 3.31. Reaction scheme for the enzymatic measurement of

primary alcohols.
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Figure 3.32. Calibration curve for Jansenn’s Method.

3.2.1.1. Protein Determination for AOX
Determination of amount of immobilized protein wasrformed as it

was described in section 2.4.9.3. Figure 3.33 shbe<alibration curve which

is prepared by using bovine serum albumin.

o o
g o
I ]

0,4+

Absorbance (595nn
o O
N w

o
[
!

y = 18,817x + 0,0283
R’ = 0,9885

o

0

0,005 0,01 0,015 0,02 0,025 0,03
Protein (mg/mL)

Figure 3.33.Calibration curve for protein determination.
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Free enzyme was found to have reactivities of hbl/min.mg protein
for methanol, 9.20 mol/min.mg protein for ethanol substrate and 7.50
mol/min.mg protein for n-propanol. Results of pmtedetermination for
PPy/AOX and RPEO-co-PPy/AOX electrodes were 9.Fxaad 8.7x10 mg

protein respectively.

3.2.1.2. Kinetic Studies of Free and Immobilized AOX

Kinetic parameters include the maximum reactiate r(Vmax) of the
enzymatic reaction and the Michaelis-Menten congtiém) which defines the
affinity of enzyme toward its substrate. Lower i value means higher its
affinity against its substrate. These parameterg wbtained from Lineweaver-
Burk plot which is a plot of 1/Vo against 1/[Sulad&] for systems obeying the
Michaelis-Menten equation. The graph being linean e extrapolated at
anywhere approximating to a saturating substrateemtration, and from the
extrapolated graph, the values of Km and Vmax eaddiermined.

For methanol, ethanol and n-propanol which wered use substrates,
free AOX has Km values of 0.5, 1.5 and 9.70 mM ees$ipely. It seems that
Vmax and Km values decrease with increasing chenigth of the substrates.
Increasing chain length causes lower solubilitysobstrate in reaction media.
Both Vmax and Km values for the two enzyme eleasodhowed the same
tendency as the free enzyme in the sense thatméeyinversely proportional to
the chain length of substrates (Table 3.8) [208]).20

Km values of enzyme electrodes in this study wegl iwhen compared
to that of free enzyme. Changes in Km values aiage@ with the affinity of
enzyme towards its substrates, thus the microemviemt in matrices used in
this study gives rise to high Km values, which aade the difficulty of meeting
of substrate with enzyme [209]. Lower Km value RIPEO-co-PPy shows that
this matrice provides a more suitable matrice f@@ enzyme than that PPy

matrice does.
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Table 3.8.Kinetic parameters for free and immobilized aldotxidase

for methanol, ethanol and n-propanol substrates.

Methanol Ethanol Propanol
Km Km Km
Vmax Vmax Vmax
(mM) (mM) (mM)
Free 0.50 11.0 15 9.2 9.7 7.5
pmol/min.mg protein pmol/min.mg pmol/min.mg protei
protein

PPy 3.70 1.4 pmol/min.electrodg 6.8 1.0 23.4 0.6
pmol/min.electrode pmol/min.electrode

RPEO-co- 2.60 2.1 pmol/min.electrodg 55 1.6 16.3 12
PPy pmol/min.electrode pmol/min.electrode

3.2.1.3. Influence of Temperature on the AOX Activity

The effect of temperature between 10 °C and 60 fiChe relative
enzyme activity for three different substrates wagstigated and illustrated in
Figure 3.34 a-c.

For methanol the maximum activity temperature ffee enzyme was
found to be 30 °C. Maximum enzyme activity for PRgtrice was at 40°C and
for RPEO-co-PPy it was at 50°C. RPEO-co-PPy/AOX yere electrode
functions better than PPy/AOX electrode at low & temperatures since
even at 10°C and 60°C, it reveales high activity.

For ethanol the maximum activity was observed af@oth for free
RPEO-co-PPY/Aénzyme
electrode revealed a maximum activity at 50 °C artibits stability up to
60°C. However, at 50 °C, PPy/AOX electrode lost6ils% of its activity. Due
to that fact, RPEO-co-PPy/AOX electrode can be usHdctively in this

enzyme and PPy/AOX enzyme electrode.

temperature range (between 10 °C and 60 °C).
For n-propanol, , free enzyme has the maximumivel@&nzyme activity
at 40 °C. PPy/AOX and RPEO-co-PPy/AOX electrodegehthe maximum

relative enzyme activities at 50 °C. For this stdist as in the case of methanol
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and ethanol substrates, it was shown that RPEOPgA®X is a better sensor

than PPy/AOX electrode at all temperatures.
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Figure 3.34.Effect of incubation temperature on alcohol oxelastivity
for Free enzyme {; PPy/AOX () and RPEO-co-PPy/AOX () in a)
methanol; b) ethanol; c) n-propanol.
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3.2.1.4. Influence of pH on the AOX Activity

Free AOX has an optimum pH of 8 for the three sabss. For pH
optimization at 25°C, the pH of medium was chanigetiveen 4 and 11. Due to
the denaturation of AOX in more acidic medium thath 4, the optimization
study started from pH 4 for enzyme electrodes. éthanol, immobilized AOX
revealed an optimal pH for PPy and RPEO-co-PPy/Adle¢trodes as 8 and 9
respectively, thus pH stability is increased fore tiRPEO-co-PPy/AOX
electrode. For ethanol, the maximum activity wasesbed at pH 9 for PPy and
10 for RPEO-co-PPy matrice. For n-propanol, bothyere electrodes revealed
maximum activity at pH 9. In n-propanol, PPy andERPco-PPy matrices lost
only 40% and 20% of their activities respectivelyp (to pH 11). Moreover,
RPEO-co-PPy matrice is stable in the pH range betweH 7 and 11 for
methanol and ethanol. Hence, this enzyme electtadée used reliably at high
pH values (Figures 3.35 a-c).

For the enzyme electrodes, the pH value that maxinagtivity was
shifted towards the alkaline side when comparedt wiat of the free enzyme.
This can be explained by partitioning of protonggiitively charged groups of
matrice will tend to concentrate protons (lowerthg pH) around the enzyme.
Therefore, the pH around the enzyme will be lowamtthat of the bulk phase

from which measurement of pH is carried out [210].
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Figure 3.35.Effect of pH on alocohol oxidase activity for Freezyme
(); PPy/AOX () and RPEO-co-PPy/AOX () in a) methanol; b)

ethanol; c) n-propanol.
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3.2.1.5. Operational Stability and Shelf Life of the AOX Eletrodes

Enzymes can easily lose their catalytic activityd ayet denaturated,
hence careful storage and handling are importam. Skability of electrodes in
terms of repetitive uses was studied at 25°C. ket different substrates the
responses of both enzyme electrodes did not chaiggéficantly. The slight
increase in the responses of PPy/AOX in n-propandlRPEO-co-PPy/AOX in
ethanol are related to the swelling of the polystaescture and reorganization of
the enzyme molecules in these matrices [211] (Eg3c36 a-c).

For the shelf life determination of the enzymecetades, the activities
were characterized everyday for a week and thee andive days throughout
40 days. The enzyme in RPEO-co-PPy matrice maidaéd % of its activity
after 15 days in methanol substrate, 75% of itwictn ethanol after 20 days
and 50 % of its activity in n-propanol after 20 dagnd stayed constant up to
40th day. PPy matrice maintained 80-85 % of itsvaigtafter about 20th day
and stayed constant until 40th day for three satestr(Figures 3.37 a-c).
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3.2.2. Immobilization of Polyphenol Oxidase

The enzyme assay is based on the measuremesgudfione generated
in enzymatic reaction.

The method described in section 2.4.9.2.2 is based the
spectrophotometric measurements of absorbance eofcémpound produced
when the 3-methyl-2-benzothiozolinone (MBTH) intds with the quinones
produced by the enzyme to yield red products.

Figure 3.38 shows calibration curve for the reactof o-quinone by

Besthorn’s Hydrazone Method.
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Absorbance (495nm)

Figure 3.38.Calibration curve for Besthorn’s Hydrazone method.

3.2.2.1. Protein Determination for Polyphenol Oxidase

Determination of amount of immobilized protein wperformed as
described in section 2.4.9.3. Figure 3.29 showscHiiration curve which is
prepared using bovine serum albumin.

Free enzyme was found to have a reactivity of 1in®l/min.mg protein

[177]. Results of protein determination experimefus ThPEO-co-PPy/PPO
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and RPEO-co-PPy/PPO electrodes were 29xa6d 2.8x1§ mg protein

respectively.

3.2.2.2. Kinetic Studies for Polyphenol Oxidase

Vmax and Michaelis-Menten constants (Km) for enzygteetrodes were
found from Lineweaver-Burk plot [199]. The resudt® collected in Table 3.9.

Decrease in kinetic parameters is an expectedtresude enzyme is
entrapped in a matrice which provides many advastag

Vmax values for ThPEO/PPO and RPEO/PPO enzymeredss were
determined as 0.033 mol/min.electrode and 0.030 mol/min.electrode
respectively. Vmax values for both enzyme electsodee very close. Vmax
value for PPy/PPO was found as 0.1Mol/min in a previous study [177]. When
the Vmax results of ThPEO-co-PPy and RPEO-co-Péstreldes are compared
with that of PPy matrice, it is seen that Vmax eabf PPy electrode was 3.5
times higher than those of the ThPEO-co-PPy and QREE=PPy matrices.
These results were supported by the amount of ipratatrapped in the
electrodes which are 9.6xitand 2.9x10 and 2.8x10 mg protein for PPy,
ThPEO-co-PPy, and RPEO-co-PPy respectively.

Km values of enzyme electrodes in this study wezey vhigh when
compared to that of free enzyme. Changes in Kmeghre related with the
affinity of enzyme towards its substrate thus, tieroenvironment in matrices
used in this study give rise to high Km values whicdicate the difficulty of
meeting of substrate with enzyme. When we comphae Km values of
copolymers of ThPEO and RPEO with that of PPy roatrlower Km values

imply that these copolymers provide a more suitafilroenvironment.

3.2.2.3. Influence of Temperature on the PPO Activity

The effect of temperature between 10-80°C on tHative enzyme
activity was investigated and illustrated in FigaiB239. The maximum activity
temperature for free enzyme was found to be at 407C]. Maximum enzyme
activity for ThPEO-co-PPy matrix was at 70°C andRFEO-co-PPy matrix 60
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°C. At temperatures up to 80°C, they lost about 4ff%heir activity. These

matrices showed high stability against temperature.

Table 3.9.Kinetic parameters for free and immobilized PPO.

Vmax Km
11.2
Free ) . 4mM
pmol/min.mgprotein
0.11
PPy/PPO _ 100 mM
pmol/min.electrode
0.033
ThPEO-co-PPy/PPO _ 33 mM
pmol/min.electrode
0.030
RPEO-co-PPy/PPO _ 35 mM
pmol/min. electrode

3.2.2.4. Influence of pH on the AOX Activity

The maximum pH values were found as 9.0 for ThPB®¥ey and 8.0
for RPEO-co-PPy matrices. They are illustrated igufe 3.40. This might be
explained by the partitioning of protons explairned3.2.1.4 [177, 209, 210].
Negatively charged groups of matrix will tend toncentrate protons and this
cause lowering the pH around the enzyme. TherefloegpH around the enzyme
will be lower than that of the bulk from which theeasurement of pH is carried
out. ThPEO-coPPy and RPEO-co-PPy matrices lost 208% and 40% of their
activity respectively up to pH 11. Moreover, ThPE®PPy matrix is stable on
the pH range between the pH 7 and 10. Hence, thtsxitan be used reliably

at high pH values for enzyme reactions.
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3.2.2.5. Operational Stability and Shelf Life of the PPO Elgrodes

The stability of enzyme electrode in terms of répet uses was studied
by performing 40 successive measurements at 25°6Gnen day. RPEO-co-
PPy/PPO electrode revealed an activity that gréguicreased until Z5use
and stayed constant at 75% of its activity. As lte temperature and pH
stability, ThPEO-co-PPy/PPO electrode exhibits vgigh operational stability
and retained 82% of its activity after'¥0se (Figure 3.41).

For the shelf life determination of the enzymecttedes, the activities
were checked everyday for a week and than oncevéndays throughout 40
days. The enzyme for ThPEO-co-PPy matrix maintaiGB& of its activity
after 20 days and stayed constant up {8 d@y. RPEO/PPy matrix maintained
75% of its activity and stayed constant untif'4ay (Figures 3.42).
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3.2.2.6. Determination of Total Phenolic Amount in Red Wing

Turkish red wines, Brand K and Brand D were usethe analysis of
phenolic amount in wines. Total phenolic compoumsTurkish wines are
reported as 2000-3000 mg/L [202, 212, 213]. Polyphexidase enzyme acts
on —OH groups on phenolic compounds. Via activigedmination of enzyme
in red wine, the total -OH groups were obtained.

Results for phenolic determination by using fr€®Renzyme give very
small values when compared with both enzyme eldesgoAs it is known from
the literature, benzoates act as inhibitors fog 0. Thus PPO is inhibited by
benzoates found naturally in wines before it congsleenzymatic reactions. In
previous studies, immobilized PPO was protectedth®y several matrices
decreasing the effect of inhibitors found in wingg6, 177, 214, 215]. In these
studies the range of phenolic amount was reporse8080-4000 mg/L for the
Brand K and 1500-2000 mg/L for Brand D. As it iesen Table 3.10, the
values for both matrices are in good agreement ath literature and previous
studies.

Brand K contains twice the amount of phenolics pared to Brand D.
This result was obtained by both enzyme electrodeg amount of phenolics

in Brand K is responsible for the bitter tastetw tvine.

Table 3.10.Total phenolics in two different red wines, detared by the

two enzyme electrodes.

Free PPO PPy/PPO ThPEO/PPO  RPEO/PPO
Brand K 0.004M —OH 0.072M—-OH  0.059 M—-OH _ 0.065 M —OH

220 mg/L* 4000 mg/L* 3334 mg/L* 3625 mg/L*
Brand D 0.005 M —OH 0.04M-OH  0.029M-OH  0.031M —OH

270 mg/L* 2200 mg/L* 1650 mg/L* 1747 mg/L*

*Total phenolics are expressed as Gallic acid edeits [215].
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CHAPTER 4

CONCLUSION

A random copolymer (RPEO) of 3-methylthienyl meyéate andp-
vinylbenzyloxy poly(ethylene oxide) and thiophemaled poly(ethylene oxide)
(ThPEO) were synthesized chemically. Synthesized namers were
characterized by several techniques like GPENMR, FTIR. Cyclic
voltammetry was utilized as the major characteiopmattechniqgue to get
information about electrochemical behavior of moeesn CV studies of
monomers were performed in TBAFB/AN supporting #lalgte/solvent
system. From these studies, it was understood kbt monomers have no
electroactive properties.

ThPEO and RPEO were used to synthesize copolywvitdrpyrrole and
thiophene under conditions of constant potentiagcteblyses. Resultant
copolymers were characterized by CV, FTIR, SEM, acohductivity
measurements. Copolymerizations were proven bydtastic difference in the
voltammograms such as the presence characteresikspghat belonged to PPy
and PTh. Difference in morphology of films and coatlvity of copolymers
compare to those of PTh and PPy supported the ayguenent..

The third part of the study was devoted to invesdgone of the most
interesting property of conducting polymers, electiromism. In recent years
there has been a growing interest in the applicatioconducting polymers in
electrochromic devices. Thus electrochromic prapeertof the synthesized

conducting polymers were investigated by the tegqies like

118



spectroelectrochemistry and colorimetry studies. ec8pelectrochemistry
experiments were performed in order to investigaie properties of conjugated
polymers such as band gap, msximum absorption eagt, the intergap states
that appear upon doping and evolution of polaran laipolaron states. Coupled
with colorimetry, these films were observed to éxhidistinctive and

aesthetically pleasing color changes between blued.

Copolymers of RPEO and ThPEO with pyrrole were uasdkenzyme
immobilization matrices. This study shows that almooxidase and polyphenol
oxidase can be successfully immobilized in conagctRPEO-co-PPy and
ThPEO-co-PPy copolymer matrices by electrochemicaéthods. The
immobilization procedure is simple to carry out.nktic parameters for
enzyme activity, Wax and K, temperature and pH effect on the enzyme
electrodes and storage and operational stabiliiess investigated. AOX
enzyme electrodes exhibited better.yand K, values. Although they have
limited storage capacities, these enzyme electradessery useful as their
high kinetic parameters point. In addition to thdtey exhibit very good
operational stability and wide pH working range.G°Bnzyme electrodes
show wider pH and temperature working range thanahes obtained with
the other electrodes constructed. Two copolymerriced; ThPEO-co-Py
and RPEO-co-Py show comparable results since theye mo superior

performance over one another as enzyme electrodes.

Immobilization of polyphenol oxidase enzyme in cociihg polymer
electrodes were studied as an alternative methoddtermination of phenolic
compounds in wines and obtained results reveal ftimg significant

development can successfully replace the classietiods.
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