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ABSTRACT 

ACTIVE VIBRATION CONTROL OF A SMART SANDWICH PLATE VIA 

PIEZOELECTRIC SENSORS AND ACTUATORS 

 

Aksoy, Yunus Tansu 

M.S., Department of Aerospace Engineering 

Supervisor : Assoc. Prof. Dr. Melin ķahin 

September 2015, 85 pages 

In this study, the first three vibration modes of a smart sandwich plate, which 

are 1st out-of-plane bending, 1st torsion and 2nd out-of-plane bending modes, are aimed 

to be suppressed by using active vibration control techniques comprising a pole 

placement controller. Smart sandwich plate is composed of a passive sandwich 

composite plate and piezoelectric patches (PZT Lead-Zirconate-Titanate) attached 

with epoxy adhesive at specific locations determined by using finite element modelling 

and analysis. Those PZT patches on the smart sandwich plate are then used both as 

actuators and sensors. 

Before manufacturing the smart sandwich plate, the locations of PZT patches 

are determined by considering the vibrational characteristics of the sandwich plate. 

Following this, an experimental modal analysis is performed to verify the finite 

element analysis results. Additionally, the model is updated according to the 

experimental results. Then, an algorithm is adapted in order to determine the spatial 

locations of the PZT patches and parallel to the obtained results they are attached to 

the passive sandwich plate. After the manufacturing process of the smart sandwich 

plate, a system identification is performed experimentally by sending an input signal 

covering the frequencies of interest and recording the response through a designated 
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sensor. Having obtained the frequency response function of the smart sandwich plate 

experimentally, a transfer function is fitted in the frequency domain. 

Finally, various active vibration controllers are designed. Those controllers are 

then validated through simulations and applied in an experimental environment via 

pole placement method combined with various observers and filters to suppress the 

free and forced vibrations of the smart sandwich plate at the aforementioned resonance 

frequencies. The three different designed controllers are observed to suppress the 

vibrations in each of the aimed mode successfully by working individually and also 

operating together without compromising the individual performance of the controllers 

in the vibration suppression of the smart sandwich plate. 

 

 

Keywords: Active Vibration Control, Frequency Response Functions, Finite Element 

Method, Piezoelectric Materials, Smart Sandwich Plate 
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¥Z 

AKILLI BĶR SANDVĶ¢ PLAKANIN PĶEZOELEKTRĶK UYARICILAR VE 

ALGILAYICILAR YARDIMIYLA AKTĶF TĶTREķĶM KONTROL¦ 

 

Aksoy, Yunus Tansu 

Y¿ksek Lisans, Havacēlēk ve Uzay M¿hendisliĵi Bºl¿m¿ 

Tez Yºneticisi : Do. Dr. Melin ķahin 

Eyl¿l 2015, 85 sayfa 

Bu alēĸmada, akēllē sandvi plakanēn d¿zleme dik ilk eĵilme, ilk burulma ve 

d¿zleme dik ikinci eĵilme olan ilk ¿ titreĸim modunun kutup yerleĸim metodu 

kullanēlarak aktif titreĸim kontrol¿ teknikleriyle bastērēlmasē amalanmēĸtēr. Akēllē 

sandvi plaka, sonlu elemanlar yºntemiyle yerleri belirlenmiĸ, epoksi yapēĸtērēcē ile 

baĵlanmēĸ piezoelektrik yamalardan ve pasif bir kompozit plakadan oluĸmaktadēr. 

Akēllē sandvi plaka ¿zerindeki piezoelektrik yamalar hem uyarēcē hem de algēlayēcē 

olarak kullanēlmēĸlardēr. 

Akēllē sandvi plakanēn ¿retiminden ºnce, sandvi plakanēn titreĸim ºzellikleri 

deĵerlendirilerek piezoelektrik yamalarēn yerleri belirlenmiĸtir. Ardēndan, deneysel 

modal analizler yapēlarak sonlu elemanlar analiz sonularē da doĵrulanmēĸtēr. Buna 

ilave olarak deney sonularēna gºre model g¿ncellemeleri tamamlanmēĸ ve 

piezoelektrik yamalarēn yerlerini belirlemek iin bir algoritma uygulanmak suretiyle 

elde edilen sonulara paralel olarak bu yamalar pasif sandvi plakaya yapēĸtērēlmēĸtēr. 

Akēllē sandvi plakanēn ¿retim iĸleminin ardēndan, ilgili olan frekanslarē ieren bir 

girdi sinyaliyle ve belirlenen algēlayēcēnēn yanētēyla deneysel sistem tanēlamasē 

tamamlanmēĸtēr. Akēllē sandvi plakanēn frekans cevap fonksiyonunun deneysel 

yºntemle elde edilmesiyle, frekans k¿mesinde bir transfer fonksiyonu uyarlanmēĸtēr. 
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Son olarak, akēllē sandvi plakanēn yukarēda bahsedilen resonans 

frekanslarēnda, serbest ve zorlanmēĸ titreĸimleri bastērmak iin eĸitli gºzlemci ve 

filtrelerle kombine edilmiĸ kutup yerleĸim metotlu aktif titreĸim kontrolc¿leri 

tasarlanmēĸ, benzetimlerle doĵrulanmēĸ ve deneysel ortamda uygulanmēĸtēr. ¦ farklē 

kontrolc¿n¿n, akēllē sandvi plakanēn amalanan her modundaki titreĸimleri tek tek 

bastērmakta baĸarē gºstermiĸ olduĵu ve bu tekil performanslarēndan ok da ºd¿n 

vermeden bir arada da alēĸtēklarē gºzlenmiĸtir. 

 

 

Anahtar Kelimeler: Aktif Titreĸim Kontrol¿, Frekans Cevap Fonksiyonlarē, Sonlu 

Eleman Modelleri, Piezoelektrik Malzemeler, Akēllē Sandvi Plaka 
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1 

CHAPTER 1 

INTRODUCTION  

Lightweight structures become a must in aerospace engineering applications. 

In order to reduce the weight of the composite materials more, composite lamina are 

combined with lightweight core to introduce sandwich structures. Sandwich structures 

are beneficial due to having high strength and stiffness properties, long fatigue life 

resistance and smoother surface [1]. Although they are very advantageous over other 

engineering structures, various vibration problems may come into picture during their 

service life. In airframe design, vibro-acoustic coupling is considered as an important 

design restriction which may cause damage in the aircraft [2]. On the other hand, 

structures made of lightweight materials have low natural frequencies which may 

cause high amplitude oscillation problems. Newly designed lightweight robot 

manipulators are also in the field of interest of aerospace engineering. Nevertheless, 

due to the flexibility of the manipulator, vibration problems may cause performance 

loss of precision in positioning [3]. Another problematic issue related to vibration is 

the buildings since they are vulnerable to natural disasters such as earthquakes or high 

velocity winds as well as human-made calamities [4]. Furthermore, in space 

applications such as antennas or solar panels, instability and fatigue problems may 

occur due to vibrations as well [5]. 

In order to overcome those problems, some techniques are proposed. First, 

inserting passive materials such as masses, dampers or springs for passive vibration 

control may be considered. When passive vibration control techniques are not enough 

for vibration suppression, active vibration control techniques may come into 

consideration. Active vibration control is a very wide topic that a lot of people are 

working on it. Dubay et al. designed a predictive control for one-link flexible 

manipulator based on finite element model [6]. Li et al. proposed a PID controller for 
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noise control of vibro-acoustic system [2]. Halim et al. designed a controller for multi-

link flexible robotic manipulator and performed a case study for a two-link robotic 

manipulator [3]. Dafang et al. experimentally showed that independent modal space 

control method can control each of the first three mode individually. In their specimen 

they attached separate piezoelectric patch groups to control each of the modes [7]. 

Additionally, Kerboua et al. controlled their beam via smart materials [8].  In their 

work, Zippo et al. are controlled a composite sandwich plate with honeycomb core 

through active vibration control [9]. 

Actuation force plays a significant role in active vibration control. In their 

work, Chevva et al. tried to use minimum actuation power in active vibration control 

[10]. On the other hand, Luo et al. studied active vibration control of sandwich panel 

with multi-layered piezoelectric actuator. They also took into consideration the 

physical parameters of the actuator on the actuation capability [11], [12]. Furthermore, 

Song et al. found optimum places of piezoelectric patches for supersonic flutter control 

of composite laminated panels [13]. Apart from these, active vibration control of 

sandwich beams and plates are studied [14]ï[17]. Additionally, Ferrari et al. worked 

on sandwich plate active vibration control by non-collocated positive position 

feedback [18]. Subsequently, Active Vibration Control is implemented to a full scale 

space vehicle structure [19]. 

 

1.1 Background of the Study 

In this section, a brief introduction for definitions is presented. First, sandwich 

materials are defined and some background information is given. After that, 

piezoelectric materials and their usage in active vibration control are mentioned. 

Furthermore, some basic information about active vibration control is given to 

illustrate the topic more understandable. 
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1.1.1 Sandwich Structures 

Sandwich structures are simply constructed by placing a core between two 

skins which are thinner than the core. However, a formal definition says that a special 

form of different composite materials that are bonded to utilise the properties of each 

component for structural advantage [20], [21]. Sandwich structures are used in 

aerospace industries not only due to their low weight but also their high stiffness and 

strength properties. The skins of a sandwich structure are made of composites fibers 

or sometimes metals such as aluminium which have high stiffness and the core 

materials are selected as balsa, foam or honeycomb for their lightweight. According to 

their work, Hexcel Composites states that, with a honeycomb core as thick as the skins 

the relative stiffness of whole structure goes up seven times although the structure 

gains weight only 3%. A comparison is given in Table 1.1 [22]. 

 

Table 1.1 Honeycomb Sandwich Panel Structural Efficiency [22] 

Property 
Only Skin 

Material  

Sandwich 

Structure with 

Core as thick as 

skin 

Sandwich 

Structure with 

Core 3 times 

thicker than skin 

Relative Stiffness 100 700 3700 

Relative Strength 100 350 925 

Relative Weight 100 103 106 

 

The advantage of the sandwich structure can easily be observed through Table 

1.1. An additional advantage of sandwich construction can be said as a sandwich 

structure does not have unique elastic properties but is designed to have desired 

properties [1]. Having all these advantages, sandwich structures are frequently used in 

aerospace industries as used in other engineering areas. 
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1.1.2 Piezoelectric Materials 

Piezoelectricity is first discovered by Curie brother in 1880 while 

experimenting on crystallography which is defined as a generation of electricity due 

to mechanical displacements [23]. Piezoelectric Materials are also able to create strain 

due to voltage difference which is called as inverse piezoelectricity. An illustration for 

piezoelectricity is given in Figure 1.1 [24]. Piezoelectricity usually appears in 

insulative materials. They can be splatted up into two major groups which are ceramics 

and crystals [25]. Some piezoelectric materials are natural and found in the nature in 

crystal forms such as quartz which has many commercial usages. However lots of 

piezoelectric materials are manmade ceramic materials e.g. lead-zirconate-titanate 

(PZT), lead-titanate (PbTiO2), leadzirconate (PbZrO3), and barium-titanate (BaTiO3) 

[26]. 

 

Figure 1.1 Generator and Motor Actions of a Piezoelectric Element: (a) disk after 

polarization, (b) disk compressed: generated voltage has some polarity as poling 

voltage, (c) disk stretched: generated voltage has polarity opposite that of poling 

voltage, (d) applied voltage has same polarity as poling voltage: disk lengthens, 

(e) applied voltage has polarity opposite that of poling [24] 

 

Piezoelectric materials are produced by polarization methods. While arranging 

piezoelectric polymers, high poling electric field to the essentially insulating material 

is wanted [27]. Those piezoelectric materials have a great application area. For 

instance, electromechanical frequency filters, ultrasonic imaging, piezoelectric motors 

and transformers, piezoelectric positioning, injection systems, gyroscopes, pressure 
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and temperature sensors are some application areas for piezoelectric materials [27], 

[28]. 

1.1.3 Active Vibration Control  

Main concept of the vibration cancellation is giving the balancing signal with 

a phase difference of 180Á, which is anti-phase. In early applications, active noise 

control is studied, experimentally. Today, some headphones and microphones are 

suppressing the noise for a better listening. Furthermore, active vibration control is 

applied to ships [29] as well as are carried out in various marine applications [30]. 

Moreover, for more comfortable vehicles, controller techniques are used in automobile 

technologies [31]. Following those, active vibration control techniques are started to 

be applied on beams and plates having infinitely many degrees of freedom and 

different wave types propagating on them. These researches have a great influence in 

aircraft and spacecraft industry [32] including applications in helicopters. In fact, for 

gust reduction and wing flutter control, active vibration controllers have been 

specifically improved [33]. There are also other areas for active vibration suppression 

applications such as in civil engineering, optics, sound transmission and also in flow 

control [32]. 

Although there are other hardware for active vibration control, piezoelectric 

materials are very important and have a wide coverage in the industry. Because the 

piezoelectric materials are small and effective actuators as well as sensors, they are 

very common in controlling of lightweight structures. In addition, piezoelectric 

patches are available and cheap ceramics. Summing all those properties of active 

vibration control, sandwich structures and piezoelectric materials, in this thesis, active 

vibration control of sandwich structures via piezoelectric patches is studied. 
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1.2 Motivation of the Thesis 

In the former researches conducted in the Department of Aerospace 

Engineering at Middle East Technical University, active vibration control of a smart 

beam and fin-like structures, made of isotropic material are studied [34]ï[40]. In these 

studies, piezoelectric patches are attached to root section of the beam [41], [42]. For 

fin applications, piezoelectric patches are attached as actuators and the strain gages as 

sensors [43]. In this thesis, active vibration control of smart composite sandwich plate 

is examined, having the piezoelectric patches as sensors and actuators in their optimum 

locations. In fact, for each vibration mode of the sandwich plate, piezoelectric patches 

are located, and for each piezoelectric patch group separate controller is applied. After 

all of the controllers are operated, they are used together to suppress vibrations in first 

three modes of the plate. 

1.3 Outline of the Thesis 

The brief information about the coming sections of this thesis is given as 

follows: 

In Chapter 2, Modal Analysis of the sandwich plate is performed. First, a finite 

element model is constructed. Then, the plate is tested via impact hammer and 

accelerometer to obtain its passive modal characteristics. Comparing the results of the 

finite element analysis results and the experimentally obtained ones, the finite element 

model is then updated. 

In Chapter 3, locations for piezoelectric patches are found. First, the finite 

element model constructed in Chapter 2 is used to find the curvature of each mode 

shapes. Then, the sensor is located at the place where the combination of the curvatures 

of all mode shapes of interest is the maximum. After that, using same procedure, the 

disturbance actuator is located to be able to disturb the plate in its first three modes. 

Finally, the location algorithm is run to find the optimum locations of the actuator 

groups. 



 

 7 

Chapter 4 presents the system identification and in this chapter, experimental 

setup is introduced. Using this experimental setup, data in time domain representing 

the characteristics of the system is obtained. After that, system matrices for each of the 

piezoelectric patch groups located according to the results obtained in Chapter 3 are 

obtained. Through the identification procedure, Fast Fourier Transform (FFT) is used 

for experimental data and the system matrices whose bode plots are close to the FFT 

results are determined. 

In Chapter 5, active vibration control of the sandwich plate is performed. First, 

a pole placement controller is designed for the system. In order to work with the pole 

placement type controller, states of the system is needed to be known. To estimate the 

states of the system, a state observer is designed. Having completed the design of an 

observer, case studies are performed via experimental setup. All analyses results are 

also verified in this chapter. 

In Chapter 6, the results of the research study are discussed and the future work 

is recommended. 
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2 

CHAPTER 2 

MODAL ANALYSIS OF THE SANDWICH PLATE  

2.1 Introduction  

In this chapter, modal analysis of the sandwich plate is performed. First, finite 

element model (FEM) is generated and modal analysis is performed to obtain the 

natural frequencies and the corresponding mode shapes. After that, in order to 

compensate the differences between the model and the real structure, experimental 

modal analysis is performed. The differences are tried to be minimized changing the 

material properties. At the end of this chapter, final model of the sandwich plate is 

constructed. 

2.2 Finite Element Modelling and Analysis of the Sandwich Plate 

A composite sandwich plate with the dimensions of 195 mm and 300 mm is 

modelled by using MSC Patran [44] finite element modelling tool and MSC Nastran 

[45] finite element solver. The plate has three layers such that the skin material is SGL 

GE8903-280-37e Prepreg E-glass and the core material is Rohacell 31 IG-F foam. The 

skins of the plate are produced having one layer of 0.25 mm thickness, each using glass 

fibers in twill weave form, and the core is 1 mm of foam. According to the material 

properties supplied from the manufacturer, the skins are assumed to be 2D orthotropic 

whereas the core of the plate is modelled as isotropic. The material properties are given 

in Table 2.1 and Table 2.2 respectively. For the skin, a range is given; and therefore 

the mean values are used. 
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Table 2.1 Material Properties of SGL GE8903-280-37e Prepreg E-Glass 

 E1 

[GPa] 

E2 

[GPa] 

G12 

[GPa] 

ɟ 

[kg/m3] 

Range 22.0 ï 28.0 22.0 ï 28.0 3.0 ï 4.0 1900 - 2100 

Used Value 25.0 25.0 3.5 2000 

 

Table 2.2 Material Properties of Rohacell 31 IG-F Foam 

E 

[MPa]  

G 

[MPa]  

ɟ 

[kg/m3] 

36.0 13.0 32 

 

In Table 2.1, E1 and E2 are for the Youngôs modulus values in two 

perpendicular fiber directions of the skin material, respectively. Since the material has 

fibers in both directions, Youngôs modulus values are equal in both directions. G12 is 

for shear modulus of the skin material, and ɟ is the density. In Table 2.2, since the core 

material is assumed to be isotropic, E, G, ɟ is for Youngôs modulus, shear modulus 

and density, respectively. 

 

The plate is modelled as composite with three layers comprising an isotropic 

core in between two 2-D orthotropic skins in each side.  The whole structure is 

modelled with CQUAD4 2-D shell elements using MSC Patran Software. Different 

mesh densities are performed to show that the results are independent of the mesh 

assigned. As it can be seen from Figure 2.1, 8 elements for the short edge and 12 

elements for the long edge is enough for the mesh independency of the first three 

natural frequencies which are corresponding to the first out-of-plane bending, the first 

torsional and the second out-of-plane bending modes. 
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Figure 2.1 Mesh Converge Plots (a) 1st Natural Frequency, (b) 2nd Natural 

Frequency, (c) 3rd Natural Frequency 

 

Another decision mechanism for the mesh density will come into picture while 

locating the piezoelectric patches. In order to find the precise locations for the patches 

it is required to have 60 elements along the short edges and 90 elements along the long 

edges. Since 60 by 90 elements do not cause mesh dependency, that density for mesh 

is decided to be used. Therefore the finite element model includes 5400 elements and 

5551 grid points. The natural frequencies and the corresponding mode shapes obtained 

from the finite element analysis (FEA) are given in Figure 2.2. 
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Figure 2.2 Natural Frequencies and the Corresponding Mode Shapes of the 

Sandwich Plate by FEA: (a) First Out-of-Plane Bending Mode [13.54 Hz], (b) First 

Torsional Mode [31.22 Hz], (c) Second Out-of-Plane Bending Mode [81.90 Hz] 

2.3 Experimental Modal Analysis (EMA) of the Sandwich Plate 

So as to verify the FEM, a modal test for the sandwich plate is performed with 

a B&K 4517-002 Single Axis Accelerometer [46] of 1 gram (Figure 2.3 - c) and B&K 

8206 Impact Hammer [46] with an aluminium tip (Figure 2.3 - b) through B&K 

(a) (b) 

(c) 
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software and hardware [47] which is a 6-Channel PULSE Data Acquisition System 

(Figure 2.3 - a). The accelerometer is attached to the specimen with a thin layer of bee 

wax. Note that, the aluminium tip for the impact hammer can excite the structure up 

to 1 kHz [47]. 

 

 

Figure 2.3 Modal Analysis Test Equipment [47]: (a) B&K 6-Channel PULSE 

Data Acquisition System, (b) B&K 8206 Impact Hammer, (c) B&K 4517-002 Single 

Axis Accelerometer [46] 

 

First of all, one of the short edges of the specimen with the dimensions of 

195 mm and 300 mm is clamped to create a fixed boundary condition as shown in 

Figure 2.4. The coordinate system shown in Figure 2.4 is used as the global coordinate 

system throughout this thesis. 

(a) 

(b) (c) 
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Figure 2.4 Modal Analysis Test Setup (Oblique View) 

 

To perform a modal test, 30 points are determined on the specimen and the 

measurements are taken from 25 points as a single-input single-output (SISO) system. 

The first five points along the short edge are assumed to have zero displacement since 

they are at the fixed boundary and no measurement is taken on them. The 

accelerometer (shown with a red arrow) is attached to point 9 and from point 6 to point 

30 the impact hammer (shown with a hammer) is roved as it can be seen from Figure 

2.5.  

y 

x 
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Figure 2.5 Test Points on the Specimen 

 

In the experiment, 25 points are hit and the response from the accelerometer is 

measured. After the Fast Fourier Transform (FFT) analysis is completed the 

Accelerance Frequency Response Functions (FRFs) are obtained. For FFT analysis, 

200 Hz frequency span is divided into 1600 lines and therefore the frequency 

resolution becomes 0.125 Hz. 10 hit for each point is averaged linearly by rejecting 

the overloads for the accelerometer. Having completed all the measurements, the first 

three resonance frequencies are found by using the Reflex Modal Analysis Software 

[47]. Through this software, stability diagram is plotted using Polyreference 

Frequency Method for parameter estimation between the range from 5 to 100 Hz and 

the resonance frequencies are selected according to the least complexity. Stability 

Diagram for Point FRF is shown in Figure 2.6. According to the stability diagram, 

resonance frequencies and the corresponding mode shapes are obtained and presented 

in Figure 2.7. 
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Figure 2.6 Stability Diagram of Point FRF 

 

Tabulated results for the EMA and their comparison with the FEA can be 

shown in Table 2.3. As there is a difference between the results obtained by FEA and 

that of by the experiment, the model used in FEA is updated. Note that the percentage 

difference for each mode shape is calculated by Equation (2.1) and ɤ is used for the 

resonance and/or natural frequency. 

ὈὭὪὪὩὶὩὲὧὩ
 


ρππ (2.1) 

Table 2.3 Natural and Resonance Frequencies of the Sandwich Plate 

 ɤ1 

[Hz]  

ɤ2 

[Hz]  

ɤ3 

[Hz]  

FEA 13.54 31.22 81.90 

EMA  11.53 33.94 71.11 

Difference % 17.43 8.01 15.17 
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Figure 2.7 Resonance Frequencies and the corresponding Mode Shapes of the 

Sandwich Plate by EMA: (a) First out-of-Plane Bending Mode [11.53 Hz], (b) First 

Torsional Mode [33.94 Hz], (c) Second out-of-Plane Bending Mode [71.11 Hz] 

(a) 

(b) 

(c) 
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2.4 FEM Updating based on EMA Results  

After the comparison of the FEA and EMA results, the difference between the 

resonance and natural frequencies can be seen clearly from Table 2.3. In addition, a 

MAC (Modal Assurance Criterion) Matrix is constructed between the FEA and EMA 

results to show the relation between the first three mode shapes. Formulation of MAC 

matrix is given in Equation (2.2) [48]. 

 

ὓὃὅὶȟή
• •

• • • •
 (2.2) 

 

Where; 

• : modal vector from experiment for mode shape q 

• : transpose of •  

• : compatible analytical modal vector, mode shape r 

• : transpose of •  

 

According to the MAC Matrix, diagonal terms are very close to 100% which 

means the correlation between each of the modes is acceptable as shown in Table 2.4. 

Additionally, the off-diagonal elements are very close to zero except (1, 3) and (3, 1) 

elements of the matrix. In order to have closer natural frequencies to the ones obtained 

from EMA and to have a better MAC Matrix, model updating is performed on the 

FEM of the sandwich plate. As the MAC matrix obtained before the update has already 

indicated a good correlation between the experimental and finite element analysis 

results, it is not expected to have a greater improvement regarding the system natural 

frequencies. 
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Table 2.4 MAC Matrix between FEA and EMA before Model Updating 

% 
Experiment 

1 2 3 

F
E

M
 

1 99.229 0.257 9.553 

2 0.163 98.844 0.173 

3 12.629 0.069 98.173 

 

Remember that, the material properties are given as a range and the central 

values of them were used in the analysis. It can be said that the elastic coefficients of 

the skin may be different than the central values. Having E1 and E2 are equal, an 

updating process is performed using the software so-called FEMtools [49]. Attention 

is paid to have the 2-D orthotropic elastic properties of the fiber glass skin are in the 

specified ranges given for each of them. The material properties of the core material is 

not updated and the resultant material properties for the skin is presented in Table 2.5. 

The final natural frequencies found by the new updated FEM compared with the 

previous and the experimentally obtained ones are given in Table 2.6. In addition to 

these, new MAC Matrix is also given in Table 2.7. 

 

Table 2.5 Updated Material Properties of SGL GE8903-280-37e Prepreg E-Glass 

 E1 

[GPa] 

E2 

[GPa] 

G12 

[GPa] 

ɟ 

[kg/m3] 

Used Value 22.0 22.0 4.0 2100 
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Table 2.6 Natural Frequencies found by EMA and FEA before and after the 

Updating 

 ɤ1 

[Hz]  

ɤ2 

[Hz]  

ɤ3 

[Hz]  

EMA  11.53 33.94 71.11 

FEA (before) 13.54 31.22 81.90 

Difference % 17.43 8.01 15.17 

FEA (updated) 12.41 31.42 75.39 

Difference % 7.63 7.42 6.02 

 

Table 2.7 MAC Matrix between FEA and EMA after Model Updating 

% 
Experiment 

1 2 3 

F
E

M
 

1 99.228 0.252 9.576 

2 0.163 98.864 0.173 

3 12.653 0.073 98.160 

 

After the model updating, it can easily be seen that the difference between the 

natural frequencies by FEA and the experimentally obtained ones has been dropped 

drastically as expected. On the other hand, it is observed that the difference between 

the MAC Matrices before and after the updating has not changed much. Finite Element 

Model is constructed with the material properties taken from the manufacturing 

company and according to these properties; the skin of the plate is modelled as 2-D 

orthotropic and the core as an isotropic one. The accuracy of the model depends on 

those modelling assumptions as well as the material properties. Throughout the update 

process, only material parameters are changed and for this reason, there is still a small 

difference between FEA and EMA results. 
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2.5 Conclusion 

In this chapter, FEM of the sandwich plate is generated. After the modelling of 

the plate, an impact hammer test is applied and the experimental results are obtained. 

The FEA results are updated and more accurate FEM for the sandwich plate is 

obtained. In the next chapter, the obtained mode shapes will be used in the location 

selection for the actuator and sensor pairs (i.e. surface bonded PZT patches). 
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3 

CHAPTER 3 

DETERMINATION OF THE ACTUATOR AND SENSOR LOCATIONS  FOR 

THE SANDWICH PLATE   

3.1 Introduction  

It is very common that piezoelectric materials as patches are used in active 

vibration control applications to suppress excessive vibrations on the host structure 

with some electrical energy. Although the more electrical energy suppresses the 

vibrations quicker, it has some physical limits. In 2-D plate-like structures, the 

locations of the piezoelectric patches affect the time of suppressions and attenuation 

levels at the same electricity level. In fact, some locations make the structure 

unobservable and uncontrollable [50].  

There are several ways to determine the locations for piezoelectric patches. In 

a particular technical review, Gupta et al. state that, the location for the piezoelectric 

patches can be found by some of the optimization criteria, such as, maximization of 

deflection of the host structure, maximization of modal forces or moments applied by 

the actuator, minimal change in host structural dynamics, desired host structural 

dynamics, maximization of degree of controllability and observability of modes of 

interest and minimization of control effort or host vibrations [51]. 

Controllability and observability concepts depend on the system dynamics, the 

locations and the numbers of actuators and sensors, respectively. The locations of the 

least electrical energy consumed and the highest modal forces generated can be 

considered as an optimal locations for the actuators [51]. Additionally, for the sensors, 

locations of large changes in the mode shapes or corresponding to high vibration 

amplitudes are considered as the best locations [52]. 
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In order to locate piezoelectric patches maximizing the modal forces and 

moments applied on the structure, one should find the locations of maximum 

curvature. Note that, the slope is the first spatial derivative of the displacement and the 

second special derivative of the displacement is the curvature of the structure which is 

also proportional with the measured strain. In order to find the maximum value of the 

curvature, it is convenient that the derivative of it should be equated to zero which is 

the third spatial derivative of the displacement mode shape as shown in equation (3.1) 

[53]. Note that, w represents the displacement mode shape, x and t are for the location 

and time, respectively. 

 

ύὼȟὸ

ὼ
π (3.1) 

 

Note that the sensor location is found by maximizing the applied sensor voltage 

[53]. Equation (3.1) can also be used for location optimization for both sensors and 

actuators and minimizing [51]. Since the criteria given in equation (3.1) is available 

for locating both sensors and actuators; in this work, it is used for determination of the 

locations of the both sensors and actuators. 

Also note that, in this work, the structure to be controlled has two dimensions. 

Therefore, in the sandwich plate case, change in y-dimension should be considered in 

a similar fashion as in equation (3.1). Thus, equations (3.2) and (3.3) are used in this 

study to find the curvature of each mode shapes and the piezoelectric patches are 

located over the surface on the structure where the maximum curvature occurs. 

 

ὧόὶὺὥὸόὶὩ 
ύὼȟὸ

ὼ
 (3.2) 

ὧόὶὺὥὸόὶὩ 
ύώȟὸ

ώ
 (3.3) 
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3.2 Determination of the Location of the Piezoelectric Sensors 

In this work, locations of the piezoelectric patches are determined by using 

equations (3.2) and (3.3). The designed locating algorithm is based on the finite 

difference formula for the second derivative of each mode shapes in both x and y 

directions.  For the locating algorithm, finite difference forms of equations (3.2) and 

(3.3) are given in below equations (3.4) and (3.5). 

 

ύὼȟὸ

ὼ

ύὼ Ὠὼ ύὼ ύὼ Ὠὼ

Ὠὼ
 (3.4) 

ύώȟὸ

ώ

ύώ Ὠώ ύώ ύώ Ὠώ

Ὠώ
 (3.5) 

 

In the equation dx represents the difference between locations of each grid 

points. This formula is used to find the curvatures of the mode shapes of the updated 

FEM found in Section 2.4. The mode shapes are imported from the output of the finite 

element software MSC Patran and MSC Nastran. After that, the curvatures are 

calculated by using equations (3.4) and (3.5). The mode shapes and the corresponding 

curvatures in both x and y directions are shown in Figure 3.1, Figure 3.2 and Figure 

3.3. Note that, the curvature calculated in x-direction is too small compared to the 

curvature in y-direction. Therefore, the maximum values of the curvatures for each 

mode are normalized to one for better presentation. In fact, the maximum values of the 

mode shapes are also normalized to one. 



 

 26 

 

Figure 3.1 Sandwich Plate: (a) 1st Mode Shape, (b) Curvature in x direction, 

(c) Curvature in y direction 

(a) 

(b) 

(c) 
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Figure 3.2 Sandwich Plate: (a) 2nd Mode Shape, (b) Curvature in x direction, 

(c) Curvature in y direction 

(a) 

(b) 

(c) 














































































































